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ABSTRACT 

Due to growing awareness of environmental impacts and the economic volatility of 

petroleum, there has been a drastic increase in research towards biomass-derived, sustainable 

alternatives to petroleum-based processes and products. Notably, commodity chemicals for 

production of commercial products are exclusively manufactured using feedstocks derived from 

crude oil refining and currently account for over one third of the worldwide industrial energy 

demand. As the market demand for petrochemicals are only forecasted to grow, development and 

advancement of renewable chemical processes is timely. Lignocellulosic biomass presents as a 

promising alternative source for these aromatic monomers due to the diverse structure and 

inherently high oxygen content within its components: lignin, cellulose, and hemicellulose. 

However, significant research is needed in order to realize the use of lignocellulosic biomass as a 

platform for such chemical products and to push these renewable chemical processes toward 

industrial and commercial relevance. 

This work focuses on the catalytic conversions of cis,cis-muconic acid (cis,cis-2,4-

hexadienedioic acid), a polyunsaturated C6 dicarboxylic acid that can be microbiologically 

produced from lignocellulosic biomass streams. The state of catalysis for Diels-Alder reactions 

involved in upgrading schemes of muconic acid and other biomass-derived products to drop-in 

and functional alternative commodity monomers is reviewed and evaluated, followed by 

concentrated studies into the iodine-catalyzed isomerization of cis,cis-dimethyl muconate to the 

Diels-Alder active isomer, trans,trans-dimethyl muconate. Finally, an investigation into the use of 

atomic layer deposition to enhance the leaching resistance and thermal stability of supported 

platinum group metal catalysts during condensed phase hydrogenation of muconic acid to adipic 

acid is presented.  
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CHAPTER 1:  

INTRODUCTION 

1.1 Motivation 

As global energy demands increase and awareness of the environmental impacts of 

pervasive reliance on petroleum continue to grow, the development of technologies for renewable 

chemicals and fuels is of rising importance. In 2013, is was reported that the energy demand for 

the petrochemical production industry could account for approximately 30% for the total industrial 

energy demand worldwide and was responsible for approximately 20% of global industrial 

greenhouse gas emissions (GHGs).1 Since then, the energy demanded by the petrochemical 

industry has only served to grow; it is forecasted that future oil demand growth between 2018-

2023 will be dominated by petrochemicals, underscoring the necessity of alternatively-sourced 

fine chemicals.2 Owing to its high energy density, relative inexpensiveness, and widespread 

availability, lignocellulosic biomass has emerged as a promising candidate for renewably-sourced 

carbon that does not interfere with food crops and can be valorized to renewable chemical 

alternatives to traditional petrochemicals.3 Through biological funneling of lignin 

depolymerization products, many chemical intermediates to commodity products can be targeted 

(Figure 1.1). For example, engineered Pseudomonas putida can effectively funnel lignin-derived 

aromatics to selectively target cis,cis-muconic acid (hereon referred to as ÒmuconateÓ), a 

polyunsaturated, C6 dicarboxylic acid.4,5 Muconate can subsequently be catalytically valorized to 

several large-market commodity chemicals, including adipic acid and terephthalates (e.g. 

terephthalic acid, terephthalic esters), two of the most commercially important monomers for 

production of nylons, plasticizers, lubricants, food and beverage packaging, and polyesters. 

Additionally, muconate can be catalytically transformed to target functionally-differentiated 
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monomers, i.e. those that serve to replace commodity monomers but are structurally different from 

the current commercial standard. However, significant research and development is still needed to 

advance such technologies toward industrial relevance. As such, this work investigates catalytic 

approaches to upgrading of biologically derived muconates for renewable chemical applications. 

 

 
Figure 1.1: Overview of muconic acid production from lignocellulosic biomass and subsequent 
catalytic upgrading to value-added chemicals. 

 

1.2 Background and Scope of Thesis 

In recent years, investigation into the use of biobased chemicals, such as muconate, as 

addends in Diels-Alder cycloadditions has become a growing research area for production of drop-

in commodity aromatic monomers Ð those that are structurally and functionally identical to their 

petroleum-derived analog. Diels-Alder cycloadditions are well-known, powerful methods for the 

atom-efficient production of six-membered, cyclic compounds. Commercially, Diels-Alder 
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reactions have been utilized for many applications, including pharmacology, agrochemicals, 

flavors, and fragrances, though there have been far fewer reports of their use for production of 

commodity aromatic monomers. Because of the rapid growth in the field of biomass-derived 

commodity chemicals, it follows that Diels-Alder chemistry toward production of such aromatic 

monomers from biomass has experienced recent growth. Of significant importance is the design 

and implementation of catalytic materials for these reactions to aid in their success and feasibility 

of market application. Often, the necessary catalysts comprise solid acid catalysts such as 

polyoxometalates/heteropolyacids or functionalized zeolites. Through this route, commodity 

aromatic monomers including para-xylene, ethyl benzene, and terephthalic acid/esters have been 

produced from biobased or bio-accessible intermediates. In chapter one of this thesis, the state of 

heterogeneously catalyzed Diels-Alder cycloadditions of biomass-derived intermediates for the 

production of aromatic monomers is reviewed, mechanistic considerations for catalysis of Diels-

Alder reactions are assessed, and a survey is provided of recent advances in heterogeneous 

catalysts for tandem Diels-Alder and aromatization reactions. Finally, insight is provided towards 

the future of biomass-derived aromatic monomers and the catalysis thereof. 

In order for muconates to be utilized in Diels-Alder cycloadditions toward the production 

of cyclic monomers, they must exist in the trans,trans-isomer. However, the isomer of muconate 

that is produced from P. putida during biological funneling of lignin depolymerization streams is 

the cis,cis isomer. Therefore, isomerization to the trans,trans isomer via the cis,trans intermediate 

is require prior to downstream upgrading via Diels-Alder cycloadditions. As such, a joint 

experimental and computational investigation into the homogeneous iodine-catalyzed 

isomerization of cis,cis-dimethyl muconate to trans,trans-dimethyl muconate is presented in 

chapter two of this thesis. Prior to this investigation, the existing literature regarding dimethyl 
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muconate isomerization was limited to a singular patent report using homogeneous iodine-

catalysis. Because of this, a dearth of information existed regarding the isomerization reaction 

mechanism, unique barriers due to the diene backbone of and terminal methyl ester functionality 

of dimethyl muconate, the influence of solvent selection on isomerization reaction kinetics and 

yields, potential for catalyst recyclability, and downstream separation and recovery steps necessary 

to yield high-purity trans,trans-dimethyl muconate. A comprehensive evaluation into addressing 

the gaps in knowledge of this subject have allowed for a deeper mechanistic understanding of 

homogeneous, halogen-catalyzed reactions and has illustrated their relevance in sustainable routes 

to biobased chemicals.  

Towards targeting a non-aromatic commodity monomer, the upgrading of muconate to 

adipic acid has received far more attention in literature to date than muconate isomerization and 

Diels-Alder cycloaddition. Literature reports have established platinum group metals as extremely 

effective catalysts for the hydrogenation of muconic acid to adipic acid;4Ð6 specifically, supported 

Pd catalysts have displayed exceptional activity and selectivity in batch and continuous flow 

hydrogenation of muconic acid. However, the condensed-phase, acidic processing of organic 

compounds presents a unique challenge to the long-term stability of heterogeneous catalysts. 

Namely, when employing supported platinum group metal catalysts in such processes, deactivation 

of the catalyst by active site leaching, organic fouling, and thermal restructuring can become 

especially problematic.7Ð12 The propensity towards these modes of deactivation can significantly 

impact process economics when considering their use on an industrial-scale process in which 

catalyst cost and associated down-time for replacement of a deactivated catalyst are especially 

significant. In order to enhance the durability of supported metal catalysts against deactivation, 

atomic layer deposition (ALD) has emerged as a means to lay down protective metal oxide 
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coatings in an extremely controlled manner. In chapter three of this thesis, the use of low-cycle 

ALD of Al 2O3 on Pd/TiO2 catalysts is investigated for enhanced durability during the condensed 

phase hydrogenation of muconic acid and thermal catalyst regeneration. While previous efforts in 

literature have reported the use of ALD for catalyst stability, there is currently a lack of research 

regarding the influence of low-cycle ALD coatings on catalytic activity, selectivity, and stability 

under condensed phase processing conditions relevant to emerging biochemical technologies, the 

spatial distribution of low-cycle ALD coatings within complex catalyst support morphologies, and 

the associated techno-economic tradeoffs between the higher projected cost of ALD catalyst 

materials and their improvements in catalyst lifetime. To address these knowledge gaps, 

experimental investigations and techno-economic analysis are used to provide new insight into the 

ability of low-cycle ALD coatings to bolster catalyst stability and the implications of extended 

catalyst lifetime on large-scale process economics. The findings of this work serve to advance the 

current understanding of ALD coatings for tailored catalyst properties while progressing this 

emergent biotechnology toward industrial relevance.  

1.3 Research Objectives 

In summary, the work presented in this thesis is a compilation of efforts toward developing, 

investigating, and progressing catalytic techniques for upgrading of biobased muconic acid to 

large-market, commodity chemicals. While lignocellulosic biomass is a promising platform for 

myriad biomass-derived chemical alternatives to petrochemicals, research into processing thereof 

still has significant headway to be made for industrially relevance and commercial adaptation. To 

that end, the objectives of this thesis are to (1) summarize and provide insight on the current state 

of the art for catalysis of Diels-Alder cycloadditions with biobased chemicals, such as muconates, 

for the production of commodity cyclic monomers, (2) provide an in-depth investigation into the 
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homogeneously-catalyzed isomerization of muconate, thereby expanding a fundamental 

knowledge base which may be applied to other relevant chemical systems, and (3) demonstrate a 

technique for increasing the industrial relevance of supported metal catalyst materials and 

processes through the use of low-cycle ALD coatings of Al2O3 on Pd/TiO2 catalysts to enhance 

resistance to deactivation during the condensed phase hydrogenation of muconic acid. It is my 

intention that the specific findings presented in each chapter of this thesis are applicable to similar 

reaction systems and will help to address the challenges faced at the frontier of renewable chemical 

processes. 

1.4 Structure of Thesis  

The work described in this thesis focuses on the catalytic upgrading of chemicals that may be 

derived from lignocellulosic biomass to more valuable, industrially relevant commodity 

compounds. Specifically, the organization of this thesis is as follows: 

¥" Chapter 2 contains a manuscript published in Green Chemistry, entitled 

ÒHeterogeneous Diels-Alder catalysis for biomass derived aromatic compoundsÓ with 

co-authors Laura Berstis, Nicholas Rorrer, Yuriy Roman-Leshk—v, Gregg Beckham, 

Ryan Richards, and Derek Vardon. This work provides a review of and perspectives 

on the current state of literature regarding heterogeneous catalysis for targeting drop-

in and functional-alternative commodity aromatic monomers derived from biobased 

intermediates, notably from biologically-derived muconic acid and its derivatives. 

¥" Chapter 3 contains a manuscript published in ChemSusChem, entitled ÒIodine-

catalyzed isomerization of dimethyl muconateÓ with co-primary author Laura Berstis 

and co-authors Shuting Zhang, Nicholas Rorrer, Haiming Hu, Ryan Richards, Gregg 

Beckham, Michael Crowley, and Derek Vardon. This chapter offers a joint 
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computational and experimental approach to understanding the mechanism controlling 

the homogeneous iodine-catalyzed isomerization of biologically-derived cis,cis-

dimethyl muconate to the Diels-Alder active isomer, trans,trans-dimethyl muconate.  

¥" Chapter 4 contains a manuscript submitted to Nature Catalysis, entitled ÒLow-cycle 

atomic layer deposition of Al 2O3 for enhanced Pd/TiO2 stability during biobased adipic 

acid productionÓ with co-authors Nicholas Cleveland, Xiangchen Huo, Allyson York, 

Elizabeth Kautz, Arun Devaraj, Karthikeyan Ramasamy, Ryan Richards, Kinga Unocic, 

Gregg Beckham, Michael Griffin, Katherine Hurst, Eric Tan, Steven Christensen, and 

Derek Vardon. Within this chapter, the use of low-cycle atomic layer deposition (ALD) 

of Al2O3 is investigated as a means to enhance the stability against leaching and thermal 

deactivation of Pd/TiO2 for condensed-phase processing of biologically-derived 

muconic acid to produce adipic acid. This chapter also provides techno-economic 

analysis of the use of Al2O3 ALD-coated Pd/TiO2 in an industrial scale adipic acid 

biorefinery. 

¥" Chapter 5 presents a final summary of the work contained within this thesis, as well as 

a discussion of the ongoing and future work related to catalytic upgrading of muconic 

acid, including use of muconic acid to produce unique, functionally differentiated 

cyclic monomers and tailored catalytic materials that can withstand common impurities 

present in biobased chemical intermediates. 

As this thesis is a compilation of published work, each chapter is associated with an 

introduction that is specific to the content of the publication.  
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CHAPTER 2:  

HETEROGENEOUS DIELS-ALDER CATALYSIS FOR BIOMASS-DERIVED  

AROMATIC COMPOUNDS 

 

This work was originally published in the journal Green Chemistry, a publication of The Royal 

Society of Chemistry, DOI: 10.1039/C7GC00992E.1 

 

Amy E. Settle2,3,3, Laura Berstis4, Nicholas A. Rorrer4, Yuriy Roman-Leshk—v5, Gregg T. 

Beckham4, Ryan M. Richards3,4,6, and Derek R. Vardon3,4,7 

 

2.1 Abstract 

In this tutorial review, we provide an overview of heterogeneous Diels-Alder catalysis for the 

production of lignocellulosic biomass-derived aromatic compounds. Diels-Alder reactions afford 

an extremely selective and efficient route for carbon-carbon cycloadditions to produce 

intermediates that can readily undergo subsequent dehydration or dehydrogenation reactions for 

aromatization. As a result, catalysis of Diels-Alder reactions with biomass-derived dienes and 

dienophiles has seen a growth of interest in recent years; however, significant opportunities remain 

to (i) tailor heterogeneous catalyst materials for tandem Diels-Alder and aromatization reactions, 

and (ii) utilize biomass-derived dienes and dienophiles to access both conventional and novel 

                                                
1 Reproduced with permission from Green Chem and co-authors. 
2 Primary researcher and author. 
3 Affilitated with Colorado School of Mines, Golden, CO. 
4 Affilitated with National Renewable Energy Laboratory, Golden, CO. 
5 Affilitated with Massachusets Institute of Technology, Boston, MA. 
6 Thesis co-advisor. 
7 Corresponding author and thesis co-advisor. 
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aromatic monomers. As such, this review discusses the mechanistic aspects of Diels-Alder 

reactions from both an experimental and computational perspective, as well as the synergy of 

Br¿nsted-Lewis acid catalysts to facilitate tandem Diels-Alder and aromatization reactions. 

Heterogeneous catalyst design strategies for Diels-Alder reactions are reviewed for two exemplary 

solid acid catalysts, zeolites and polyoxometalates, and recent efforts for targeting direct 

replacement aromatic monomers from biomass are summarized. Lastly, we point out important 

research directions for progressing Diels-Alder catalysis to target novel, aromatic monomers with 

chemical functionality that enables new properties compared to monomers that are readily 

accessible from petroleum. 

2.2 Introduction 

Growing awareness of environmental concerns and the economic volatility of petroleum 

products has led to increased interest in the use of biomass-derived sustainable alternatives. Of 

note, global consumption of commodity aromatic monomers surpasses 140 million metric tons 

annually, and the market sizes continue to grow at rates between 2-6% annually.33,40,4 These 

aromatic monomers include the hydrocarbons benzene, toluene, and xylenes, commonly referred 

to as BTX, as well as oxygenated derivatives thereof, including benzoic acid, phthalic anhydride, 

and terephthalic acid. These aromatic monomers have extensive commercial applications for 

polymers, solvents, plasticizers, and adhesives. A prominent example is polyethylene terephthalate 

(PET), which the most widely produced polyester, primarily used for the synthesis of plastic 

bottles and textile fibers on the scale of over three million metric tons annually in North America 

alone.1 Consequently, there has been an increase in research efforts directed toward production of 

biomass-derived aromatic compounds.2Ð4 
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 Multiple approaches have been investigated for the production of Òdirect replacementÓ 

aromatic monomers (i.e., structurally-identical substitutes for petroleum-derived monomers) from 

biomass, including thermochemical, biological, and chemocatalytic processing.5Ð8 

Thermochemical conversion is typically applied to whole biomass or residual lignin fractions9,10 

via fast pyrolysis, catalytic fast pyrolysis, or gasification. During fast pyrolysis, biomass is heated 

to temperatures typically within a range of 400-600¡C at residence times generally <5 s in the 

absence of oxygen to thermally degrade biomass and generate vapors that are condensed into a 

complex organic phase referred to as bio-oil.11 Bio-oils can contain >300 compounds with 

significant oxygen content (ca. 40%).12 If targeting hydrocarbon aromatics, oxygen content must 

be reduced via catalytic hydrotreating or cracking reactions.13Ð15 Although selectively targeting 

aromatics can be challenging, ongoing efforts to commercialize bio-oil upgrading have been 

recently reviewed.15 Alternatively, catalytic fast pyrolysis involves integrating catalysts with the 

feedstock during pyrolysis prior to condensation, which has the benefit of removing reactive 

intermediates in the vapor phase, simplifying unit operations and increasing target aromatic 

monomer yields.16,17 Commercialization of catalytic fast pyrolysis for BTX production is currently 

being pursued at the pilot scale.18,19 Lastly, biomass gasification occurs at higher temperatures 

(>750¡C) in the presence of air or steam to produce syngas (i.e., CO and H2) as the target 

intermediate.20 Syngas can undergo subsequent catalytic transformations, such as syngas-to-

alcohols followed by alcohol-to-aromatics,4 or Fischer-Tropsch synthesis followed by 

hydrocracking,21 with ongoing commercialization efforts recently reviewed.22  

As an alternative to thermochemical processing, significant efforts have also focused on 

selective, low-temperature deconstruction of lignocellulosic biomass to facilitate downstream 

biological and chemocatalytic processing.23Ð31 The most commercially relevant efforts to date 
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involve ethanol production from lignocellulosic sugars. Currently, major commercialization 

efforts focus on catalytic dehydration of ethanol and oligomerization to BTX.32,33,34 Longer chain 

alcohols, such as isobutanol, can also be produced biologically from lignocellulosic sugars.35,36 

The commercial potential of isobutanol dehydration and oligomerization to p-xylene is currently 

being pursued.2,37,38 As a solely catalytic route, lignocellulosic sugars can undergo aqueous phase 

reforming and hydrodeoxygenation to BTX that proceeds via hydrogenation, condensation, 

alkylation, and dehydration reactions. This technology is undergoing commercialization and has 

the valuable capability to handle mixed C5 and C6 lignocellulosic sugar streams.2,39,40,41 However, 

with several of the aforementioned approaches, selectivity to single aromatic monomers presents 

a challenge because the product stream is a complex mixture of linear, cyclic, and aromatic 

intermediates.  

To address the limitations of aromatic monomer selectivity and feedstock atom efficiency, 

Diels-Alder cycloadditions have recently emerged as a prominent route to couple biomass-derived 

chemical intermediates. This is not only due to the immense number of accessible biomass-derived 

Diels-Alder addends, particularly furans and furan derivatives, but also because Diels-Alder 

reactions offer a robust route for synthesis of cyclic products. The coupling of a conjugated diene 

and a dienophile via Diels-Alder cycloaddition produces a six-membered ring that exhibits 100% 

atom economy. Following Diels-Alder addition, subsequent dehydration or dehydrogenation 

reactions can generate aromaticity, with both reactions capable of being promoted in tandem over 

a single heterogeneous catalyst.42Ð46 Advancements in metabolic engineering and tailored 

chemocatalysts are greatly expanding the number of biomass-derived intermediates that can be 

used for Diels-Alder coupling reactions, which may allow for the production of direct replacement 

commodity aromatics, as well as new aromatic monomers with diverse chemical functionality Ð 
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henceforth referred to as Òfunctional alternativeÓ monomers (Figure 2.1). These functional 

alternative monomers may allow for new market applications that cannot be readily addressed by 

petroleum due to the large number and variety of functional groups present within native biomass, 

which may alter thermal and mechanical properties of resultant polymeric materials.31,47Ð49 While 

Diels-Alder cycloadditions have historical precedence for applications in pharmacology, 

agrochemicals, flavors, and fragrances,50 their capacity for biomass upgrading is just now being 

realized. 

 

 

Figure 2.1: Lignocellulosic biomass conversion via Diels-Alder cycloaddition to produce direct 
replacement and functional alternative aromatic monomers. 
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 To address the growing field of biomass-derived commodities, this review considers 

heterogeneous catalysis of Diels-Alder cycloadditions for producing both direct replacement and 

functional alternative aromatic monomers from lignocellulosic biomass. Mechanistic details are 

examined for controlling the rate and selectivity of Diels-Alder cycloadditions, with an emphasis 

on Br¿nsted-Lewis acid catalysis for tandem reactions and heterogeneous bifunctional catalyst 

design. Recent efforts are then reviewed for the Diels-Alder production of commodity hydrocarbon 

and oxygenated aromatic monomers. Illustrative routes for diene and dienophile production from 

biomass are considered, as well as yields, catalytic materials, and key considerations for converting 

complex biomass streams into direct replacement aromatics. Lastly, important future research 

directions are identified for targeting new functional alternative monomers via Diels-Alder 

chemistry. 

2.3 Diels-Alder catalysis 

2.3.1 Mechanistic overview 

Diels-Alder cycloadditions involve the atom efficient coupling of a diene and dienophile (the 

ÒaddendsÓ) in the preparation of a six-membered ring (the ÒcycloadductÓ), as shown in Figure 

2.2.A Following the Diels-Alder addition, subsequent dehydration or dehydrogenation reactions 

can generate aromaticity in the product, as shown in Figure 2.2.B. Although, in many cases, Diels-

Alder reactions alone can be thermally driven to completion, the application of catalysts can 

greatly enhance reactivity, reduce process severity, mitigate unwanted side reactions, and enable 

tandem cycloaddition and aromatization reactions over a single catalyst. 

At the heart of Diels-Alder cycloadditions is the formation of two ! -bonds between a diene 

and dienophile at the expense of two $-bonds. It has been hypothesized that these cycloadditions 

may occur in a concerted one-step mechanism,51,52 or via a two-step reaction in which each new 
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! -bond is formed in successive steps passing through transition states that involve a biradical 

intermediate.53 While the general consensus is that the concerted mechanism dominates, there has 

been literature to support the multi-step mechanism as well. Spin state-corrected density functional 

theory (DFT) calculations have shown that the difference in free energy of the two-step reaction 

pathway is a mere 2.3-7.7 kcal/mol higher than the concerted mechanism in the archetypal Diels-

Alder reaction between butadiene and ethylene.54 

 

 

Figure 2.2: Diels-Alder cycloaddition of common addends illustrating the formation of two new 
! -bonds in the cycloadduct (A). Subsequent dehydrative or dehydrogenative aromatization of two 
exemplary cycloadducts (B). 

 

In Diels-Alder reactions, new bond formation occurs through interactions between the highest 

occupied molecular orbital (HOMO) and lowest unoccupied molecular orbital (LUMO) of the 

addends (Figure 2.3). A normal electron demand (NED) reaction involves the interaction of the 

HOMO of the diene and the LUMO of the dienophile (Figure 2.3, left). Accordingly, the inverse 

electron demand (IED) reaction involves the HOMO of the dienophile interacting with the LUMO 
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of the diene (Figure 2.3, right). The type of electron demand that occurs during a reaction is based 

largely upon diene and dienophile species and the presence of electron withdrawing or electron 

donating groups on either. For example, electron-withdrawing groups on the dienophile, such as 

the carboxylate group of acrylic acid, will expedite NED reactions because of the lowered LUMO 

energy. Furthermore, catalysts can coordinate with either the diene or dienophile to influence the 

HOMO-LUMO energy level gap. Reactions are consistently more favorable when the character of 

diene and dienophile are opposite (i.e. electron rich diene and electron poor dienophile, or vice 

versa). 

 

 

Figure 2.3: Representative HOMO-LUMO interactions of both normal (left) and inverse (right) 
electron-demand Diels-Alder cycloadditions. 

 

The interactions between the HOMO and LUMO govern the mode of reaction as well as the 

regiochemical outcomes, which can be critical when targeting specific structural isomers (e.g., 

xylene, see Figure 2.4). When asymmetrical addends (both diene and dienophile) are employed in 

Diels-Alder cycloadditions, two regioisomer cycloadducts can be produced depending on the 

orientation of addends during the reaction.55 The preferred orientation of interaction occurs when 

the frontier orbitals of one addend that present the largest HOMO energy coefficient overlap with 
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the frontier orbitals of the other addend that possess the largest LUMO energy coefficient.56,57 The 

orbital coefficients are dependent on the electron-withdrawing or electron-donating nature of the 

substituents on each addend (see Table 2.1), and will drive the reaction to prefer certain 

regiochemical outcomes. 

 

 

Figure 2.4: Potential regiochemical and stereochemical outcomes of Diels-Alder cycloaddition 
between methyl furan and propylene. Subsequent dehydrative aromatization removes 
stereochemistry but preserves regiochemistry.  

 
Stereochemically, the relative positions of substituents on the C1 and C4 positions of the diene 

and on the C1 and C2 positions of the dienophile are generally retained in the product due to the 

suprafacial nature of the addend interactions. In contrast, the newly formed stereocenters of the 

adduct are mediated by which of the two possible modes of suprafacial approach takes place: endo 

or exo (Figure 2.5). Intuitively, one might assume that exo products are favored based on steric 

hindrance of endo interfacing. However, secondary orbital interactions that occur upon endo 

interfacing may result in stabilization of the transition state.52,58 Accordingly, endo products are 

typically favored, a preference that is known as AlderÕs rule.59 Through modification of reaction 
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conditions or introduction of a bulky, chiral catalyst, stereochemical product distribution can be 

tuned to increase selectivity toward either stereoisomer.60,61 However, for the production of 

aromatic compounds, stereocontrol of the cycloaddition is unnecessary due to the loss of all 

stereocenters within the cycloadduct during aromatization (Figure 2.4). 

 

Table 2.1: HOMO and LUMO energy coefficients for all dienes and dienophiles discussed within 
this review. Calculated using B3-LYP/6-311+G(d,p), ultrafine DFT grid, and tight SCF 
convergence. All characterized as positive definite minima structures by vibrational analyses. 

Diene HOMO (eV) LUMO (eV)  

Furan -6.531 -0.169 

2-Methylfuran -6.168 0.039 

2,5-Dimethylfuran -5.844 0.116 

Butadiene -6.702 -1.198 

Trans,trans-dimethyl muconate -7.623 -3.127 

Isoprene -6.515 -1.091 

Dienophile HOMO (eV) LUMO (eV)  

Ethylene -7.660 -0.295 

Propylene -7.153 0.029 

1-Butene -7.154 -0.085 

Maleic anhydride -8.597 -3.591 

Acrylic acid -8.068 -1.927 
 

 

 

Figure 2.5: Suprafacial interaction of Diels-Alder addends via endo (A) and exo (B) modes of 
molecular approach. 

 

exo endo 
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2.3.2 Role of acid catalysts for Diels-Alder reactions 

 As critical as catalysts are to enhance Diels-Alder reactions, it was not until the early 1940s 

that catalyzed Diels-Alder reactions were reported Ð over a decade after Diels and Alder first 

published their work.62 Initially, homogeneous Br¿nsted acids (proton donors) were used to 

catalyze these cycloadditions.63 However, it was shown in the early 1960s that homogeneous 

Lewis acid salts (electron pair acceptors) act as extremely effective catalysts that promote Diels-

Alder reactions, even in mild reaction conditions.64 Since the first records of acid-catalyzed Diels-

Alder reactions, research into the use of Br¿nsted acids, Lewis acids, and tandem Br¿nsted-Lewis 

acids for these reactions has flourished. Increased efforts have focused on heterogeneous catalysts 

to improve recyclability and separations, and to enable continuous processing. However, the ability 

of homogeneous catalysts to exhibit high activity and extensive molecular modifiability has 

elicited in-depth studies into the catalytic principles that govern Diels-Alder reactions.  

The enhancement of Diels-Alder reactions by acid catalysts is frequently described in terms of 

frontier molecular orbital (FMO) theory.65Ð67 When an acid catalyst is present, it can drastically 

decrease the HOMO-LUMO energy gap through coordination with sites of high electron density. 

In NED reactions, this corresponds to coordination of the acid with the dienophile (Figure 2.6.C), 

withdrawing electron density, and reducing the LUMOdienophile. The resulting decreased energy 

separation between the HOMOdiene and the LUMOdienophile enhances the susceptibility to 

nucleophilic attack by the $-electrons of the diene.65,68 Likewise, in IED reactions, an acid catalyst 

will coordinate with an area of high electron density on the diene (Figure 2.6.C). This phenomenon 

can be observed in the NED cycloaddition of dimethylfuran with ethylene, for which it was shown 

that the %EHOMO-LUMO is reduced from 182 kcal mol-1 to 26 kcal mol-1 upon introduction of cationic 

Li.66 Several reports describe similar Diels-Alder reaction enhancement by addition of an acid 
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catalyst.69,70 In both NED and IED reactions, acid coordination enhances existing polarization of 

the molecule, increasing the associated orbital coefficient (Figure 2.6), thus increasing the strength 

of orbital interaction between addends and promoting the reaction.67 

 

 

Figure 2.6: Comparison of uncatalyzed (A, B) and Lewis-acid catalyzed (C, D) transition state 
HOMO orbitals for the NED Diels-Alder reaction of ethylene and 2,4-hexadiene (A, C) and the 
IED Diels-Alder reaction of trans,trans-muconic acid and ethylene (B, D). Catalyst depicted is 
cationic Li.  

 

Because acid catalysts typically enhance the existing reaction pathway (e.g., decrease the 

energy gap between HOMOdiene and LUMOdienophile in NED reactions), it would follow that the 

introduction of an acid catalyst also favors the enhancement of selectivity toward the major regio- 

and stereoisomer products.65 In terms of AlderÕs rule, when small, non-sterically hindered catalysts 

are selected, this typically holds true and the endo product becomes even more strongly favored. 

However, use of bulky, chiral catalysts or those with size-restricted active sites can shift product 

selection toward the exo isomer due to insurmountable steric hindrance upon endo interfacing.61 
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In literature, this has primarily been reported using homogeneous complexes. Moving forward, 

application of the principles governing stereochemical control by homogeneous catalysts to 

exemplary heterogeneous systems can potentially enhance the utility of catalysts designed for 

targeting stereospecific monomers via Diels-Alder chemistry, as discussed below. 

2.3.3 Cooperative acid catalysis 

 To date, the synergy of Br¿nsted and Lewis acids for enhanced acid catalysis is accepted yet 

not fundamentally understood, and remains a topic of debate.71,72 In the 1980s, around the time 

that this synergy was first observed, a suggested mechanism was proposed for the interaction in 

dealuminated zeolites. It was assumed that the interaction involved a partial electron transfer from 

the O-H bond of the Br¿nsted acid to the Lewis acid oxo-aluminum species. It was hypothesized 

that this interaction would increase the Br¿nsted acid site strength by reducing the strength of the 

O-H bond, much like what is observed within superacids. 1H-NMR of a system in which this is 

occurring should illustrate a downfield chemical shift of the proton within the Br¿nsted acid site; 

however, it was later determined that no such shift is observed, indicating that is not the true 

method of interaction.73 A more recent mechanism was proposed wherein no direct interaction 

occurs between the Br¿nsted and Lewis acid sites to invoke synergistic acidity.74Ð76 Rather, it was 

reported that the spatial proximity of intramolecular Br¿nsted and Lewis acid sites affects the 

strength of the Br¿nsted acid by delocalizing the surrounding electron density, which increases the 

length and, thus, decreases the strength of the Br¿nsted acid O-H bond. Because of this interaction, 

the spatial proximity of the Lewis acid site to the Br¿nsted acid site has been shown to have a 

direct correlation with an increase in acid strength of the associated Br¿nsted acid site.74,76 

 In pursuit of exploiting the synergy between Br¿nsted and Lewis acid sites, Òdesigner acidsÓ 

can be synthesized for ideal catalytic behavior by affecting the catalyst-substrate interactions, 
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reaction mechanisms, and/or shape-selectivity of the catalyst system (Figure 2.7).77 These effects 

have been investigated for catalysis of Diels-Alder reactions, for which several types of combined 

acids have been indicated, including: Br¿nsted acid assisted Lewis acids (BLA), Lewis acid 

assisted Lewis acids (LLA), Lewis acid assisted Br¿nsted acids (LBA), and Br¿nsted acid assisted 

Br¿nsted acids (BBA).61 The variety in possible Br¿nsted-Lewis acid site interactions allows for 

further tailored catalysts based on the desired primary acidity. BLA catalysts are specifically of 

interest for applications in targeted aromatics from biomass due to precedence of Lewis-acids as 

notably successful catalysts for Diels-Alder reactions. This effect was illustrated in the Diels-Alder 

reaction of naphthoquinone derivatives and varying dienes using a BLA catalyst, which resulted 

in both rate enhancement and increased stereoselectivity due to modified reactant-catalyst 

interfacing by the acid sites.61  

 

Figure 2.7: Illustrative reaction of Br¿nsted and Lewis acid synergy for production of acrolein 
from glycerol. Reported yield >54% over Al/H-ZSM-5. (Ref 75) 
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2.3.4 Tandem Diels-Alder and aromatization reactions 

 In order to target aromatic monomers, Diels-Alder cycloadditions require subsequent 

aromatization. This is typically accomplished via dehydration or dehydrogenation reactions, 

although reactions such as decarboxylation78Ð80 can be used to impart aromaticity for certain 

cycloadducts. In order to facilitate tandem Diels-Alder and aromatization reactions, 

multifunctional materials capable of catalyzing both reactions can be particularly useful (Figure 

2.8). Tandem reactions over a single catalyst have the potential to increase yield and atom 

efficiency while circumventing the need for separations of functionally complex, reactive, or 

harmful intermediate compounds. Additionally, one-pot reactions may facilitate enhanced yields 

relative to the multi-system alternatives due to lack of isolation and separations between reaction 

steps. For example, the combined Diels-Alder dehydration of 2,5-DMF with ethylene for p-xylene 

production has been reported at net yields of 90%.45 When performed in separate reaction systems, 

the production of p-xylene through a Diels-Alder reaction scheme suffers from low net yields of 

only 30-34% and significant byproduct formation due to the reactive oxanorbornene 

intermediate.81 

 
Figure 2.8: Net yield of p-xylene in the tandem Diels-Alder and dehydration reaction of 2,5-
dimethylfuran and ethylene catalyzed by a series of metal oxides and their zeotypic analogs. Net 
p-xylene yield after 24 h of reaction correlates strongly with increasing acid site density. p-Xylene 
yield reported on a total carbon yield basis. (Ref 45)  
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Regarding dehydration, catalytic mechanisms for Br¿nsted acids, Lewis acids, and metal 

oxides that display Br¿nsted and/or Lewis acid activity have been described in literature. Br¿nsted 

acids are the most well documented catalyst for dehydration reactions, and they may initiate one 

of several mechanistic pathways based on substrate functionality. In the case of bridging ethers, 

such as those in oxanorbornene-type Diels-Alder cycloadducts produced upon addition with 

furanic compounds, the reaction has been reported to proceed through simultaneous protonation 

of the oxygen and cleavage of one ether C-O bond (Figure 2.9A). Subsequently, proton transfer to 

neutralize the resulting carbocation facilitates the formation of one olefin bond within the 

cycloadduct. A second proton abstraction to the cleaved ether oxygen drives water dissociation 

from the cycloadduct, cleaving the remaining ether C-O bond. When the second bond is cleaved, 

an additional olefin bond is formed by proton transfer within the ring, resulting in complete 

aromatization of the cycloadduct.82 Through a similar mechanism, Lewis acids may catalyze 

oxanorbornene dehydration.83 A recent computational study investigated the Lewis acid catalyzed 

dehydration mechanism for the production of p-xylene by Diels-Alder cycloaddition of 2,5-

dimethylfuran (2,5-DMF) with ethylene.66 The major difference between the Br¿nsted acid 

catalyzed mechanism and the Lewis acid catalyzed mechanism was observed to be the mode of 

initial C-O bond cleavage. Rather than directly protonating the C1-C4 bridging oxygen as a 

Br¿nsted acid does, it was hypothesized that Lewis acid sites withdraw electron density from the 

bridging oxygen and facilitate a shift of one C-O bond, relocating the C-O-C bridge to C1 and C2 

of the six-membered ring. Subsequently, there are two proton transfers, as described for the 

Br¿nsted acid-catalyzed mechanism.84 The second proton transfer allows final C-O bond cleavage, 

releasing H2O. Although less frequently reported, acidic metal oxide catalysis of dehydration 

reactions is also feasible.85 The mechanism begins with coordination of oxygen to a metal site 
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within the oxide, in the same manner as Lewis acid catalyzed dehydration. Following coordination, 

the oxygen atoms adjacent to the metal site aid in the necessary two proton transfers. Upon the 

second proton transfer within the ring, water is released from the now-aromatic ring. 

In contrast to dehydration, the most commonly described dehydrogenation mechanisms 

involve platinum group metals (PGMs, Figure 2.9B), although transition metal oxides and acidic 

zeolites have also been reported for catalysis of dehydrogenation reactions. Within metal oxide 

frameworks, it has been suggested that alkane dehydrogenation begins through coordination of an 

alkane carbon with a coordinatively unsaturated metal site.86 Simultaneously, a hydrogen atom is 

transferred from the alkane carbon to an oxygen adjacent to the metal center. A second hydrogen 

transfer from the alkane to the metal center facilitates formation of the alkene, which then desorbs 

from the catalyst surface. At this state, hydrogen atoms from the alkane are coordinated to both 

the metal center and an adjacent oxygen, which then associatively desorb as an H2 molecule, 

regenerating the active catalyst surface. The catalytic mechanism of dehydrogenation over PGM 

surfaces is similar to that over metal oxides. On PGM surfaces, the coordination of an alkane 

carbon to a metal site is followed by hydrogen transfer to a neighboring metal site, rather than to 

an oxygen as observed over metal oxides. Formation of the alkene drives transfer of a second 

hydrogen to another adjacent metal site and desorption of the olefin product. Desorption of 

hydrogen from both metal sites regenerates the active surface while releasing molecular H2. 

Comparatively, the mechanism of dehydrogenation over Br¿nsted acidic hydroxyl groups of 

zeolites is significantly different than that of metal oxides or PGMs and has been proposed to 

proceed through a carbocation-based mechanism.87Ð90 The protonation of an alkane carbon by the 

Br¿nsted acidic hydroxyl group initiates the reaction, forming a penta-coordinated carbocation. 

The carbocation proceeds to coordinate with the zeolitic oxygen, allowing the formation of an 
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alkene bond within the substrate that drives the simultaneous release of molecular H2 from the 

penta-coordinated carbon. After alkene formation and H2 release, the olefin dissociates from the 

catalyst surface, completing the reaction.  

 Due to the ability of several catalytic materials to facilitate dehydration and dehydrogenation, 

multifunctional catalyst materials show promise to facilitate tandem Diels-Alder and aromatization 

reactions. Herein, the potential for zeolitic materials and polyoxometalates (POMs) to address this 

need is discussed, as they are two exemplary, tunable, solid acid catalysts. 

 

 

Figure 2.9: Demonstrative mechanisms for generation of aromaticity in cycloadducts via Br¿nsted 
acid catalyzed dehydration (A) or PGM catalyzed dehydrogenation (B).  

 

2.3.5 Zeolites 

 Developing heterogeneous catalyst systems is of significant interest to promote continuous 

flow reactor operations for Diels-Alder chemistry and facilitate cost-effective industrial processes 

for commodity aromatic production.91 Zeolites are crystalline, porous aluminosilicates that can 

take on over 229 different structural configurations and countless modifications through 

heteroatom framework substitutions (Figure 2.10).92 This allows for tuning of zeolite active 

sites,93Ð95 with several studies demonstrating the enhancement of Diels-Alder reactions using 
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synergistic Br¿nsted-Lewis zeolitic catalysts. Examples include the Br¿nsted-Lewis acid zeolite-

catalyzed cycloaddition of 2,5-DMF with ethylene and subsequent dehydrative aromatization to 

produce p-xylene.96 Similarly, tandem Diels-Alder cycloadditions and dehydrations for toluene 

and benzoic acid production have been performed with dual-acid zeolite catalysts.97,98 In addition 

to their ability to catalyze Diels-Alder reactions, zeolites may promote relevant aromatization 

reactions. The ability of H-Beta zeolite as a dehydration catalyst was described for the tandem 

isomerization-dehydration of biomass-derived gamma-valerolactone (GVL) to furfural.99 

Additionally, the dehydration ability of zeolites for the in situ conversion of ethanol to ethylene 

during Diels-Alder reactions with furans has been described.100 While less investigated, zeolites 

can also catalyze dehydrogenation reactions. A recent publication illustrated the use of Cr/ZSM-5 

for oxidative dehydrogenation of ethane,101 and a well-know 1993 study exemplified the ability of 

ZSM-5 to dehydrogenate methane for benzene production.90 Many literature reports of zeolite-

catalyzed dehydrogenation of partially saturated cyclic structure involve oxidative 

dehydrogenation,102Ð104 though there are reports of non-oxidative dehydrogenation of such species 

by modified zeolites.105Ð107  

 Because of the tunability of zeolites, most in-depth investigations of Br¿nsted-Lewis acid 

synergy to date have been conducted on this class of materials. Br¿nsted acid sites in zeolitic 

materials are a result of bridging hydroxyl groups (Si-OH-Al) and four-coordinate framework Al. 

In contrast, Lewis acid sites are due to extra-framework Al sites or framework Al that is three-

coordinate. Partial dealumination of various zeolites (e.g., Y, ZSM-5, Beta, MOR) results in partial 

release of Al and an increased number of extra-framework Al sites, increasing the Lewis acidity 

of the zeolite. However, the increased acidity of partially dealuminated zeolites is much larger than 

would be expected if only due to increased Lewis acidity. Literature reports identify a synergy 
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between the Br¿nsted acid sites and extra-framework Al Lewis acid sites that is responsible for 

the observed increased catalytic ability.73,76,77,96 It has been repeatedly proposed that the spatial 

proximities of the Br¿nsted acid sites to the Lewis acid sites within zeolitic frameworks strongly 

correlates with increased acidity. In the case of modified dealuminated H-MOR and dealuminated 

H-ZSM-5, 13C-NMR of absorbed acetone, a well-established probe molecule for measuring 

Br¿nsted acid strength, was used to illustrate that Br¿nsted acid strength significantly increased by 

the presence of a proximal Lewis acid site.74,76 Based on the observed acid site interactions, two 

modes of tandem reactivity have been proposed: Lewis-acid catalyzed Diels-Alder and subsequent 

Br¿nsted acid-catalyzed aromatization, or dual Br¿nsted-Lewis acid site-catalyzed Diels-Alder 

and aromatization reactions. To date, it has been hypothesized that the mode of catalysis that 

occurs is highly dependent on the specific catalytic system and reaction scheme.  

 

 

Figure 2.10: Structural depiction of heteroatom-substituted H-ZSM-5, a representative zeolite 
catalyst, shown along the straight channel (A) and zig-zag channel (B).  

 

2.3.6 Heteropolyacids/polyoxometalates 

Similar to zeolites, POMs are highly tunable, discrete molecular catalyst species that can be 

modified to target catalytic activity for Diels-Alder and aromatization reactions. POMs are 
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composed of large metal-oxygen cluster species with a diverse compositional rage and great 

structural variety. Typically, POMs are formed around early transition metals (e.g., W, Mo) in 

their highest oxidation states (Figure 2.11). Under the classification of POMs, heteropolyacids 

(HPAs) are specifically those in which the counterion is a proton. While POMs are based on metal-

oxygen frameworks, they present a well-defined molecular structure rather than a solid crystalline 

expanse like zeolitic materials. Typically, POM molecules contain a central heteroatom 

surrounded by a transition metal-oxygen framework composed of polyhedral units. Unlike zeolites, 

POMs do not have distinct pores. However, the lacunary POMs may be prepared via removal or 

modification of polyhedral units and catalysis may occur within the vacant sites similar to the 

manner in which catalysis occurs in zeolitic pores.108,109 

 POMs are not only bifunctional, but may also be considered tri- or tetra-functional due to the 

presence of oxygen atoms, protons, and metals, providing soft basicity, Br¿nsted acidity, Lewis 

acidity, and redox capabilities.109 POMs can be considered ÒdesignableÓ as well, due to the 

tunability of several aspects of the POM molecule.110 Due to their solubility in polar solvents, most 

POMs are not inherently heterogeneous catalysts. This excludes some salts of POMs, such as 

cesium salts, which are insoluble and can be employed as heterogeneous catalysts without a 

support.111 Or, POMs can be effectively supported over several high surface area materials.112 

 To date, POMs are primarily utilized catalytically in an unmodified, Br¿nsted acid-dominant 

state113 (i.e., the native acid sites have not been altered to achieve targeted Br¿nsted acid/Lewis 

acid ratios for enhanced activity). Although minor Lewis acid character does exist within POMs 

in their native state, transition metal-substituted heteroatoms can impart greater Lewis acidity.71 

Based upon the known utility of Lewis acids for Diels-Alder cycloadditions, it is expected that 

increased Lewis acidity will promote these reactions further, while the retained Br¿nsted acidity 
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will promote aromatization reactions. However, the use of POMs that have been modified in this 

manner has not yet been studied extensively for Diels-Alder purposes. Additionally, although 

headway has been made in the elucidation of the mechanism of cooperative catalysis amongst 

zeolitic species, no analogous explanation has been proposed for POMs to date.  

 

 

Figure 2.11: Structural depiction of silcotungstic acid, in its polyanion isomer (A), viewed along a 
symmetry plane (B), crystallographic space-filling model (C), and the u-B3LYP/Def2-SVP 
calculated molecular electrostatic potential mapped to the total electron density surface of 
isosurface value 0.1 (D). 

 

Like zeolitic materials, research efforts have illustrated the capacity of POMs as catalysts for 

Diels-Alder reactions, which is significant for the reactions discussed throughout this 

review.112,114,115 For example, it was recently illustrated that silicotungstic acid, a Keggin-type 

HPA, effectively catalyzes the Diels-Alder cycloaddition of trans,trans-diethyl muconate with 

ethylene.114 POMs have been also been utilized for aromatization reactions that would be 
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necessary following cycloaddition. The dehydration of bio-ethanol to ethylene was completed in 

high conversion and selectivity by montmorillonite-supported dodecatungstophosphoric acid.116 

Additionally, metal organic framework (MOF) encapsulated phosphotungstic acid was shown to 

effectively catalyze the dehydration of fructose and glucose to 5-hydroxymethyl furfural (5-

HMF).117 Furthermore, POMs can be effective for dehydrogenation reactions, although they are 

less frequently utilized.112 Their capacity for oxidative-dehydrogenation is well studied, while non-

oxidative dehydrogenations are reported less often. However, POM frameworks are capable of 

possessing Lewis acidity, Br¿nsted acidity, bridged metal-oxygen sites, and can support platinum 

group metals. Making use of this tunability has been successful for promoting the dehydrogenation 

of cyclohexanol by vanadium-substituted Wells-Dawson type POMs.118 As evidenced, the 

modifiability of POMs allows for multifunctionality that may be utilized for tandem Diels-Alder 

and aromatization reactions. 

2.3.7 Insight from computational chemistry 

The strengths of theoretical methods include the ability to evaluate elusive characteristics such 

as transition state structures, direct comparisons of concerted versus stepwise mechanisms, and the 

origins of stereoselectivity (Figure 2.12). Early computational approaches supported that bond 

formation in the cycloaddition of butadiene and ethylene adopts a concerted mechanism,51 whereas 

a stepwise mechanism has been also implicated for diverse addend pairs.53 With numerous 

exceptions arising, the discussion regarding mechanism has been frequently revisited. In all of 

these investigations, probable mechanisms are supported by electronic structure calculations 

yielding the relative stabilities of the transition state geometries, and by evaluating energetic 

differences of various electronic configurations. For example, a concerted mechanism of singlet 

state reactants remains a singlet ground state throughout the reaction pathway, in contrast to a 
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stepwise mechanism, which may involve a paired-electron transition state towards each bond 

formation or may potentially feature a more stable biradical intermediate. Pairing the transition 

state predictions to the free energies of the addends and cycloadducts as well as interaction energies 

to bring together the reaction complex, a full reaction profile may be constructed to identify rate-

limiting steps and rationalize more effective addend pairs or catalysts. From this insight, reaction 

parameter adjustments that will better stabilize the transition state of the rate-limiting step may be 

clearly targeted. 

 

 

Figure 2.12: Common strategies for computational investigation of Diels-Alder reactivity through 
impacts on frontier orbitals due to addends or catalyst interactions (A), substituents or catalyst 
stabilization of the transition state structures (B), and free energy profiles for catalyst and addend 
association, transition and product formation (C). 
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theoretical discrepancies, new correlative approaches including the calculation of reactive 

molecular orbitals,120 and TS distortion energy models have been recently developed.121Ð123 For 

cases involving IED mechanisms or cycloalkenes, these models achieved more reliable 

correlations to activation energies and experimental observations than FMO theory alone. 

2.3.8 In silico catalyst design 

In addition to calculating the reactivity of uncatalyzed Diels-Alder adducts, in silico screening 

can efficiently compare a suite of catalysts, towards the reduction of time and costs of reaction 

optimization. Computational prediction and design of small catalysts, including organocatalysts 

and organometallic catalysts, has gained considerable momentum in many research communities, 

particularly as modern advances in DFT and supercomputing resources have made it tractable to 

model larger inorganic catalyst-reactant complexes.124Ð126 Instead of exclusively relying on 

synthetic experiments, calculations of the free energies and orbitals through various catalyzed 

reaction steps has the potential to quickly and inexpensively determine what substituents or 

interactions are necessary for effective catalysis and provide rational design guidelines. 

Hypothesized modifications of addend or catalyst moieties may also be screened computationally 

by comparing these variations in a resolved transition structure serving as a template; this 

effectively enables the screening of ligands and substituents to evolve more effective catalysts.  

 Among the accumulating successes in rational catalyst design, several studies have 

demonstrated the power of computational prediction for cycloadditions. The computational design 

of a rhodium catalyst, for example, was experimentally confirmed to facilitate a multicomponent 

[5+2+1] cycloaddition to a cyclooctenone product.127 Also successful were exemplary models of 

oxazaborolidine catalysts, which clarified the strong experimentally-observed stereospecificity 

with a robust DFT mechanistic evaluation on five dienophiles.128,129 In a third example, a rhodium 
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catalyst was computationally explored to reveal the basis of high para-selectivity of cycloaddition 

with alkynes, and how an additional coordination of the alkyne with rhodiumÑrelative to the 

catalyst interaction with alkenesÑresults in a higher reaction rate.130  

 Recent works have initiated models of Lewis-acid catalyzed Diels-Alder reactions, in which 

cations of Li, Na, K, Rb, and Cs served as the catalytic acids coordinating to either 2,5-DMF or 

ethylene.66 These computational works have greatly contributed towards the understanding of 

Lewis acid-catalyzed upgrading of biomass-derived 2,5-DMF. Furthermore, these studies have 

initiated a wave of new efforts to computationally evaluate and clarify reactivity and properties of 

zeolite catalysts specifically for cycloaddition chemistry. 

 Esteemed for high variability and tunability, zeolites have gained broad interest as 

multipurpose catalytic scaffolds for a diverse spectrum of chemical transformations, particularly 

where interest lies in heterogeneous catalytic approaches amenable to efficient industrial processes. 

More recently, the utilization of zeolites for Diels-Alder catalysis has been the target of 

computational works with both free Lewis acid cations66 as well as Lewis acids that are explicitly 

confined within a zeolite framework.96,131 The latter works often apply quantum 

mechanics/molecular mechanics (QM/MM) calculations to take into account the surrounding 

zeolite structure, and to examine the effects of steric constraints on the reaction when it occurs 

within the zeolite pores. In these models, the confinement effects as well as charge transfer were 

found to play key roles in achieving enhanced efficacy of the cycloaddition as well as the 

subsequent dehydration reaction. Other studies employing QM/MM strategies support these 

findings of reduced activation energies for cycloadditions confined within alkali-exchanged 

zeolites.132,133 Interestingly, when considering tandem Diels-Alder and dehydration reactions, the 

rate-limiting step was found to be dependent upon the acid site concentration within the zeolite, 
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with the cycloaddition as the limiting step for low acid site concentration within the zeolite.25 

Further mechanistic insight suggests that the zeolite framework alters the Lewis acid cationÕs 

capacity to withdraw electron density from 2,5-DMF, resulting in a nearly electronically-neutral 

bidirectional electron flow, as opposed to either a NED or IED mechanism.25 Long-range 

electrostatic interactions were, however, not considered in these models, which would be important 

to address in future works to achieve quantitative binding enthalpies. 

 Computational models have also recently advanced for another attractively malleable catalytic 

scaffold, polyoxometalates, which possess highly versatile acid sites and redox chemistry 

capabilites.109 POMs and their conjugate heteropolyacids may undergo single-site modifications 

and isomerizations that alter their catalytic activity substantially, demonstrating their adaptability, 

which has rendered them useful to catalyzing an impressive range of chemical transformations. 

Again benefitting from advances in DFT calculations, the use of theoretical models to study POMs 

has bloomed just since the turn of the century.134 Although the computational evaluation of POMs 

is steadily gaining momentum, no computational works have been published to date on the 

application of POM catalysts in cycloaddition chemistry to the best of our knowledge. However, 

the path forward with POM adaptation looks promising, as with the zeolite frameworks, to tailor 

these highly tunable catalysts for heterogeneous Diels-Alder reactivity. 

2.4 Direct replacement aromatics 

The conversion of petroleum to aromatic monomers has been developed over decades to 

become highly efficient and cost-effective. Petroleum-derived hydrocarbon aromatic monomers 

(e.g., BTX) are recovered from crude oil refining, while oxygenated aromatics (e.g., benzoic acid, 

phthalic acid, terephthalic acid) are produced from the successive addition of oxygen to BTX 

fractions.135 In contrast, the production of hydrocarbon aromatic monomers from lignocellulosic 



36 

biomass requires extensive deoxygenation, as biomass has an inherently high oxygen content 

ranging from 30-40% by mass.136,137 This allows for potentially higher atom efficiencies when 

targeting oxygenated aromatics if oxygen can be retained during conversion.137 Recent life cycle 

assessments of biobased compounds have indicated that, with proper feedstock selection and 

improved processing, the production of many compounds can require less energy and exhibit cost 

competitiveness when compared to the analogous petroleum-based processes. For example, 

butanediol production has an estimated 83% greenhouse gas emission and 46% reduction in 

nonrenewable energy use.138 Several of these routes, however, require improvement to be viable. 

Largely, feedstock cost is the driving factor that impacts final product cost, making yield from 

each unit process critical. For example, a techno-economic analysis of trans-3-hexenedioic acid 

production from biomass illustrated that a 1% change in the fermentation yield of the intermediate 

compound, muconic acid, results in 1% a change in the overall market price.139 In general, the 

competitiveness of biomass-derived commodity aromatics via Diels-Alder chemistry will 

ultimately be dictated by the efficient production of addends and their subsequent conversion to 

cycloadducts.  

 Numerous routes have been investigated for the production of Diels-Alder addends from 

biomass (see Figure 2.13 and Figure 2.14), including (1) chemocatalytic processing, (2) biological 

processing, and (3) hybrid processing. Chemocatalytic processing typically relies on homogeneous 

or heterogeneous inorganic catalysts and has primarily focused on the high-yield production of 

furans and their derivatives. Conversely, biological transformations can support a wide diversity 

of products with incredibly varied functionalities. Lastly, linking chemical and biological 

transformations via hybrid processing has been shown to greatly augment the number of Diels-

Alder addends accessible from biomass. Illustrative examples of the methods for producing 
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biomass-derived intermediates and commodity aromatic compounds by these routes are provided 

below. 

2.4.1 Toluene  

In 2015, global toluene consumption was estimated at over 23 million metric tons, with 

expected growth to 28 million metric tons by 2020.140 The applications of toluene are diverse, 

including use in paints, glues, printing ink, adhesives, cosmetics, and as an industrial solvent. 

Traditionally, toluene is isolated from petroleum reformate using a liquid-liquid extraction process. 

This process first involves the simultaneous extraction of all aromatics present in the mixture while 

displacing non-aromatics. An extraction column is utilized for this process, in which a selected 

solvent is introduced at the top of the column and the mixture is injected into the middle of the 

column. The non-aromatics leave at the upper end of the column and the solvent, now containing 

the aromatics, is removed at the bottom of the column. Subsequent isolation by steam stripping of 

distillation results in toluene yields of up to 98.5%.135 

Diels-Alder production of biobased toluene. Through Diels-Alder cycloaddition and 

dehydration, toluene can be produced renewably from 2-methylfuran (2-MF) and ethylene, or 

furan and propylene (Figure 2.15). In 2015, the global production of biomass-derived furfural was 

over 440,000 metric tonnes, with projected growth to nearly 550,000 metric tonnes by 2020.141 

For batch reactions of 2-MF with 30 bar ethylene over alkali-exchanged Y zeolites in the presence 

of a Lewis acid salt, yields up to 70% have been reported using a reaction temperature of 250¡C 

for 8-24 h.98 The same reaction performed between 200-275¡C with 14 bar ethylene using BEA 

zeolites without the presence of Lewis acids has been reported at a net yield of only 46% due to 

side production formation,142 underscoring the importance of multifunctional catalyst systems. The 

tandem cycloaddition-dehydration of furan and propylene for toluene production has also been 
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reported using zeolite catalysts, namely unmodified ZSM-5, with reported net yields of over 20% 

under atmospheric pressure with harsh temperatures of 400-650¡C in continuous flow reactions.143 

While incorporation of Lewis acids in this reaction may increase yield due to mitigation of side 

product formation, no reports of dual Br¿nsted-Lewis acid systems have been reported. 

 

Figure 2.13: Illustrative examples of production routes for common dienes from biomass or 
biomass-derived starting materials.  
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Figure 2.14: Illustrative examples of production routes for common dienophiles from biomass-
derived starting materials.  
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Br¿nsted acid catalysts.145 Hydrogenation of furfural to 2-MF, a process that has been known since 

the 1940s, has been achieved at yields upwards of 90% using a variety of catalytic materials 

including copper chromite, bifunctional Ru/RuOx/C, and modified zeolites.146,147 Through an 

alternative decarbonylation route, furfural can be converted to furan in high yield, such as in the 

use of K-doped Pd/Al2O3 catalyst to achieve yields of over 99%.148 

 

 

Figure 2.15: Diels-Alder cycloaddition and subsequent dehydrative aromatization of biomass-
derived addends for production of toluene.  
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ethylene. Current technologies can achieve bioethanol yields upwards of 90% theoretical.23,153,154 

Subsequent catalytic dehydration of bioethanol to yield ethylene in yields of up to 99% have been 

reported.155 In addition, direct biological production of ethylene has been described using an 

ethylene-forming enzyme.156,157 

2.4.2 Para-xylene 

In 2015, the global consumption of mixed xylenes (o-xylene, m-xylene, and p-xylene) was 

reported to be over 52 million metric tons with forecasted growth to over 65 million metric tons in 

2020.158 Of the reported global consumption of xylenes in 2015, nearly 37 million metric tons was 

attributed to p-xylene, exclusively.158 p-Xylene is primarily used as a raw material for terephthalic 

acid production via oxidation, and is subsequently polymerized with ethylene glycol to produce 

PET. The demand for p-xylene has increased as the commercial use of PET has surged, primarily 

in the bottling industry. Petroleum-derived p-xylene is purified from petroleum reformate, which 

is made up of approximately 20% mixed xylenes. In order to isolate p-xylene, a first-stage 

separation from non-aromatic species followed by isolation via crystallization is utilized. The 

mixed fraction that results from the initial stage of separations contains all three xylene isomers as 

well as ethylbenzene.159 Due to similar boiling points, m-xylene and p-xylene (boiling points of 

139.1¡C and 138.3¡C, respectively) are the most difficult components of this mixture to isolate. A 

fractional distillation for these two compounds would require over 800 theoretical plates and is not 

economically reasonable. Therefore, separation by freezing is utilized as an alternative means of 

separation.160 The separation of all four components (xylene isomers and ethylbenzene) in this 

mixture first involves removal of o-xylene and ethylbenzene by conventional fractional distillation 

based upon these speciesÕ distinctly higher and lower boiling points (144.4¡C and 136.2¡C, 

respectively). The m-/p-xylene mixture is then cooled slowly to between -20¡C and -75¡C. p-
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Xylene crystallizes first and is removed from the system. Through a series of re-melting and 

freezing, p-xylene with up to 99.5% purity may be obtained. The m-xylene fraction typically has 

lower purity, is isomerized to p-xylene, and undergoes a second round of crystallization to isolate 

as much p-xylene as possible from the initial reformate fraction.135 

 Diels-Alder production of biobased p-xylene. The cycloaddition of 2,5-DMF with ethylene 

and subsequent dehydration is a well-developed Diels-Alder route of p-xylene production (Figure 

2.16). While separate Diels-Alder cycloaddition and dehydration reactions have been reported, the 

Diels-Alder reaction typically suffers low selectivity due to reactivity of the intermediate leading 

to non-target by-product formation. However, using Lewis acid-modified zeolites for the tandem 

Diels-Alder dehydration reaction circumvents isolation of the reactive intermediate, facilitating 

higher yields. Several research groups have illustrated this, using modified BEA zeolites to achieve 

p-xylene yields between 90-97%.42,45,97 The highest net yield of 97% was achieved using 

phosphorous-modified zeolite BEA in batch reactions at 250¡C under 62 bar ethylene. 

 

 

Figure 2.16: Diels-Alder cycloaddition and subsequent dehydrative aromatization of biomass-
derived addends for production of p-xylene. 
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 Chemocatalytic production of addends. The production of 2,5-DMF from biomass first 

requires the dehydration of biomass-derived C6 carbohydrates to 5-HMF, followed by 

hydrogenolysis to 2,5-DMF. A net 2,5-DMF yield of 72% in a continuous reaction system using 

aqueous fructose as the starting material was recently reported.161 In this reaction scheme, mineral 

acids (e.g., HCl) catalyzed dehydration to 5-HMF and CuRu/C catalysts facilitated hydrogenolysis. 

Furthermore, a recent report identified a method for producing 5-HMF at a yield of 79% from raw 

lignocellulosic biomass using a dilute NaOH pretreatment of the biomass, followed by conversion 

to 5-HMF using a chromium chloride catalyst.162 Likewise, other reports have identified catalytic 

methods of converting raw biomass to 5-HMF with similar yields.163,164 Isolated 5-HMF can then 

be chemocatalytically converted to 2,5-DMF in desirable yield, as shown with a PdAu/C, HCl 

catalyst system to achieve 2,5-DMF yields of 99%.165 

 Hybrid production of addends. As described previously, ethylene can be produced through a 

hybrid pathway that first involves fermentation of biomass to produce ethanol, followed by 

catalytic dehydrogenation of ethanol to ethylene.  

2.4.3 Ethylbenzene 

Nearly all ethylbenzene is utilized for production of the large-market commodity monomer, 

styrene. Because of this in-demand application, the global consumption of ethylbenzene was over 

29 million metric tons in 2014, with anticipated growth to 32 million metric tons by 2019.166 

Styrene is used in a wide variety of polymeric materials, such as polystyrene, acrylonitrile-

butadiene-styrene (ABS), and fiberglass reinforced plastics.167 While ethylbenzene can be directly 

isolated from petroleum reformate in the same manner as toluene, most ethylbenzene used 

commercial is manufactured by the alkylation of benzene.159 Benzene can be isolated from 

petroleum reformate or pyrolyzate using liquid-liquid extraction in yields of up 99.9%. 
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Subsequently, it is alkylated to ethylbenzene using either liquid phase ethylation with Friedel-

Crafts catalysts, or gas-phase ethylation catalyzed by supported H3PO4 or aluminum silicates.135  

 Diels-Alder production of biobased ethylbenzene. Ethylbenzene can be produced through 

Diels-Alder addition using a series of different dienes and dienophiles, which may be (1) 1,3-

butadiene only, through Diels-Alder dimerization and subsequent dehydrogenation, (2) 1,3-

butadiene and 1-butene with subsequent dehydrogenation, or (3) furan and 1-butene with 

subsequent dehydration (Figure 2.17). Route (1) has been illustrated using an open-framework 

nickel-phosphate for the production of ethylbenzene at low conversion with over 80% selectivity 

in a continuous flow reactor at atmospheric pressure and an operating temperature of 400¡C.168 To 

our knowledge, routes (2) and (3) have not been successfully reported in the peer-reviewed 

literature. 

 Chemocatalytic production of addends. As described previously, furfural, a dehydrogenation 

product from pentoses, can undergo decarbonylation to furan over K-doped Pd/Al2O3 in reported 

yields over 99%.148 1-butene can be produced through the tandem dehydration/hydrogenation of 

glucose to &-valerolactone (GVL, 48% yield) followed by decarboxylation, which has been 

accomplished with yields >98%.169,170 1,3-butadiene has been produced from ethanol over 

bifunctional mixed metal oxides in a pathway that involves the conversion of ethanol to 

acetaldehyde to acetaldol to crotonaldehyde and 3-hydroxybutanol to 1,3-butadiene. Using MgO-

SiO2, net 1,3-butadiene yields of 87% have been reported.171 

Hybrid production of addends. Using engineered microorganisms, 1,3-butadiene can be 

synthesized through fermentation to produce 1,4-BDO and 2,3-BDO, followed by dehydration to 

1,3-butadiene. A strain of Escherichia coli has been reported to produce 1,4-BDO at titers of >125 

g L-1, rates >3.5 g L-1 h-1, and with biomass-derived hydrolyzate sugars.172,173 Similarly, Serratia 
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marcescens and Klebsiella pneumoniae have been reported to achieve 2,3-BDO titers of over 150 

g L-1 at rates of up to 4.2 g L-1 h-1 with glucose and sucrose feedstocks, respectively.174,175 

1,3-butadiene may be produced from either 1,4-BDO or 2,3-BDO through full dehydration, 

although more extensive studies have been reported for 2,3-BDO dehydrations, with reports of up 

to 88% 1,3-butadiene yield via dehydration over Sc2O3.176 

 

 

Figure 2.17: Diels-Alder cycloaddition and subsequent dehydrogenative or dehydrative 
aromatization of biomass-derived addends for production of ethylbenzene.  
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liquid-liquid extraction. Following the isolation of toluene, a liquid-phase air oxidation to benzoic 

acid takes place, typically with the assistance of a cobalt or manganese-based catalyst.135  

 Diels-Alder production of biobased benzoic acid. Bio-derived furan can undergo Diels-Alder 

cycloaddition with bio-acrylic acid or methyl acrylate followed by dehydration for production of 

benzoic acid or methyl benzoate (Figure 2.18). The Diels-Alder reaction of furan with acrylic acid 

catalyzed by Lewis acid-modified Beta zeolites was reported at 51% cycloadduct yield with the 

subsequent dehydrative aromatization reaching benzoic acid yields of 43% when catalyzed by 

methanesulfonic acid. In contrast, the Diels-Alder cycloaddition of furan with methyl acrylate was 

reported with a yield of only 25%, but the yield of the subsequent dehydration was 96% using the 

same catalytic system as in the reaction of furan with acrylic acid. Both reactions were performed 

at low temperatures (25-60¡C) and ambient pressure under a nitrogen atmosphere.179 In a 

computational study of this system, the zeotypic Lewis acids were shown to decrease the activation 

barrier for the Diels-Alder addition of furan with methyl acrylate from over 18 kcal/mol to ca. 2 

kcal/mol.180 

 Chemocatalytic production of addends. For use in this reaction pathway, furan can be 

produced from biomass through the decarbonylation of furfural, as described previously. The 

chemocatalytic route of acrylic acid production from lignocellulosic biomass first involves 

conversion of cellulose to lactic acid, which was reported in yields up to 68% using a lead-based 

catalyst.181 Lactic acid can undergo dehydration to acrylic acid over a base treated ZSM-5 catalyst 

to achieve 75% yield of acrylic acid.182 An alternative chemocatalytic route of acrylic acid 

production involves the oxidation of glycerol. This pathway was recently reported using 

vanadium-substituted cesium salts of Keggin-type HPAs to achieve acrylic acid yields of up to 

60%.183  
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 Hybrid production of addends. Acrylic acid can also be produced from the fermentation of 

glucose to lactic acid by Bacillus subtilis in titers of up to 183 g/L.184 Lactic acid is then dehydrated 

to acrylic acid over ZSM-5 as described above. Similarly, acrylic acid can be produced from the 

dehydration of 3-hydropropionic acid, the latter which has been extensively pursued by using 

engineered microorganisms with sugar feedstocks.185 

 

 

Figure 2.18: Diels-Alder cycloaddition and subsequent dehydrative aromatization of biomass-
derived addends for production of benzoic acid. 
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modes of commercial-scale o-xylene oxidation to phthalic anhydride: gas-phase or liquid-phase 

oxidation. However, the gas-phase oxidation with V2O5 based catalysts is the leading process and 

can achieve selectivity of up to 78%. Post-oxidation distillation results in nearly 100% pure 

phthalic anhydride.135  

 Diels-Alder production of biobased phthalic anhydride. Phthalic anhydride has been produced 

through the Diels-Alder cycloaddition of furan and maleic anhydride (Figure 2.19), with reported 

cycloadduct yields of 96% after 4 h of reaction at room temperature and solvent free conditions, 

followed by dehydration in methanesulfonic acid at 80¡C for 4 h to achieve 80% net yield of 

phthalic anhydride.82 

 

 

Figure 2.19: Diels-Alder cycloaddition and subsequent dehydrative aromatization of biomass-
derived addends for production of phthalic anhydride.  
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anhydride can be prepared via oxidation of biomass-derived levulinic acid using catalysts such as 

vanadia-alumina. Levulinic acid can be produced through decomposition of lignocellulosic sugars 

or bagasse, using mineral acid catalysts at reported yields of over 80%.145,188  

2.4.6 Terephthalic acid 

Terephthalic acid (TPA) and dimethyl terephthalate (DMTPA) are chiefly utilized for the 

production of polyethylene terephthalate (PET), which has experienced large market growth over 

the past years due to the large demand in the bottling industry. Combined, the global consumption 

of TPA and DMTPA in 2013 was over 50 million metric tons, and is projected to grow to nearly 

67 million metric tons by 2018.189 Industrially, TPA and DMTPA are produced by the Witten 

process, which begins with p-xylene, extracted and isolated as described previously. p-Xylene then 

undergoes a two-stage liquid-phase oxidation, leading to a recovery of 88-90% of the theoretical 

yield.135 

 Diels-Alder production of biobased terephthalic acid. Of the existing routes for the production 

of biomass-derived TPA/DMTPA using Diels-Alder reactions, one route involves Diels-Alder 

addition and aromatization to produce p-xylene, followed by two-step oxidations to yield TPA. By 

first synthesizing p-xylene from biomass, thus necessitating a subsequent oxidation, the 

opportunity for an oxygen-retaining Diels-Alder process is lost. In contrast, the Diels-Alder 

reaction of bio-derived trans,trans-dimethyl muconate or oxidized variants of 5-HMF with 

ethylene to produce TPA/DMTPA utilizes oxygen retained in the addends (Figure 2.20).43,114 

Recently, nearly 100% yield of the cycloadduct from the Diels-Alder addition of 

trans,trans-diethyl muconate and ethylene was reported using silicotungstate as the catalyst under 

reaction conditions of 200¡C, 30 bar ethylene, and reaction length of 4-6 h.114 Overall yields to 



50 

diethyl terephthalate of 80% were reported after palladium-catalyzed dehydrogenation of the 

cycloadduct under 1 bar of nitrogen at 200¡C for 6 h.  

Similarly, the synthesis of TPA and DMTPA using partially oxidized variants of 5-HMF as 

the diene for Diels-Alder addition with ethylene has been proposed in literature.43 The partial 

oxidation product of 5-HMF, 5-(hydroxymethyl)furoic acid (HMFA), and the methyl ester 

derivatives can be produced at near quantitative yield from 5-HMF. Subsequently, the reactions 

with ethylene were performed in batch at 190¡C and 37 bar using Sn-Beta zeolite catalyst. 

Cycloadduct yield of 19% was reported for the Diels-Alder reaction with HMFA and ethylene. 

Similarly, cycloadduct yield of 24% was reported for the addition of the methyl derivative of 

HMFA and ethylene. While direct dehydration of these Diels-Alder products has not yet been 

demonstrated, the resulting aromatic product is not terephthalic acid or dimethyl terephthalate, but 

rather a very similarly structured compound. A second, post Diels-Alder oxidation prior to 

dehydrative aromatization is necessary for targeting terephthalic acid/ester as the final product, 

though this reaction scheme was not reported.  

Another alternate route for terephthalic acid production involves the Diels-Alder 

cycloaddition of isoprene and acrylic acid, followed by dehydrogenative aromatization and 

oxidation.190 The Diels-Alder reaction of isoprene with acrylic acid was reported at yields of up to 

94% under solvent-free conditions using TiCl4 at room temperature and 1 bar Ar after 24 h of 

reaction. Subsequently, Pd/C catalyzed aromatization via distillation of the cycloadduct at 240¡C 

and 0.11 bar Ar afforded 77% yield of p-toluic acid. Finally, oxidation using Co(OAc)2/Mn(OAc)2 

in acetic acid under 1 atm O2 at 100¡C afforded up to 94% yield of terephthalic acid. 

Chemocatalytic production of addends. Utilizing oxidized variants of 5-HMF as the diene 

allows for a strictly chemocatalytic route, in which 5-HMF is first oxidized to a series of products 
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that undergo Diels-Alder reactions with ethylene and a second oxygenation for production of 

terephthalic acid or dimethyl terephthalate. Yields of up to 24% have been reported for the Diels-

Alder additions with subsequent dehydration of oxygenated variants of HMF with ethylene using 

Sn-Beta catalyst.43 Yields for the oxidation to TPA or DMTPA have not been reported. As 

described for p-xylene production, 5-HMF may be directly produced from biomass using 

chromium chloride-based catalysts. 5-HMF may then be partially oxidized over gold nanoparticles 

(NPs) to produce HMFA and ester derivatives of HMFA in nearly quantitative yields.191  

 

 

Figure 2.20: Cycloaddition and subsequent dehydrogenative aromatization of biomass-derived 
addends in two representative routes of Diels-Alder based terephthalic acid production.  

 

 Hybrid production of addends. cis,cis-Muconic acid can be produced through biological 

transformation of lignocellulosic biomass components (both sugars and lignin-derived aromatics) 

in titers of over 44 g L-1.192Ð194 In order to be functional in Diels-Alder cycloadditions, 

isomerization to trans,trans-muconic acid is necessary, and can be completed in over 80% yield 

using a molecular iodine catalyst.195 After isomerization, trans,trans-muconic acid may be directly 
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utilized in the Diels-Alder reaction with ethylene, or it can be esterified. The esterification to 

trans,trans-dimethyl muconate has been reported in 92% yield when catalyzed by sulfuric acid. 

Similarly, the esterification to trans,trans-diethyl muconate has been reported at >92% yield using 

sulfuric acid.114 

2.4.7 Considerations with biomass feedstocks 

 As the catalytic routes for biomass valorization via Diels-Alder reactions advance, the 

challenge of utilizing complex lignocellulosic feedstocks will become increasingly important. The 

production of Diels-Alder addends from biomass can introduce a variety of challenges, including 

the carryover of non-target organics and inorganic contaminants that result from biomass 

feedstocks or during deconstruction and conversion steps. This introduces demand for not only 

highly active and selective catalysts, but also for robust and stable catalyst materials.196 Further, 

sufficient chemical purity is required for aromatic monomers used in commercial applications, 

necessitating the integration of separation methods to reduce energy requirements, materials, and 

cost. From a systems level perspective, early stage techno-economic and life cycle analysis can 

help guide the integration of unit operations and prioritize Diels-Alder routes for further 

development.197Ð201 Often process economic gains and environmental impacts act in tension with 

one another,202 highlighting the need for early stage systems modeling to inform sustainable 

process design. To ultimately commercialize direct replacement Diels-Alder aromatic monomers, 

companies will need to address the challenge of validating end-use applications, acquiring 

regulatory approval, establishing supply chain networks, and gaining consumer adoption. 

However, growing interest from both consumers and companies for developing biobased products 

with smaller environmental footprints can help provide market incentives for overcoming these 

barriers. 
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2.5 Functional alternatives 

In addition to producing direct replacement commodity aromatics via Diels-Alder chemistry, 

the diversity of Diels-Alder addends that can be derived from biomass offers the potential for 

targeting novel aromatic monomers with unique structural, chemical, and functional properties 

(Figure 2.21).47,203 These unique monomer attributes can potentially lead to functional alternatives 

that exhibit unconventional properties for existing applications or that enable new end-use 

applications, in turn creating new market opportunities for biobased aromatics that would be 

difficult to access with petroleum-derived monomers.  

Biological and chemocatalytic approaches, or a combination thereof, offer an incredible 

number of new routes from lignocellulosic biomass to novel or unexplored Diels-Alder addends. 

Biologically, addends possessing diverse functionalities may be produced via central carbon 

metabolism as well as through secondary metabolic pathways such as fatty acid, isoprenoid, and 

polyketide synthesis.35 While utilizing targeted metabolic diversity as a means to access unique 

Diels-Alder addends is a relatively unexplored area, the ability to identify new addend candidates 

will be accelerated by combining emerging metabolic pathway databases204 with efficient 

computational tools that enable chemical operators to be mapped in a targeted manner.205 

Extending this approach to include reaction networks that widen the scope to hybrid biological 

and chemocatalytic approaches will undoubtedly expand the diversity of Diels-Alder products that 

are accessible from lignocellulosic biomass building blocks. 

With regards to polymer applications, Diels-Alder chemistry can be used to tailor monomer 

composition by a variety of approaches that include: (i) altering the branching of monomer pendant 

functional groups, (ii) introducing monomer molecular asymmetry, and (iii) tailoring monomer 

pendant group chemical speciation. 
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Figure 2.21: Diels-Alder cycloaddition for the production of structurally unique aromatic 
monomers derived from trans,trans-muconic acid. 
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anhydride and muconic acid,195 which results in two carboxylic acid pendant groups and two 

additional carbonyl pendant groups (Figure 2.21, left). 

 While branching in the polymer backbone can influence the rheological processing and 

biodegradability of polymers, asymmetrical monomer structures can facilitate amorphous 

polymers that are well suited for resin and composite applications. Recently, isophthalic acid was 

produced via the Diels-Alder reaction of 2-pyrone-4,6-dicarboxylic acid, a Diels-Alder addend 

derived from aromatic catabolic pathways, with ethylene.208 Isophthalic acid is one of the primary 

components in unsaturated polyesters because it disrupts the order of the polymer melt (when 

compared to terephthalic acid) and promotes high solubility of unsaturated polyesters in styrene. 

Aromatic monomer asymmetry is readily accessible via Diels-Alder chemistry through use of 

asymmetrical addends, as illustrated with the cycloaddition of 1-butene and muconic acid (Figure 

2.21, middle). The extent of disruption can be further tailored through the selective choice of 

addends (e.g., 1-butene or longer chain alkene)209,210 to enable a wide range of monomer 

asymmetries while maintaining the rigidity provided by the main aromatic structural unit. 

Lastly, control of monomer pendant group chemical functionality can influence multiple 

polymer properties such as rigidity, crystallinity, chemical inertness, fire resistance, conductivity, 

gas permeability, and conductivity. Chemical functionality can be achieved with heteroatom 

pendant groups that contain fluorine, phosphorous, bromine, nitrogen, sulfur, or other elements of 

interest. Often, due to their enhanced performance, functionalized polymers can command a much 

higher price compared to less-functionalized commodity plastics (Figure 2.22). Heteroatom 

functionalities have known effects on polymer performance and Diels-Alder chemistry offers a 

highly regioselective manner for the incorporation of heteroatoms into biobased aromatic 

monomers in an effort to target particular performance attributes. For example, the Diels-Alder 
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cycloaddition of acrylonitrile with muconic acid can introduce a nitrile pendant group that may be 

capable of increasing polymer rigidity and solvent barrier properties (Figure 2.21, right). Although 

the utility of such functional groups would need to be further explored, commercial market 

opportunities are likely if biobased Diels-Alder products can achieve performance-differentiating 

attributes in a cost-competitive fashion. 

 

 

Figure 2.22: Price per kilogram as a function of glass transition temperature for commodity plastics, 
high temperature plastics, and resin and composite materials.211,212 

 

While not exhaustive, the functional alternative monomers described above highlight the wide 

degree of chemical control and specificity available via Diels-Alder reactions. In addition, 

although not covered in this review, catalyzed Diels-Alder chemistry affords cycloadduct 

stereochemical control that may enable new chiral materials and innovative end-use 

applications.213 These can include advanced materials, specialty chemicals, agricultural products, 
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and human health products. Moving forward, advances in metabolic engineering and tailored 

chemocatalysis will continue to generate new biobased Diels-Alder addends and cycloadducts that 

provide exciting opportunities for further research. Novel end-use applications can be further 

refined and ideally determine a priori through an improved understanding of structure-function 

relationships gained via computational, high-throughput testing, and informatics approaches.  

2.6 Conclusion 

As discussed in this review, Diels-Alder cycloadditions offer a promising route for the 

production of both commercial direct replacement and functional alternative aromatic monomers. 

With ongoing investigations into the conversion of biomass into Diels-Alder addends and the 

design of multifunctional catalyst materials to enable tandem cycloaddition and aromatization 

reactions, the production of biomass-derived aromatic monomers will continue to become more 

efficient. High-yielding Diels-Alder conversion routes are now transitioning from model 

compounds studies to complex lignocellulosic biomass to avoid competition with food resources 

and lower feedstock costs. Finally, the development of functional alternative aromatic monomers 

via Diels-Alder chemistry may afford new end-use applications that provide market-driven 

incentives to advance biomass conversion technologies. 
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CHAPTER 3:  

IODINE-CATALYZED ISOMERIZATION OF DIMETHYL MUCONATE 

 

This work was originally published in the journal ChemSusChem, a publication of ChemPubSoc 

Europe, DOI: 10.1002/CSSC.201800606.1  

 

Amy E. Settle2,3,4, Laura Berstis2,4, Shuting Zhang4, Nicholas A. Rorrer4, Haiming Hu4, Ryan M. 

Richards3,4,5, Gregg T. Beckham4, Michael F. Crowley4,6, and Derek R. Vardon3,4,6 

 

3.1 Abstract 

cis,cis-Muconic acid is a platform biobased chemical that can be upgraded to drop-in 

commodity and novel monomers. Among the possible drop-in products, dimethyl terephthalate 

can be synthesized via esterification, isomerization, Diels-Alder cycloaddition, and 

dehydrogenation. The isomerization of cis,cis-dimethyl muconate (ccDMM) to the trans,trans-

form (ttDMM) can be catalyzed by iodine; however, studies have yet to address (i) the mechanism 

and reaction barriers unique to DMM, and (ii) the influence of solvent, potential for catalyst recycle, 

and recovery of high-purity ttDMM. To address this gap, we apply a joint computational and 

experimental approach to investigate iodine-catalyzed isomerization of DMM. Density functional 

theory calculations identified unique regiochemical considerations due to the large number of 

                                                
1 Reproduced with permission from ChemSusChem and co-authors. 
2  Primary authors and researchers. A.E.S. contributed all writing and experimental work. L.B. contributed all 
computational work. 
3 Affiliated with Colorado School of Mines, Golden, CO. 
4 Affiliated with National Renewable Energy Laboratory, Golden, CO. 
5 Thesis co-advisors. 
6 Corresponding authors. 
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halogen-diene coordination schemes. Both transition state theory and experiments estimate 

significant barrier reductions with photodissociated iodine. Solvent selection was critical for rapid 

kinetics, likely due to solvent complexation with iodine. Under select conditions, ttDMM yields 

of 95% were achieved in <1 h with methanol, followed by high purity recovery (>98%) with 

crystallization. Lastly, post-reaction iodine can be recovered and recycled with minimal loss of 

activity. Overall, these findings provide new insight into the mechanism and conditions necessary 

for DMM isomerization with iodine to advance the state-of-the-art for biobased chemicals. 

3.2 Introduction 

The development of practical and cost-effective methods to process lignocellulosic biomass is 

of heightened priority to address increasing energy and material needs. Chemicals from biomass 

are an important component of the burgeoning bioeconomy.1Ð5 One such example is cis,cis-

muconic acid (ccMA), a six-carbon, polyunsaturated dicarboxylic acid, which can be produced 

biologically from both sugars and lignin-derived feedstocks.6,7 In the final step of production, 

ccMA is enzymatically produced from catechol via the catechol-1,2-dioxygenase.1 From here, 

ccMA may be (i) used directly as a polymer precursor or isomerized to its trans,trans-form for 

improved material properties,11 (ii) undergo selective reduction to 3-hexenedioic acid, (iii) undergo 

complete chemo-catalytic reduction of the polyunsaturated backbone to adipic acid, or (iv) 

undergo a series of transformations to produce the closely related platform chemicals terephthalic 

acid (TPA) and its methyl ester analog, dimethyl terephthalate (DMT).1,4,8Ð12 Both TPA and DMT 

are oxygenated aromatic compounds that retain the oxygen functionality inherit in ccMA and have 

substantial value within the polymer industry.  

The conversion of bio-derived muconic acid to TPA and DMT offers a promising route for the 

production of polyethylene terephthalate (PET),13,14 a commodity polymer with primary 
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applications in the manufacture of ubiquitous plastic products.15 Industrially, the monomeric 

substituents of PET are ethylene glycol and either DMT, TPA, or bis(hydroxy 2-ethyl) 

terephthalate, although much less commonly. On the commercial scale, DMT and TPA are 

synthesized from petroleum through successive oxidation of para-xylene.16 In 2013, DMT and 

TPA had a combined market size of over 50 million metric tons, which is experiencing steady 

growth and it is expected to reach or exceed 67 million metric tons in 2018.17 Although the current 

market demand for DMT is notably smaller than that of TPA, DMT can easily be converted to 

TPA for uses that require the diacid form.18 TPA is easier to produce from petroleum than DMT 

due to the lack of a necessary esterification step;18 however, when using biobased feedstocks, 

targeting the ester form of the monomer may be advantageous, as discussed below. 

When starting from ccMA to produce bio-DMT, ccMA must undergo: (i) esterification to 

cis,cis-dimethyl muconate (ccDMM), (ii) isomerization to trans,trans-dimethyl muconate 

(ttDMM), (iii) Diels-Alder cycloaddition with ethylene, and (iv) dehydrogenation (Figure 3.1).19 

In this upgrading strategy, the isomerization step presents a particularly significant hurdle, 

primarily due to substantial thermodynamic barriers when uncatalyzed.8,20 Introduction of a 

catalytically active species is necessary to promote isomerization in high yield and at a reasonable 

rate. Experimentally, the isomerization of the diacid, ccMA, and of the methyl ester, ccDMM, has 

been investigated. The isomerization of ccMA to ttMA was recently studied using a solvent-

catalyzed system.21 Through solvent screening, a ttMA yield of up to 55% was achieved in DMSO. 

Similar yields were targeted in aqueous media through addition of lanthanum(III) salts and pH 

control. One major challenge observed when working with the acid form was the reactivity of the 

MA isomers toward self-lactonization to muconolactone or a dilactone species. 
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As an alternative pathway to MA isomerization, earlier work in patent literature described the 

isomerization of ccDMM to cis,trans-dimethyl muconate (ctDMM) and ttDMM, reporting up to 

97% yield of ttDMM using photocatalytic isomerization by iodine.20 Iodine is an environmentally 

friendly, non-toxic, and industrially applicable catalyst due to its low bulk price of $20-100 per 

kg.22 Approximately 16% of global iodine production is utilized for industrial catalytic 

applications, including the production of acetic acid via the Monsanto and Cativa processes.22Ð26 

Furthermore, studies have shown broad applicability of homogeneous iodine catalysis in myriad 

reaction schemes in recent years.27Ð30 To our knowledge, however, there are no in-depth 

investigations into iodine-catalyzed DMM isomerization that address the reaction mechanism, 

energetic barriers, reaction kinetics, solvent effects, or catalyst recyclability. 

 

 

Figure 3.1: Guide to structural nomenclature used within this work (left). Reaction network for the 
conversion of bio-derived cis,cis-muconic acid to dimethyl terephthalate (right), wherein ccMA is 
first esterified with methanol, followed by isomerization to ttDMM, which involves six possible 
DMM conformers and, lastly, ttDMM undergoes Diels-Alder cycloaddition with ethylene and 
dehydrogenation to produce DMT. 

 

Likewise, there have been no computational investigations into the isomerization of ccDMM 

to our knowledge. Several computational works have contributed to the understanding of iodineÕs 

catalytic ability for single alkene isomerization,28Ð31 but for the case of catalyzing the isomerization 
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of a conjugated diene, discussions continue in recent literature regarding general mechanistic 

concepts.32 ,29 A baseline understanding of the mechanism behind iodine catalysis of single alkene 

isomerization has been established, proposing that the reaction is facilitated by interaction of a 

radical iodine atom with one of the olefinic carbons, rehybridizing the carbon from sp2 to sp3 and 

enabling free rotation about the formerly olefinic bond (Figure 3.2a). This mechanism may be 

applicable to diene isomerization, though recent work has highlighted additional complexity of 

catalyzed diene isomerization due to persistent questions regarding regioselectivity, catalyst 

association strength, and energy barriers, among other factors.30  

 

 
Figure 3.2: Alkene isomerization a) with radical iodine, and b) uncatalyzed.  

 

Currently, there is a dearth of mechanistic information for this chemistry, which, if addressed, 

could advance strategies to improve both the isomerization yield and efficiency.33,35 To address 

this knowledge gap, we employ an integrated computational and experimental approach to 

investigate the mechanistic aspects of the iodine-catalyzed isomerization of ccDMM to ctDMM 

and ttDMM. Computationally, isomer stabilities and free energy barriers were evaluated for the 

major species involved in the isomerization mechanism. Experimental efforts were then conducted 

to compare the apparent activation energy for catalyzed isomerization, corroborate calculated 

isomer stability values, and provide insight into process considerations for homogeneous iodine 

catalysis unique to this reaction system. 
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3.3 Results 

3.3.1 Computational analyses 

 The ability for catalytic iodine to associate to any of the four olefinic carbons in the diene 

backbone of DMM introduces regioselectivity considerations not present in single alkene 

isomerization mechanisms, wherein iodine association can only occur on one of two olefinic 

carbons. Previously reported computational investigations have proposed mechanisms for 

isomerization of single alkene bonds, while investigations into diene isomerizations are sparse.31-36 

In the case of single alkene isomerization, the uncatalyzed reactions proceed via rotation about a 

cis olefinic bond through a high-energy diradical transition state (TS), to a singlet trans product 

(Figure 3.2b).39 In contrast, catalysis with an atomic halogen allows maintenance of a doublet state 

throughout the isomerization process and involves the transfer of the unpaired electron to the 

alkene (Figure 3.2a).37 In the case of a diene, such as DMM, iodine can associate to any of the four 

sp2-hybridized olefinic carbons in the backbone of the molecule, as depicted for the symmetric ! -

trans $-cis,cis isomer in Figure 3.3 (see guide to bond conformation nomenclature in Figure 3.1). 

Association to an ( -carbon (C2 or C5) enables rotation about either $-bond, and association to a 

* -carbon (C3 or C4) can facilitate rotation about the adjacent $-bond or the central ! -bond. The 

multiple modes of interaction available to iodine with DMM can elicit large changes in reaction 

energetics, a consideration that is unique to the isomerization of dienes compared to single alkene 

species.  

3.3.2 Isomer energetics and reaction network 

The unique structure of DMM makes for an expansive conformational space; thus, initial 

thermodynamic assessments were performed to reduce the isomer set to only energetically distinct 

species. The three isomers relevant to this reaction, $-ccDMM, $-ctDMM, and $-ttDMM, may 
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each exist in one of two !  conformations, ! -cis or ! -trans, which refers to the orientation of the 

central ! -bond (Figure 3.1). This expands the set to six relevant isomers (Figure 3.4). Specifying 

the dihedral of each methyl ester moiety increases the accessible isomer space to a total of 18 

(Figure B.1 in Appendix A). The potential energy surface of each DMM isomer was characterized 

with density functional theory (DFT) calculations as detailed in the Materials and Methods; three 

sets of torsion angles were considered in this initial evaluation to sufficiently span the ground state 

conformational space, including (i) the two olefin bonds, (ii) central ! -bond, and (iii) the dihedral 

of each methyl ester moiety. Potential stabilizing effects of the methyl ester group orientation were 

also probed, given possible stabilization of the diene $-system upon interactions of the ester $-

bonds, which may differ between diene isomers. This broader assessment of the conformational 

space therefore included all combinations of local-minima for these dihedrals. After the 

optimization of each structure, the relative enthalpies were evaluated with frequency calculations. 

As detailed in the Materials and Methods, all calculations were conducted at the unrestricted M06-

2X/Def2-TZVPP level of theory, including the Def2-TZVPP effective core potentials for iodine. 

Geometries for the DMM species including TSs found for the isomerizations are available in 

Tables S1 and S2. 

The relative thermodynamic stabilities reveal that the methyl ester group dihedrals exhibit only 

minimal impact on the isomer thermodynamics. The orientation of the methyl ester influenced the 

conformer enthalpy differences by less than 2 kcal mol-1, as presented in Figure B.1, which is 

within the error of the theory level employed. Given this negligible energetic influence of the 

methyl ester group conformation, the isomerization space was reduced to the base set of six 

isomers, as illustrated in Figure 3.1. Five proposed pathways could then describe the conversion 

from ! -cis " -ccDMM to ! -cis " -ttDMM, as depicted in Figure 3.4. 
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The calculated relative enthalpies of the six isomers of Figure 3.4 in the gas phase are presented 

in Table 3.1. Values are relative to ! -cis, " -ccDMM, which was set to 0 kcal mol-1. ! -trans, " -

ttDMM is globally the lowest energy species (-9.20 kcal mol-1), with ! -trans, " -ctDMM and ! -cis, 

" -ttDMM as the next most stable isomers (-6.74 and -6.27 kcal mol-1, respectively). Strain in the 

" -ccDMM conformers is visually apparent by the non-planarity of the backbone of the molecule, 

as shown in Figure B.2, and is especially pronounced in ! -cis, " -ccDMM, in which the inter-olefin 

dihedral is highly unfavorable (51.2û). 

 

 

Figure 3.3: Example of iodine regioselectivity through single!iodine. association with a) C2 or C3 
and a stepwise shift in halogen association position in the ctDMM to reach ttDMM. Alternatively, 
b) double!iodine. association with C2/C3 or C4/C5 in a non!productive mode, or c) with C2/C4 or 
C3/C5 in a productive mode for concerted rotations. 
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Figure 3.4: Effective isomerization space of DMM isomers and potential reaction pathways: (Path 
A) stepwise via ! !cis: 2, 6, (9); (Path B) stepwise via ! !trans: 1, 4, 8, 9; (Path C) stepwise mixed: 
1, 4, 5, 6, (9); (Path D) direct via ! !cis: 3, (9); (Path E) direct via ! !trans: 1, 7, 9. 

 
 

Table 3.1: Computed enthalpy of DMM isomers relative to ccDMM in the gas phase, THF, ethanol, 
and methanol. 

Phase 
Dielectric  

(#) 

Computed enthalpy [kcal mol-1] 

ccDMM  ctDMM  ttDMM  

! -cis ! -trans ! -cis ! -trans ! -cis ! -trans 

gas NA 0 -5.82 -2.10 -6.74 -6.27 -9.20 

THF 7.4 0 -5.03 -1.71 -6.65 -5.06 -7.99 

ethanol 24.8 0 -4.63 -1.59 -6.55 -4.94 -7.87 

methanol 32.7 0 -4.58 -1.57 -6.53 -4.92 -7.85 
 

 

Following the uncatalyzed thermodynamic assessments, the relative stabilities of each isomer 

when interacting with iodine were evaluated. As in the case of the uncatalyzed isomers, ! -trans, 

ttDMM remained the most stable (-18.75 kcal mol-1), as shown in Table C.1. All enthalpy 

calculations were carried out across a range of dielectric constants to implicitly model varying 

solvent systems. It was observed that the dielectric constant did not affect the calculated relative 
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enthalpy trends of the isomers, uncatalyzed or catalyzed, using dielectric constants to reflect gas 

phase, tetrahydrofuran (THF, + = 7.4), ethanol (EtOH, + = 24.8), or methanol (MeOH, + = 32.7) 

(Table 3.1 and Table C.1). Very nonpolar solvents, such as hexane (+ = 1.9) or benzene (+ = 2.3), 

were not evaluated because of their limited DMM isomer solubility (< 5 mg mL-1 at 23 ¡C). 

Likewise, although water is exceedingly polar (+ = 80.1), it was not investigated due to the poor 

solubility of iodine (0.29 mg mL-1 at 23¡C). 

3.3.3 Free energy barrier analysis 

 Transition-state theory (TST) calculations were employed to computationally evaluate the free 

energy barriers for each isomerization step (reactions 1-9 in Figure 3.4) in paths A-E. For each 

pathway, the TS geometries were optimized and confirmed with vibrational analyses to correspond 

to a single vibrational mode depicting the specific bond rotation of that isomerization step. 

Inclusion of varied solvent dielectrics resulted in only negligible shifts in the GibbÕs free energy 

barrier (%G) of each reactant in the TST calculations performed here. 

The semiempirical PM6 functional was used to scan the dihedrals within the diene; free energy 

barriers between isomers (%Gà) were found for the uncatalyzed isomerizations using the calculated 

free energy of each isomer relative to the calculated free energy of the TS, as shown in Figure 3.5.  

This approach involved the energy evaluation at 10û intervals around each dihedral, thus 

providing an approximate overview of the barrier heights for the bond rotations that correlate to 

the six most stable isomers. Using the insight from the coarse evaluation of the potential energy 

surface as guidance, TS searches were performed again at the uM06-2X/Def2-TZVPP level to 

more accurately evaluate the free energy barriers for each isomerization step within paths A-E, 

both uncatalyzed and iodine-catalyzed. For comparisons between DFT-calculated Gibbs free 
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energy barriers and experimentally-determined activation energies, it is assumed that the entropic 

contributions to the Gibbs free energy barrier are minimal.40 

For uncatalyzed reactions 2, 4, and 6, calculated %Gà values in the gas phase were 55.6 kcal 

mol-1, 50.0 kcal mol-1, and 42.1 kcal mol-1, respectively. These are similar to previously reported 

cis to trans isomerization barriers of 2-butene at 62.4 kcal mol-1.32 Similar barrier magnitudes were 

calculated in the few diene isomerization evaluations in peer-reviewed literature to date, including 

the Z to E isomerization of dideuteriobutadiene (52.5 kcal mol-1) and muconaldehyde ZZ to EZ 

isomerization (62.6 kcal mol-1).38,40  

The calculated %Gà values bridging the ! -cis to ! -trans isomers (reactions 1, 5, and 9) are 

sufficiently low that facile, uncatalyzed isomerization of the ! -bond is expected, particularly!

towards the ! -trans conformers. Most notably, " -cc isomerization from the ! -cis to the ! -trans 

conformer is predicted to be barrierless even under uncatalyzed conditions, likely due to strain 

within ! -cis, " -ccDMM, resulting in the $-bonding network being significantly twisted out of plane 

(see dihedrals representative of steric strain in Figure B.2). 

No TS structure for the uncatalyzed reaction 6 was found, despite attempts to resolve this 

structure by constraining dihedrals or providing improved TS guess structures. We anticipate that 

this uncatalyzed process encounters a TS of at least the same barrier height as reaction 4 (50 kcal 

mol-1), depicted in Figure 3.5B as a hypothesized dotted line. Given the high barriers to the 

uncatalyzed stepwise mechanisms, a concerted double-isomerization pathway was determined 

implausible without a catalyst, and thus no TS was sought for uncatalyzed reactions 3 and 7.  

Computationally, the introduction of atomic iodine was found to effectively lower the energy 

barriers between isomers. Given the low ! -bond rotational barriers when uncatalyzed, reactions 1, 

5, and 9 in the paths B, C, D, and E in Figure 3.4 are incorporated in these reaction pathways as 
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uncatalyzed steps. Of particular note, iodine is predicted to reduce the barrier to reaction 4 (! -trans, 

" -ccDMM to ! -trans, " -ctDMM) from 40-50 kcal mol-1 when uncatalyzed to 4.5 kcal mol-1 when 

catalyzed. Similarly, the barrier to reaction 8 (! -trans, " -ctDMM to ! -trans, " -ttDMM) was 

reduced to 15.1 kcal mol-1 from >50 kcal mol-1 (Table 3.2). 

 

 

Figure 3.5: Calculated Gibb's free energy reaction barriers in kcal"mol#1 along the uncatalyzed 
paths of ccDMM isomerization using the uM06!2X/Def2!TZVPP level of theory. Reaction 
numbers shown correspond to those defined in Figure 3.4. 
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Table 3.2: DFT!calculated free energy barriers and experimentally determined activation energies 
for the iodine!catalyzed isomerization of ccDMM to ctDMM and ctDMM to ttDMM. [a] Free-
energy barrier. [b] Experimentally-determined activation energy. 

Reaction 
Iodine-catalyzed energy barriers [kcal mol-1] 

gas phase[a] methanol[b]  acetonitrile[b]  

ccDMM$ ctDMM 4.5 5.5 9.5 

ctDMM$ ttDMM 15.1 11.1 12.3 

 

 

As discussed previously, double-isomerization of a diene (i.e. a system in which both olefin 

bonds of a conjugated diene undergo isomerization) elicits unique catalytic regioselectivity 

considerations (Figure 3.3). The DFT-calculated free energy barriers reported in Table 3.2B for 

reactions 4 (! -trans, " -ccDMM to ! -trans, " -ctDMM) and 8 (! -trans, " -ctDMM to ! -trans, " -

ttDMM) were determined using single-iodine association pathways in which only one iodine atom 

is interacting with the DMM molecule at a given time and, thus, each alkene bond is isomerized 

sequentially. However, iodine catalysis of a diene could involve simultaneous association to any 

of the four sp2-hybridized carbons, as depicted for the symmetric ! -cis " -ccDMM isomer in Figure 

3.2. Association to a § carbon (C2 or C5 in DMM) enables rotation about either $-bond, and 

association to a &-carbon (C3 or C4) could either facilitate rotation about the adjacent $-bond or 

the central ! -bond. Therefore, interesting mechanistic questions arise specifically in the case of 

isomerizing muconate, regarding the association preferences among the four carbon positions, and 

whether these associations lead to distinct mechanisms for converting from " -ccDMM to " -ttDMM, 

such as the feasibility of a direct pathway from " -ccDMM to " -ttDMM, eliminating the " -ctDMM 

intermediate (Figure 3.4, paths D and E). In this work, the probability of both the sequential 

isomerization from " -ccDMM to " -ttDMM through " -ctDMM, as well as the concerted, direct 

isomerization of " -ccDMM to " -ttDMM are explored computationally. 
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Calculations of the binding energy of a single iodine atom to DMM revealed consistently weak 

interactions among all six relevant DMM isomers, and among all considered carbon positions on 

the diene, as shown in Table 3.3. In several cases, no stable association with given diene carbons 

could be computationally resolved, presumably reflective of weak interactions. Nevertheless, in 

the systems where a local minimum structure was located, a subtle rehybridization of the carbon 

with which the iodine interacted could be observed, producing a tetrahedral geometry at that 

carbon center. The interaction with iodine was found to be exothermic for all associations with the 

exception of iodine association with ! -cis, " -ccDMM, likely due to increased steric strain on the 

already sterically-hindered isomer.  

Taken together, the DFT calculations indicate a subtle regioselective preference for interaction 

with a §-carbon in the case of single iodine association to catalyze the $-bond isomerization. 

Furthermore, the minor association energies imply that a single-iodine catalyzed mechanism 

would be characterized by advantageously low energetic costs of releasing the catalyst from the 

trans product. 

To consider the association of two iodine atoms to DMM simultaneously, optimization and 

vibrational analysis calculations were both performed for a multiplicity of 1 and 3. These 

possibilities correspond to the two unpaired electrons introduced by the iodine atoms either 

recombining via molecular orbitals on the muconate species or remaining localized in a diradical 

state, respectively. In addition to this variable, the unique modes of associating two iodine atoms 

are more numerous (Figure 3.3). Each of these generate unique stereochemical conformations for 

the asymmetric " -ctDMM isomer. The recombined singlet state was found to be significantly more 

stable than triplet energies by nearly 30 kcal mol-1, implying a strong thermodynamic stability 

gained by the recombination of the unpaired electron densities within the diiodo-DMM complex, 
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though also indicating that the release of I2 from the diiodo-complex would be much more 

energetically costly than the release of a single iodine atom. The most thermodynamically stable 

double-iodine association pattern was C2/C3 association, followed by the C2/C5 association 

(Table 3.3). Stable interactions of both iodine atoms with only &-carbons were not located, nor for 

C2/C4 or C3/C5 dual-association patterns. While the most thermodynamically stable, the C2/C3 

interaction pattern is not an arrangement that would facilitate a concerted rotation from " -ccDMM 

to " -ttDMM. For both $-bonds to simultaneously rotate, one iodine must be associated to each 

bond, and as such, the C2/C5 association was determined the most probable candidate for the direct 

" -ccDMM to " -ttDMM isomerization pathway. 

 

Table 3.3: Association enthalpies for the interaction of one or two iodine atoms to the four carbon 
positions on each DMM isomer. Values calculated as the enthalpy change of the iodo-DMM 
species relative to the unbound DMM species, ! -cis," -ccDMM set at 0 kcal mol-1! 

Carbon 
position 

Association enthalpies [kcal mol-1] 

ccDMM  ctDMM  ttDMM  

! -cis ! -trans ! -cis ! -trans ! -cis ! -trans 

Single iodine association 

C2 6.94 -1.02 -3.21 -0.94 -2.85 -0.55 

C3 6.77 - - - -2.66 -2.61 

C4 6.77 - -5.23 - -2.66 -2.61 

C5 6.94 -1.02 - -0.46 -2.85 -0.55 

Double iodine association 

C2/C3 -41.2 -37.3 -36.2 -35.2 -35.3 -35.7 

C2/C5 -33.9 -32.6 -35.0 -32.6 -32.9 -32.9 
 

 

Overall, the association of a singular iodine atom to DMM to catalyze the stepwise 

isomerization of " -ccDMM to " -ttDMM through " -ctDMM results in low rotational barriers. 
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Simultaneous association of two iodine molecules for direct isomerization from " -ccDMM to " -

ttDMM reduces this barrier even further. However, the release of two iodine atoms is much more 

energetically costly than the facile release of one iodine atom, thereby maintaining both routes as 

feasible contributors to the overall reaction.  

3.3.4 Experimental investigations 

3.3.5 Baseline reactivity 

 To experimentally investigate iodine-catalyzed DMM isomerization, three baseline 

isomerizations were performed: (1) uncatalyzed, (2) iodine catalyzed, and (3) 1 wt% Pd/Al2O3 

catalyzed, based on previous reports of catalyzed DMM isomerization.20 These experiments were 

performed in the presence of ambient light. Results of these experiments revealed negligible 

isomerization activity in the absence of a catalyst as well as in the presence of 1 wt% Pd/ Al2O3 at 

room temperature and at 75 ¡C, while iodine promoted rapid isomerization, even at 10 ¡C (Figure 

3.6). To investigate the impact of light exposure on the activity of catalytic iodine, experiments 

with and without ambient light exposure were also performed; the reactions that were not exposed 

to ambient light demonstrated negligible conversion of " -ccDMM after over two hours of reaction 

(Figure 3.6). 

The iodine-catalyzed isomerization proceeded rapidly upon ambient light exposure, resulting 

in complete conversion of " -ccDMM after 1 hour at 10 ¡C (Figure 3.6). Photodissociation, 

therefore, appears to be a key factor in the activation of I2 to catalytically active iodine species. It 

is well known that molecular iodine readily photodissociates to form iodine radicals.40Ð42 

Additionally, it has previously been hypothesized that radical atomic iodine is the active catalytic 

species for alkene isomerization;30,32,34,35,40 thus, we similarly hypothesize that radical iodine is an 

active catalytic species for DMM isomerization. To probe radical iodineÕs presence and catalytic 
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activity, L-ascorbic acid, a known radical-mediating compound, was added to the isomerization 

reaction after six minutes (Figure 3.7).43 Upon ascorbic acid addition, the reaction ceased with no 

further isomerization of any DMM species, supporting the hypothesis that radical iodine is the 

catalytically active species for this reaction. 

3.3.6 Iodine aging and recyclability 

To elucidate other iodine species formed upon dissolution in methanol, a solution of iodine in 

methanol was prepared and analyzed by UV/Visible (UV/Vis) spectroscopy on the day of 

preparation (day one), day three, and day eight (Figure 3.8A). The solution was also used to 

catalyze DMM isomerization reactions on the corresponding days (i.e. days one, three, and eight). 

The UV/Vis spectra revealed drastic changes, with the most notable being the appearance of large 

absorption bands at 290 nm and 360 nm, which correspond to I3
- concentration increasing with 

solution aging.41,42 The primary absorption band observed on day one at approximately 460 nm is 

attributed to molecular I2.40 The presence of atomic iodine species, including radical atomic iodine, 

cannot be confirmed using traditional UV/Vis spectroscopy because these species absorb in the far 

UV region, typically ascribed to Òcharge transfer to solvent transitionÓ absorption bands which 

absorb at 195 nm and 226 nm.47Ð49  

The reactions catalyzed by the aged iodine-methanol solution showed significant decline in the 

rate of $-ccDMM conversion (Figure 3.8B), though the final equilibrium yield of ttDMM remained 

constant. On day one, all " -ccDMM was consumed in less than 30 minutes (>0.060 mol ccDMM 

mol I2,initial
-1 h-1). In comparison, it took nearly 60 minutes for complete " -ccDMM consumption 

on day three, and over 120 minutes on day eight. Based on the observed changes in UV/Vis 

spectrum and decline in catalytic activity, it can be inferred that recombination of active iodine 
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species into less active or inactive species, such as I3
-, occurs in solution over time, which is to be 

expected due to the propensity of iodine radicals to Òself-quench.Ó47  

 

 

Figure 3.6: Isomerization of ccDMM thermally catalyzed at 75"¡C in light, in the absence of light 
at 75"¡C with I2, in light at 75"¡C with 1 wt"% Pd/Al2O3, and in light at 10"¡C with I2. 

  
 
 
 

 
Figure 3.7: Reaction profile of ccDMM isomerization wherein l-ascorbic acid was added at t=6 
min.  
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Because of low solubility in methanol, " -ttDMM was readily separated from the reaction 

mixture via room temperature crystallization and filtration (Figure B.4). The filtrate, consisting of 

trace " -ctDMM, " -ttDMM, and iodine in methanol, was then used for successive isomerization 

reactions to investigate the recyclability and equilibrium activity retention of iodine in solution. 

After each reaction, crystallized " -ttDMM was recovered and the filtrate was reloaded with the 

same initial concentration of " -ccDMM (20 mg mL-1) and allowed to react for at least 12 hours. 

This process was repeated for five successive reactions on sequential days. Across all five reactions, 

high yields of crystallized " -ttDMM were consistently observed, even though the initial reaction 

rate decreased due to aging of the iodine in solution, as discussed previously. Due to saturation of 

the solvent with DMM species after the first reaction, the recovered yield of crystallized " -ttDMM 

increased across the reaction series, with the cumulative recovery of crystallized " -ttDMM 

surpassing 96% by mass (Figure 3.8C). 

To evaluate iodine recyclability while maintaining a high initial reaction rate, a solution of 

iodine in methanol was prepared and allowed to age for five days. After five days, it was used to 

catalyze " -ccDMM isomerization. As expected, the reaction displayed a reduced initial reaction 

rate similar to that observed after eight days of aging (Figure 3.8B). The methanol was then 

evaporated from the iodine solution and solid molecular iodine was recovered with 88.3 wt% mass 

closure. Losses in mass closure are attributed to iodine sublimation. The recovered iodine was 

dissolved in methanol and immediately used to catalyze " -ccDMM isomerization. Using the 

solution prepared with the recovered iodine, the initial rate of " -ccDMM conversion was only 

minimally slower than that observed on day one of the previous aging tests (Figure 3.8B), 

supporting that the decline in activity of iodine in solution over time is a result of the formation of 
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catalytically-inactive species. Recovery of molecular iodine, therefore, permits reuse with nominal 

initial activity for ccDMM isomerization. 

 

 

Figure 3.8: (A) Changes in the UV/Visible absorption spectrum of iodine in solution over eight 
days of aging; (B) initial rate of ccDMM consumption, normalized to initial iodine loading, over 
eight days of iodine solution aging and after regeneration; (C) ttDMM yield from iodine reused 
for five successive isomerization reactions performed on consecutive days. 

 

3.3.7 Catalyzed isomerization equilibrium   

Based on the initial experiments described above, reaction conditions were screened using 

catalytic iodine with constant ambient light exposure. At room temperature in methanol, " -

ccDMM was rapidly consumed in less than 30 minutes (>0.060 mol ccDMM mol I2,initial
-1 h-1), and 

a final product distribution of 95±2% " -ttDMM and 5±2% " -ctDMM was achieved in less than 60 

minutes (Figure 3.9A, Figure B.3A). The same final experimental equilibrium was observed at 4 

¡C and 50¡C (Figure B.3B-C), although the time to reach equilibrium was heavily dependent on 

temperature. At 4 ¡C equilibrium was not achieved until over 3 hours, while at 50¡C, it took 

approximately 40 minutes to reach equilibrium. In all cases, " -ttDMM precipitated from solution 

as the reaction progressed due to low solubility in methanol (~1.5 g L-1). Because of the 

crystallization of " -ttDMM from solution, it could be recovered by simple vacuum filtration at 

room temperature after the reaction. The recovered " -ttDMM crystals were analyzed by 
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differential scanning calorimetry (DSC) and determined to be over 98.6% pure after single-pass 

recovery. 1H NMR analysis of the recovered product confirmed the impurities comprised residual 

ctDMM (Figure B.5A) and UV/visible spectroscopy indicated the presence of residual iodine 

(Figure B.5B). 

To confirm the back reaction from " -ttDMM to " -ctDMM at equilibrium as opposed to an 

incomplete forward reaction, isomerization reactions were carried out starting with either 

" -ttDMM or " -ctDMM, keeping all other reaction parameters constant. Under these conditions, 

the final distributions were again within the observed equilibrium range of 95±2% " -ttDMM and 

5±2% " -ctDMM (Figure B.6). Attaining the same equilibrium when starting with 100% " -ttDMM 

supports the existence of a minor back reaction from " -ttDMM to " -ctDMM rather than an 

incomplete forward reaction of ccDMM. 

3.3.8 Solvent effects 

To evaluate the effect of solvent choice on the reaction network, five solvents were 

experimentally screened. Under identical reaction conditions, isomerization reactions were 

repeated across solvents with a range of dielectric constants: chloroform (+ = 4.8), THF (+ = 7.4), 

ethanol (+ = 24.8), methanol (+ = 32.7), and acetonitrile (+ = 37.5). For all solvent systems, the 

starting concentration of ccDMM (5 mg ml-1) was sufficiently low to ensure all DMM remained 

solvent throughout the course of the reaction. Regardless of solvent, the final product distribution 

was constant at 95±2% " -ttDMM and 5±2% " -ctDMM (Figure B.7), consistent with computational 

predictions using dielectric constants to implicitly model the solvent systems. Under no reaction 

conditions was " -ccDMM observed in the final product distribution. 
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Figure 3.9: Initial reaction profiles of ccDMM isomerization in methanol (A) and THF (B). 

 

Further experiments illustrated the impact of solvent selection on the reaction rate, likely due 

to varying interactions of iodine with the solvent, which would not be captured by the implicit 

salvation model applied in the DFT calculations. Two solvents with very different dielectric 

constants (THF and methanol, + = 7.4 and 32.7, respectively) were down-selected for more detailed 

study to evaluate the effects of solvent on the reaction rate. Using 1H NMR, the isomer distributions 

in each solvent were quantified at designated time intervals across the first 60 minutes of reaction. 

While the final product distribution observed in THF and methanol was the same within one 

standard deviation, the rate of reaction was significantly different between these solvent systems 

(Figure 3.9). In methanol, " -ccDMM was completely converted in less than 30 minutes (>0.060 

mol ccDMM mol I2,initial
-1 h-1), while it took over 70 minutes for complete " -ccDMM conversion 

in THF (<0.026 mol ccDMM mol I2,initial
-1 h-1). This rate difference is likely due to increased 

interactions of iodine with THF compared to methanol, reducing the amount of catalytically active 

iodine available in the system. However, a detailed computational investigation into solvent-iodine 

interactions was beyond the scope of this study.48  
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3.3.9 Apparent activation energy 

The experimentally measured activation energies of both " -ccDMM to " -ctDMM and 

" -ctDMM to " -ttDMM were evaluated and compared to the DFT-calculated free energy barrier 

values of 4.5 kcal mol-1 and 15.1 kcal mol-1, respectively. A series of isomerization reactions were 

carried out in methanol and acetonitrile across three temperatures: 4 ¡C, 23 ¡C, and 50 ¡C. 

Acetonitrile was selected in place of THF, as shown previously, because the rate of isomerization 

in THF at 4 ¡C was too slow to permit reasonable energy barrier analysis. To ensure the observed 

equilibrium was not influenced by precipitation, dilute loadings of " -ccDMM were used so all 

species were fully soluble across the duration of the reaction. It should be noted that the 

temperature may affect the reaction equilibrium by altering the isomer solubility and back reaction 

from ttDMM to ctDMM, although a detailed investigation was beyond the scope of this study. 

Assuming pseudo-first order kinetics, calculated rate constants for the consumption of " -

ccDMM and " -ctDMM were used to determine the experimentally observed activation energy 

barriers (details of this calculation can be found in Materials and Methods). The experimental 

apparent activation energy of " -ccDMM to " -ctDMM isomerization was found to be 5.5 kcal mol-

1 in methanol and 9.5 kcal mol-1 in acetonitrile (Figure 3.10A), which are in agreement with the 

calculated energy barrier in this work (4.5 kcal mol-1) (Table 3.2). Likewise, the experimental 

apparent activation energy for " -ccDMM to " -ctDMM was found to be 11.1 kcal mol-1 in methanol 

and 12.3 kcal mol-1 in acetonitrile (Figure 3.10B), again in line with the computationally calculated 

of 15.1 kcal mol-1 (Table 3.2). The experimentally determined values are similar to the predicted 

activation barriers in both solvents, though it should be noted that it was not experimentally 

feasible to determine ! -bond conformations of the products using analytical methods employed 
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here. Therefore, they are assumed to be the ! -trans species due to calculated stability advantages 

(Table 3.1 and Table C.1). 

 

 

Figure 3.10: Apparent activation energy barriers in methanol and acetonitrile for ccDMM to 
ctDMM (left) and ctDMM to ttDMM (right).  

 

3.4 Discussion 

3.4.1 Iodine-catalyzed isomerization 

As shown in this work, homogeneous iodine catalysis effectively reduces the energy barriers 

toward the isomerization of " -ccDMM to " -ctDMM and " -ttDMM when exposed to ambient light. 

The requirement for ambient light exposure indicates that the catalytically active species of iodine 

is formed upon photodissociation of molecular iodine (Figure 3.6).40,42 Similarly, previously 

reported iodine-catalyzed isomerization studies have reported the necessity for light exposure to 

stimulate catalytic activity, such as for the iodine-catalyzed cis-trans isomerization of stilbene 

(1,2-diphenylethylene) and the R/S isomerization of several representative carotenoids.40,49 

Furthermore, it has been illustrated that light-promoted iodine catalysis extends beyond 
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isomerization reactions.50 For an alkyne activation for cyclization reactions, almost no catalytic 

activity was observed by iodine in the absence of ambient light. Upon ambient light exposure, the 

product yields increased from less than 5% to over 90%. Likewise, the computationally determined 

free energy barriers and experimentally determined apparent activation energies in this work were 

comparable to those reported for similar iodine-catalyzed isomerization reactions. Here, the 

apparent activation energies were reduced to 4.5-9.5 kcal mol-1 for ccDMM to ctDMM conversion 

and 11.1-15.1 kcal mol-1 for ctDMM to ttDMM conversion (Table 3.2). In an analogous reaction, 

an activation energy of 7.6 kcal mol-1 was reported for the iodine-catalyzed cis-trans isomerization 

of stilbene.40  

Computationally, it was predicted that ! -trans, " -ctDMM and ! -trans, " -ttDMM are notably 

more energetically stable than either conformer of ccDMM. However, the difference in stability 

between ! -trans, " -ctDMM and ! -trans, " -ttDMM is minimal (Table 3.1) and within the error of 

DFT calculations. The similar stability of ! -trans, " -ctDMM and " -ttDMM may contribute to 

enabling the minor back reaction from " -ttDMM and " -ctDMM, though further investigations are 

warranted to evaluate other plausible factors.  

In the comprehensive reaction space of " -ccDMM to " -ttDMM isomerization, several 

isomerization pathways are feasible, including both direct isomerization of " -ccDMM to " -ttDMM 

or one of several stepwise pathways (Figure 3.3). The current data resolution is insufficient to 

differentiate between reaction schemes using kinetic model fits of experimental data and, therefore, 

the data were fit to a stepwise pathway (Figure 3.3, reactions 4 and 8) for the kinetic analyses 

discussed here. Further work is planned using in situ reaction monitoring51 to increase data 

resolution for kinetic analysis and evaluate the potential dominant reaction pathways.  
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3.4.2 Competing pathways for homogeneous iodine catalysis 

In agreement with calculated thermodynamic stability values, the final experimental isomer 

distribution at equilibrium (95±2% " -ttDMM, 5±2% " -ctDMM) remained constant across five 

solvents with a range of dielectric constants (Figure B.7). Further examination revealed that 

solvent choice has a substantial effect on the observed rate of reaction (Figure 3.9), underscoring 

the complexity of homogeneous iodine catalysis. DFT calculations indicated that dielectric 

environment was not a significant factor in reaction energetics, however, the DFT calculations do 

not take into account the interactions of solvent molecules with other species in the reaction 

solution. This includes the potential for formation of iodine-solvent or solvent-muconate 

interactions, which may or may not affect catalytic activity.52Ð54 Modeling of solvent molecules 

within the reaction system was beyond the scope of the current work. 

It is well known that the photodissociation of iodine in solution can produce myriad iodine 

species, including I3
-, I2, I, and I¥, amongst others.48,54Ð56 Likewise, previous reports indicate that 

iodine has a propensity for forming complexes with some solvents, including certain ketones, 

alcohols, aromatics, and furans.48,52Ð56 Such iodine-iodine, iodine-solvent, or even iodine-DMM 

complexes may be reversible or irreversible and exhibit reduced or diminished catalytic activity 

for DMM isomerization. Similar experimental and computational studies have noted a significant 

dependence on solvent choice for reactions using homogeneous catalysis due to potential solvent 

impacts on solubility, interactions with the starting material, the product, or the catalyst, as well as 

TS stabilization.57 Further DFT-based studies are needed to evaluate the relative stability of iodine-

iodine, iodine-solvent, and iodine-DMM interactions, which may serve to explain the 

experimentally observed solvent-dependent rate variability.  
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The inability to fully regenerate catalytic activity of iodine in solution by additional ambient 

light exposure underscores the complexity of photodissociation for homogeneous iodine catalysis. 

Ambient light exposure was necessary to promote initial catalytic activity, as shown in Figure 3.6. 

Yet, over time, the catalytic activity declined when using an iodine solution that has been aged for 

several days under either light-free conditions or exposed to ambient light (Figure 3.9A-C). It 

would be expected that exposure to ambient light after light-free storage would ÒregenerateÓ 

catalytic activity equivalent to the activity observed before solution aging due to photodissociation 

of recombined molecular iodine back into catalytically active species. However, iodine may be 

entrapped in complexes that cannot readily undergo photodissociation to release catalytically 

active iodine species upon exposure to ambient light and, therefore, may be the cause of the 

observed activity reduction. This was observed in the isomerization of stilbene by iodine, in which 

iodine formed complexes with cis-stilbene and trans-stilbene that not only absorbed light at 

different wavelengths from one another, but also absorbed different wavelengths than molecular 

iodine.40 Similarly, UV/Visible spectroscopy of the iodine solutions revealed drastic changes in 

the absorption patterns of iodine solutions over time, corroborating the presence of multiple iodine 

species and changes therein with time (Figure 3.9A). Solvent removal after solution aging permits 

recovery of crystalline I2, indicating that the formation of catalytically-inactive iodine complexes 

is reversible.  

3.4.3 Solvent selection and process relevance 

Based on the work presented here, several factors promote the use of methanol as the solvent 

of choice for this chemistry. Broadly, methanol is considered a ÒgreenÓ solvent based on 

substance-specific hazards, emissions, and resource use over the life span and, accordingly, has 

seen extensive application for industrial processes.58,59 In the context of this work, the rate of 
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" -ccDMM to " -ttDMM isomerization was the most rapid in methanol. Based on literature reports 

of iodine-solvent complexation favorability with classes on solvents such as furans, we believe 

that the rapid rate in methanol is due to decreased iodine-solvent interactions relative to other 

solvents screened here, thus increasing the amount of catalytically-active iodine available at any 

one time.60,61 Furthermore, the reduced solubility of " -ttDMM in methanol when compared to 

several of the other solvents screened here facilitates ease of recovery of " -ttDMM via simple 

vacuum filtration, which also permits solvent and catalyst reuse, as shown in Figure 3.8. One of 

the most influential factors promoting selection of methanol for DMM isomerization is its efficacy 

as a solvent over the course of the entire reaction pathway from bio-derived " -ccMA to DMT. 

Beginning with the esterification of " -ccMA to " -ccDMM, all necessary reactions (isomerization, 

cycloaddition with ethylene, and dehydrogenation) can effectively take place in methanol. 

Moreover, use of any other alcohol for reactions performed at elevated temperature and/or pressure, 

such as the Diels-Alder cycloaddition and dehydrogenation, will result in cross-esterification of 

" -ccDMM. 

Beyond solvent selection, reactor compatibility must be considered for the process relevance 

of homogeneous iodine catalysis. Iodine is viewed as a green catalyst because it is environmentally 

friendly, inexpensive, and can exist in seven different oxidation states, making it relevant for 

catalysis of a wide number and class of reactions.22 However, iodine is known to be corrosive to 

common reactor materials, such as stainless steel.62Ð65 To address this concern, photoreactors made 

of corrosion-resistant materials are a suitable alternative, and have been gaining traction on the 

industrial scale.66Ð68 Parabolic trough reactors (PTR), for example, have been utilized on the pilot 

plant scale since the mid-1970s and on near-industrial scale at the Parabolic Trough Facility for 

Organic Photochemical Synthesis (PROPHIS) at the German Aerospace Center in 2005.69Ð71 These 
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reactors utilize borosilicate glass tubes and Teflon hoses, which are both corrosion resistant and 

the borosilicate reactors are translucent, permitting light exposure. Furthermore, reactors made of 

materials including ceramics, Hastelloy C-22¨, and Viton¨ have been shown to resist corrosion 

by iodine in alcohols and may be applicable for this chemistry with simple fiber optic cable 

integration to facilitate light exposure.51 As such, new reactor designs that incorporate desired 

aspects of existing systems offer promise for enabling halogen photocatalysis on the industrial 

scale. 

3.5 Conclusions 

In this work, computational and experimental approaches were applied to investigate the 

mechanistic aspects and conversion parameters influencing iodine-catalyzed isomerization of 

" -ccDMM to " -ttDMM, a conversion of considerable importance for the upgrading of cis,cis-

muconic acid to both drop-in commodity and novel biobased chemicals. Based on our findings, 

we can infer the following: (1) viable reaction pathways include singular iodine coordination with 

sequential isomerization of each olefinic bond, as well as concerted, simultaneous isomerization 

pathways facilitated by dual iodine coordination. Based on computational findings, the most likely 

reaction pathways are those that involve sequential isomerization, though the potential for 

concerted pathways cannot be ruled out. (2) Iodine catalysis reduces the experimental apparent 

activation energy to as low as 5.5 kcal mol-1 for " -ccDMM to " -ctDMM isomerization in methanol, 

facilitating rapid isomerization and achieving a final equilibrium of 95.0 ± 2.0% " -ttDMM and 5.0 

± 2.0% " -ctDMM in less than one hour at room temperature. (3) " -ttDMM can easily be recovered 

from MeOH by crystallization at room temperature with over 98.6 ± 0.5% purity and iodine can 

then be successfully reused for subsequent isomerization. Collectively, these results help inform 



103 

the mechanistic aspects influencing the rate and yield of iodine-catalyzed DMM isomerization and 

provide a framework for further developing biobased chemicals derived from muconic acid.  

3.6 Materials and Methods 

3.6.1 Computational methods 

All calculations were performed in Gaussian09,72 with the density functional U-M06-2X 

paired to the triple-,  basis set Def2-TZVPP, and the Def2-TZVPP effective core potential for the 

iodine atoms. This level of theory has been demonstrated to provide reliable predictions of ground 

state enthalpies and TSs of organic acids.73 Also, a basis set study for halogen-substituted 

polyacetylenes found that geometries and frontier orbital energies were reasonably converged by 

well-polarized double-,  and triple-,  basis sets.74 Use of this effective core potential was found 

acceptable in other works for the treatment of spin-orbit coupling effects anticipated for iodine,75 

and was determined sufficient for the relative energetic evaluations calculated in this work. 

Previous modeling of iodine-organic systems was demonstrated to be successful with triple-,  basis 

sets which incorporate polarization functions to accommodate iodineÕs electronic structure.28  

Optimizations were performed with a superfine grid and tight convergence criteria, with 

vibrational analyses to confirm that all reactant and product structures were minima. All TS 

structures were also confirmed with vibrational analyses to possess a single negative vibrational 

mode, which corresponded primarily to the rotation about the !  or omega bond undergoing 

isomerization in the modeled reaction. Different solvation dielectric environments were modeled 

with a continuum solvation model, SCRF-PCM, comparing isomerization models optimized and 

evaluated in gas phase, THF (+=7.4), ethanol (+=24.8), and methanol (+=32.7). Enthalpies of 

halogen catalyst association, i.e. the strengths of the I-DMM interactions, were calculated as the 

change in enthalpy of the bound and free species in gas phase or each dielectric condition. 
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Vibrations and free energies were also calculated at 57 ¡C K opposed to 25 ¡C, and found that the 

relative barriers were reasonably consistent, (i.e. the relative increase in energy of the R, P and TS 

were fairly proportional).  

Iodine atom association could result in either R or S stereochemistry about that carbon. The 

cases in which a difference here is important to consider is in the cis,cis- isomers which are 

twisted out of plane (Figure B.2), resulting in different steric environments if associating to 

either side of the carbon. In these cases, both association modes were considered, and the lowest-

energy form used for analyses.  

A conformer search was performed to determine the most relevant low-energy conformers 

for thermodynamic and kinetic evaluations. Structures in this study were optimized in C2 or their 

highest symmetry group, though the energies evaluated at C1 were generally found slightly 

lower than those in C2v or C2 symmetry. 

Reaction equilibrium constants were evaluated as: 

 

Given at 298 K and the rate expression as: 

  
 

3.6.2 Chemicals 

" -ccMA, at a typical purity of >99.5%, was produced biologically using an engineered strain 

of Pseudomonas putida KT2440 (CJ-103), crystallized, and purified using methods described 

previously.12 " -ctMA was prepared by reacting 1 g of " -ccMA in 60 mL of water that was adjusted 

to pH 2 by addition of concentrated sulfuric acid and heated to 60 ¡C for 3 hours. After cooling to 

room temperature, the precipitated solid, " -ctMA was collected by filtration and washed with small 

amount of cold water. " -ctMA was then dried under high vacuum to obtain 97.3 wt% recovery and 

Keq =
kforwards

kreverse

k(T) =
kBT
h

e! ! G  /RT
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95.2% purity by differential scanning calorimetry (DSC). " -ttMA was obtained commercially from 

Sigma Aldrich. 

DMM isomers were prepared following methods described in patent literature and the purity 

of each isomer was measured with a TA Instruments Q-5000 Digital Scanning Calorimeter (DSC) 

via the use of modulated DSC with sealed aluminum pans at a ramp rate of 3 ¡C/min with a 

modulation period of 40 seconds and a modulation amplitude of 0.12 ¡C.20 To summarize, 

" -ccDMM was prepared by reacting 10 g of " -ccMA in 200 mL methanol and 300 µL concentrated 

sulfuric acid at 65 ¡C for 16 hours. The " -ccDMM was collected by filtration and rotary 

evaporation and purified via recrystallization in methanol. Collected " -ccDMM was then dried 

under high vacuum to achieve over 90 mol% recovery and 99.1% purity by DSC. " -ctDMM was 

prepared by reacting 0.2 g of ctMA with 30 mL methanol and 3 µL concentrated sulfuric acid at 

65 ¡C for 16 hours. Crystallized " -ctDMM was dried under high vacuum to achieve 96.8 mol% 

recovery and 99.1% purity by DSC. Lastly, " -ttDMM was prepared by reacting 4.6 g of " -ttMA 

with 125 mL of methanol and 300 µL of sulfuric acid. The reaction mixture was at 65 ¡C for 16 

hours. Upon cooling to room temperature, " -ttDMM precipitated as a while solid. These solids 

were recovered by decanting the liquid, and trace acid was removed by reintroducing 100 mL of 

fresh methanol and heating the mixture to reflux. After cooling down to room temperature, the 

mother liquor was transferred again and the solid was washed with fresh MeOH. Washed " -ttDMM 

was dried under high vacuum to achieve 97.6 mol% recovery and 98.6% purity by DSC. 

3.6.3 Isomerization time-series experiments 

Isomerization time-series experiments reactions were conducted by reacting 200 mg of the 

desired DMM isomer with 10 mg of iodine in 10 mL of methanol, unless otherwise specified. 

Experiments were conducted in a 50-mL three-neck round-bottom flask outfitted with a chilled-
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water cooling condenser to prevent solvent loss during elevated temperature reactions and septum-

covered sampling port. The DMM isomer solution was first heated to the target temperature and 

allowed to equilibrate for 10Ð20 minutes. Iodine was then added through the sampling port. Light-

free conditions were achieved by covering the reflux apparatus in foil, and below room temperature 

conditions were achieved by submersing the round bottom flask in an ice-water bath. To monitor 

the progress of the reaction, 100-µL aliquots were collected throughout the reaction. Powdered 

copper was immediately added to the sample aliquots to quench iodide and prevent further 

isomerization.76 Quantitative 1H NMR spectra of the time course samples were obtained via the 

use of a Bruker Avance III HD 400 MHz NMR Spectrometer with a 5mm BBO probe with a 90¡ 

pulse of 14.5 µs and a 30 s recycle delay at room temperature. NMR spectra were collected within 

one hour of sampling and were stored at 4 ¡C in light-free conditions prior to analysis (see 

representative 1H NMR spectrum and peak assignments in Figure B.8). 

3.6.4 Isomer analysis 

DMM isomers were analyzed by 1H NMR analysis to determine the relative molar ratios. Each 

sample (100 µl) was dissolved into 0.4 ml of MeOD-d4 or Acetonitrile-d3 with ~5 mg copper 

powder to quench the iodine and ensure no further reaction progress. 1H NMR spectra were 

acquired at 25 ¡C using a Bruker AVANCE 400-MHz spectrometer equipped with a 5-mm BBO 

probe and a sweep width of 15 ppm (d1 = 30 s, ds = 4, and ns=16). Tetramethylsilane was used for 

reference. Targeted " -ccDMM peaks were assigned at: -  = 3.7 ppm (6 s), 5.9 ppm (2H, dd) and 

7.7 ppm (2H, dd); " -ctDMM were assigned at: -  = 3.7 ppm (6H, s), 5.9 ppm (1H, d), 6.1 ppm (1H, 

d), 6.7 ppm (1H, dd), and 8.35 ppm (1H, dd); lastly, " -ttDMM muconate peaks were assigned at -  

= 3.7 ppm (6H, s), 6.2 ppm (2H, dd), 7.3 ppm (2H, dd). The targeted peaks of " -ccDMM at -  = 
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7.7 ppm (2H, dd), " -ctDMM muconate at -  = 8.35 ppm (1H, dd), and " -ttDMM at -  =7.3 ppm (2H, 

dd) were used to quantify the relative molar yields of the isomers.  

3.6.5 Apparent activation energy 

Reaction data used to determine apparent activation energies was from reactions performed 

with 50 mg " -ccDMM, 2.5 mg iodine and 20 mL acetonitrile or methanol in a stirred round bottom 

flask. Reactions were performed at 4 ûC, 25 ¡C, and 50 ¡C. Reduced concentrations (5 mg ml-1) 

were used for kinetic analysis when compared to the concentration used for all other reactions 

reported here (20 mg mL-1) to ensure complete solubility of all DMM isomers over the course of 

the reaction. A simplistic first order kinetic model was used to evaluate the rate constant values 

for the conversion of ccDMM to ctDMM and the conversion of ctDMM to ttDMM. Based on the 

experimental isomerization data, the conversion of cis,cis to cis,trans DMM was assumed to be 

irreversible, while conversion of cis,trans to the trans,trans DMM was assumed to be reversible.  

The following reaction scheme was assumed: 

 

This resulted in the following rate laws: 

 

For the apparent activation energy calculation using the Arrhenius approximation, these steps 

were modeled as a system of ordinary differential equations to account for the time dependent 

formation of each isomer. The forward reaction between ctDMM and ttDMM was used for 

activation energy calculations. Thus, activation energy estimates incorporate only the forward 

k1
k2@",cis cis ,cis trans ,trans trans
k 2-

 
 

 
 

 

[cc]
k [cc]dt

d
1 3= - -
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d
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reaction constant, k2. The equations were numerically integrated in Mathematica using the 

ParametricNDSolveValue tool.  

3.7 Associated content 

The Supporting Information for this work can be found in Appendix A and is available free of 

charge on the ChemSusChem website at DOI: 10.1002/CSSC.201800606. 
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CHAPTER 4:  

LOW-CYCLE ATOMIC LAYER DEPOSITION FOR ENHANCED Pd/TiO2 STABILITY  

 

This work has been submitted to the journal Proceedings of the National Academy of Sciences, a 

publication of the National Academy of Sciences of the United States of America.1 

 

Amy E. Settle2,3,4, Nicholas S. Cleveland4, Xiangchen Huo3,4, Allyson M. York3,4, Elizabeth J. 

Kautz5, Arun Devaraj5, Karthikeyan K. Ramasamy5, Ryan M. Richards3,4,6, Kinga Unocic7, Gregg 

T. Beckham4, Michael B. Griffin4, Katherine E. Hurst4, Eric C.D. Tan4, Steven T. Christensen4, 

and Derek R. Vardon3,4,8 

 

4.1 Abstract 

Harsh reaction environments challenge the stability of conventional catalysts and limit the 

development of new chemical processes. Atomic layer deposition (ALD) has the potential to 

improve catalyst durability through the application of protective metal oxide coatings that permit 

access to active metal sites. However, efforts have yet to target ALD coatings for catalyst durability 

in acidic media or validate their deposition within morphologically complex supports of industrial 

relevance. In this report, we demonstrate that low-cycle Al2O3 ALD coatings, defined as . 10 ALD 

cycles, stabilize Pd/TiO2 against deactivation for condensed-phase hydrogenation of muconic acid, 

                                                
1 Reproduced with permission from co-authors. 
2 Primary researcher and author. 

3 Affiliated with Colorado School of Mines, Golden, CO 80401. 
4 Affiliated with National Renewable Energy Laboratory, Golden, CO 80401. 
5 Affiliated with Pacific Northwest National Laboratory,  
6 Thesis co-advisor. 
7 Affiliated with Oak Ridge National Lab, Oak Ridge, TN 37830. 
8 Corresponding author and thesis co-advisor. 
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an emerging renewable platform chemical, to bio-based adipic acid. Uncoated Pd/TiO2 rapidly 

achieves near quantitative yields of adipic acid; however, it is susceptible to rapid, irreversible 

deactivation by Pd leaching and thermal restructuring. We show that 5 cycles of Al2O3 ALD on 

Pd/TiO2 allows retention of >50% of hydrogenation activity with no loss in selectivity, while Pd 

leaching decreases by >3x. Furthermore, 5-cycle ALD-coated catalysts resist Pd sintering and TiO2 

support restructuring when thermally treated at 700¡C. Characterization by atom-probe 

tomography and electron microscopy confirms that Pd sites and the Al2O3 ALD coating are 

distributed throughout the complex pore structure of a commercial TiO2 catalyst support, with 

minimal reductions in surface area or pore volume. Lastly, techno-economic analysis indicates that 

increased ALD material costs and lower productivity can be justified by a two-fold extension of 

catalyst lifetime for an adipic acid biorefinery, illustrating the potential impact of ALD to enable 

new chemical processes in harsh environments.  

4.2 Significance 

Emerging biomass conversion processes often require harsh, condensed-phase reaction 

environments that incite premature catalyst deactivation and shortened lifetimes. Economically 

viable catalyst lifetimes are critical for advancing biomass conversion towards the industrial scale, 

yet remain relatively under-investigated. Here, we demonstrate that low-cycle ALD coatings 

improve catalyst leaching stability in acidic media and enhance thermal stability of both the active 

metal sites and heterogeneous support. Techno-economic analysis highlights the potential of low-

cycle ALD coatings to reduce biobased chemical production costs if sufficient catalyst lifetime 

and performance are achieved. The application of low-cycle ALD coatings has implications 

beyond biobased chemical production that can impact other emerging renewable energy and 

chemical applications faced with stability challenges. 
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Figure 4.1: Modes of irreversible catalyst deactivation during condensed-phase processing of bio-
based acids and subsequent catalyst regeneration. a, Irreversible active site leaching. b, Thermal 
sintering of active sites. c, Thermal support restructuring.  

 

4.3 Introduction 

Robust heterogeneous catalysts are essential to major chemical processes including 

petrochemical refining and biomass conversion;1 however, harsh reaction environments introduce 

stability challenges to many conventional catalyst materials. Specifically, supported platinum-

group metal (PGM) catalysts can undergo active metal leaching when exposed to acidic 

environments and experience restructuring upon high temperature exposure (Figure 4.1).2Ð4 When 

considering process economics, irreversible deactivation can be inhibitory due to reduced catalyst 

lifetime.5,6 The development of next-generation PGM catalysts that retain stability in harsh 

environments can enable new chemical processes for renewable energy applications.  

Atomic layer deposition (ALD) has emerged as a technique to stabilize supported metal 

catalysts.7Ð9 Using ALD, metal oxide coatings are deposited one atomic layer at a time through 

self-limiting surface reactions, offering unmatched control at the sub-monolayer level when 

compared to other coating methods.10 Formative investigations of ALD for catalyst stability 

against harsh environments have focused on high cycle numbers to produce thick coatings that 
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require thermal cracking to introduce porosity for accessibility of active sites.7,8 While effective 

for stabilizing metal sites against sintering, high-cycle ALD may be economically prohibitive due 

to ALD precursor costs (Table C.1, Figure C.1). Alternatively, low-cycle ALD coatings (. 10 

cycles) are theorized to initially cover high-energy PGM facets susceptible to degradation while 

still maintaining sufficient active site accessibility without the need for thermal cracking.11 Yet, 

application of low-cycle coatings for catalyst stability under harsh, condensed-phase environments 

remains an underdeveloped area of research.  

The stability of supported PGMs under such conditions is critical for the advancement of 

biomass conversion processes as the majority of the biomass-derived platform chemicals defined 

by the U.S. Department of Energy are carboxylic acids that typically require condensed-phase 

reaction conditions.12 An illustrative reaction is the hydrogenation of muconic acid, an emerging 

biobased chemical, to adipic acid. Muconic acid is a heavily-investigated biobased platform 

chemical because of its ability to be converted to an array of large-market commodity chemicals 

that are currently produced petrochemically as well as a suite of novel, ÒbiopriviledgedÓ 

molecules.13 PGM catalysts are exceptionally effective for muconic acid hydrogenation, with Pd 

the most active to date.14 However, the catalytic hydrogenation of muconic acid to adipic acid with 

Pd is challenged by an acidic liquid environment and propensity for fouling, necessitating high 

temperature catalyst regeneration.15Ð18 Pd readily leaches under reaction conditions and sinters 

during thermal regeneration.2,3 Similarly, common supports such as activated carbon (AC) and 

TiO2 are susceptible to degradation or restructuring during high temperature regeneration.19,20  

To stabilize catalysts using ALD, Al2O3 coatings have been shown to retard active site sintering 

and metal leaching.21,22 Yet, questions remain regarding the (i) influence of ALD coatings on 

catalytic activity and selectivity for muconic acid hydrogenation, (ii) spatial distribution of low-
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cycle Al2O3 ALD coatings within high surface area TiO2 supports, and (iii) techno-economic 

tradeoffs with ALD-coated catalyst cost, performance, and lifetime. 

To address these knowledge gaps, this study examines low-cycle Al2O3 ALD coatings to 

stabilize Pd/TiO2 against deactivation during muconic acid hydrogenation and regenerative 

treatment. A suite of Al2O3 ALD-coated Pd/TiO2 catalysts was synthesized to examine the impact 

of increasing ALD cycle number on activity and durability. Based on screening results, extended 

evaluation of ALD catalysts was performed during continuous muconic acid hydrogenation. 

Characterization of the ALD-coated catalyst examined coating uniformity within the support pore 

structure and interaction with Pd. Lastly, experimental results informed techno-economic analysis 

(TEA) models for ALD catalysts within an nth-generation adipic acid biorefinery. 

4.4 Results  

4.4.1 Low-cycle ALD for leaching stability in acidic media 

 Initially, a series of supported Pd catalysts were evaluated for innate muconic acid 

hydrogenation activity and leaching stability in batch reactions (Figure C.2, Table C.2). In this 

work, batch reactions were performed in duplicate with average conversion values reported and 

variability between duplicates of . 5%. Pd leaching values are based on independent duplicate 

reactions. Based on these results, Pd/TiO2 was down-selected due to high activity and comparable 

leaching stability to other metal oxide-supported catalysts. With Pd/TiO2, adipic acid was rapidly 

produced (initial productivity >4 mol muconate converted mol-1 Pd sec-1) in near quantitative 

yields, although Pd leached at levels of 5.59 ± 0.29 ppm with the as-prepared catalyst (reported as 

parts per weight of Pd in product). Hot filtration tests confirmed that leached Pd was not 

responsible for activity (Figure C.3). The extent of Pd leaching translates to a projected catalyst 
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lifetime of <1 year based on TEA models used in this study (details in Appendix C), which is 

unacceptably short for industrial processes.5 

 

 

Figure 4.2: Low-cycle Al2O3 ALD to improve leaching stability of Pd/TiO2 for muconic acid 
hydrogenation to adipic acid. a, Reaction pathway for muconic acid hydrogenation to adipic acid. 
b, uncoated Pd/TiO2 catalyst activity as-prepared. c, 5-cycle ALD-coated catalyst muconic acid 
hydrogenation activity as-prepared.  

 

To evaluate Al2O3 ALD for improving the stability of 0.5 wt% Pd/TiO2 while still retaining 

activity, a series of coatings was prepared with increasing ALD cycle number (Figure C.4). ALD 

coatings were prepared using TMA and H2O precursors operating under stop-flow ALD (Table 

C.3). Characterization of catalyst material properties (Table C.4) determined that increasing ALD 

cycle numbers lead to slight reductions in surface area, potentially due to coating within the pore 

structure and masking of topological variations. The average pore volume and diameter 

experienced reductions of . 12% and . 5%, respectively, suggesting that the ALD coatings likely 

penetrate within the pores, though possibly coat unevenly as compared to the external surface. CO 

uptake during chemisorption experiments was inversely correlated with increasing ALD cycles, 

indicating reduced accessibility to CO binding sites. These trends were corroborated by H2 
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chemisorption in select cases. The relative activity and leaching stability of the ALD-coated 

catalysts were then assessed in batch muconic acid hydrogenations (Figure C.5). With increasing 

ALD cycle number, catalysts displayed decreasing initial adipic acid productivity (Table C.5), 

likely due to reduced accessibility of surface Pd sites. Despite the minor reduction in overall 

activity, all ALD-coated catalysts retained final selectivity to adipic acid (Figure 4.2, Figure C.5). 

With regards to stability, Pd leaching decreased by 3x with 5 ALD cycles. Beyond 5 cycles, no 

further leaching resistance was imparted for this reaction. Control tests confirmed that Pd is more 

susceptible to leaching with muconic acid than adipic acid (Table C.5, entries 1,2), potentially due 

to chelation with the conjugated backbone of muconic acid.23 Based on retained activity and 

imparted leaching stability, the 5-cycle ALD catalyst was selected for further study.  

To assess catalyst performance under continuous reaction conditions, hydrogenation activity 

and leaching stability of the uncoated and 5-cycle ALD catalysts were evaluated in a trickle bed 

reactor. Continuous testing was initially performed under partial conversion conditions (500 psig 

H2, 23¡C, WHSV 19.5 h-1) to track any decline in activity over time. Under these conditions, the 

uncoated Pd/TiO2 catalyst exhibited a muconic acid conversion rate of 7.8 ± 1.8 gMA gcat
-1 h-1 based 

on the variability of measurements in duplicate reactions (Figure 4.3). Variability was attributed 

to the low catalyst loading (6 mg) and diluent sand utilized for this reaction. Pd leaching was 

measured at levels of 1.36 ± 0.66 ppm between 20Ð76 h TOS. Prior to 20 h TOS, a Òwash outÓ 

effect was observed (Pd leaching 2.31 ± 0.98 ppm), attributed to attrition of loosely bound Pd. 

Under identical conditions, the 5-cycle ALD catalyst exhibited / 4x decrease in Pd leaching (0.29 

± 0.12 ppm after 20 h TOS), although the muconic acid conversion rate was also lower at 3.5 ± 

0.9 gMA gcat
-1 h-1 (Figure 4.3). Pd leaching during the first 20 h experienced a similar reduction 

(0.75 ± 0.25 ppm), demonstrating that ALD coating improves both the initial and steady-state 
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leaching stability of Pd. The minor decline in activity was attributed to organic fouling of the 

catalysts, which was confirmed after complete conversion reactions were performed using 

increased catalyst loading, sufficient to recover and analyze post-reaction.  

 

 

Figure 4.3: Partial conversion activity and leaching stability of the uncoated and 5-cycle ALD 
Pd/TiO2 catalysts during continuous muconate hydrogenation. Shaded areas reflect variance in 
conversion rate measurements from duplicate reactions.  

 

The 5-cycle ALD catalyst was tested under complete conversion conditions (150 mg catalyst, 

500 psi H2, 70¡C) with a biologically-derived muconic acid feed to demonstrate relevance for 

industrial biomass-conversion processes. The ALD catalyst displayed near quantitative yields 

(>99%) of high-purity adipic acid (Figure C.6) at WHSVs up to 1.05 h-1 with Pd leaching 

averaging 0.06 ppm (Table C.6). Under identical conditions using the uncoated catalyst, Pd 

leaching averaged 0.45 ppm (Table C.7), highlighting the stability gain with ALD. The lower Pd 

leaching for both the ALD-coated and uncoated catalysts during continuous processing may be 

attributed to in situ catalyst reduction before the reaction and reduced exposure to muconic acid 

(Table C.5). Post-reaction analysis of the 5-cycle ALD catalyst determined that 8 wt% 
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carbonaceous residues had accumulated during the reaction, supporting the hypothesis behind 

observed activity decline under partial conversion conditions and motivating evaluation of thermal 

stability during oxidative regeneration (Table C.8). 

4.4.2 Thermal stability of 5-cycle ALD catalyst 

  TiO2 supports can be sensitive to thermal restructuring above 500¡C.20 Additionally, Pd 

nanoparticles can sinter, reducing active surface area.2,3 Previous reports have observed enhanced 

thermal stability of Al2O3-stabilized TiO2 by interference of the nanocrystalline expanse of TiO2, 

thereby disrupting nucleation sites for the anatase-to-rutile phase transition.24 Yet, to our 

knowledge, the ability of Al2O3 coatings applied by ALD to address this deactivation mode for 

Pd/TiO2 has not been reported. Therefore, the uncoated and 5-cycle ALD catalysts were subjected 

to 700¡C thermal treatment in air followed by 200¡C reduction to evaluate differences in the impact 

of thermal treatment on catalyst morphology. 

N2 physisorption revealed that the thermally aged uncoated catalyst experienced >80% loss of 

surface area, nearly 60% decline in pore volume, and ~200% increase in pore diameter (Table 4.1). 

X-ray diffraction (XRD) showed more defined, narrow anatase TiO2 peaks (Figure C.7), which 

were attributed to the increased crystallinity of the anatase phase and likely caused the observed 

pore restructuring.20 Scanning transmission electron microscopy (STEM) with energy dispersive 

x-ray spectroscopy (EDS) revealed agglomeration of Pd nanoparticles after thermal aging, with 

diameters of 100-500+ nm (Figure 4.4a-b, Figure C.8g,h). Likewise, XRD of the thermally-aged 

catalyst revealed the appearance of Pd peaks, reflective of increased crystallite size (Figure C.7). 

In comparison, the fresh catalyst displayed Pd nanoparticles <2 nm in diameter by STEM and no 

peaks from Pd by XRD. Thermally-induced morphological changes in the uncoated catalyst were 
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consistent with the >80% decline in CO uptake and low muconic acid hydrogenation activity 

(Figure C.9). 

 

 

Figure 4.4: STEM-EDS elemental maps of the Pd/TiO2 catalysts after thermal aging at 700¡C. a-
b, Uncoated Pd/TiO2 displays sintering of Pd nanoparticles. c-e, The 5-cycle ALD catalyst displays 
retention of highly dispersed Pd and uniform Al. 

 

Table 4.1: Material properties of thermally aged uncoated and 5-cycle ALD Pd/TiO2 catalysts. 
Aging conditions: 700¡C under 200 sccm air for 4h followed by 200¡C under 200 sccm H2 for 4h. 

Parameter 
Fresh  

Uncoated 
Aged  

Uncoated 
Fresh  
5-cycle 

Aged  
5-cycle 

Surface area (m2 g-1) 130 22 126 96 

Pore volume (mL g-1) 0.57 0.24 0.50 0.47 

Pore diameter (nm) 5.9 16.4 5.6 7.2 

CO uptake (µmol g-1) 25 5 14 25 
 

 

In comparison, the 5-cycle ALD catalyst displayed enhanced stability upon thermal aging. 

Following thermal treatment, the ALD-coated catalyst experienced only 24% loss of surface area, 

6% reduction in pore volume, and 29% increase in pore diameter (Table 4.1). In addition, highly 

dispersed ~2 nm Pd nanoparticles were retained with no indication of sintering by STEM-EDS or 
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XRD (Figure 4.4c-e, Figure C.8a-c,i,j). The thermally aged 5-cycle ALD catalyst exhibited an 

apparent increase in CO binding site density as compared to the fresh 5-cycle ALD catalyst, 

attributed to structural changes in the coating which increased CO binding site accessibility.21 

XRD showed no indication of morphological changes to the TiO2, nor were peaks associated with 

Pd crystallites apparent (Figure C.7). High hydrogenation activity was retained (Figure C.9), which 

underscores the potential of low-cycle Al2O3 ALD coatings to improve the thermal stability of 

Pd/TiO2. 

4.4.3 Characterization of 5-cycle ALD catalyst 

 The 5-cycle ALD catalyst was characterized in detail to determine the extent of coating 

penetration and its conformity throughout the TiO2 support, as this remains a major hurdle when 

transitioning from model to complex catalyst supports. Elemental mapping by SEM-EDS 

confirmed Al coating uniformity on the exterior particle surface at the micron scale (Figure 

C.10a,b). Cross-sectional analysis using focused ion beam (FIB) lift outs and STEM imaging 

(Figure C.10c) revealed high density of Pd active sites within the TiO2 pores. Atom-probe 

tomography (APT) provided three-dimensional, element-specific compositional mapping of the 

pore structure.25 Needle specimens were prepared by FIB lift-out and annular milling aided by 

electron beam-assisted Pt deposition to fill the TiO2 pores, allowing increased spatial accuracy 

during elemental reconstruction.26 Iso-composition surfaces revealed the 3D distribution of Pt, Pd, 

and Al in the pore network of the TiO2 support (Figure 4.5a-c). 2D compositional maps of Ti, Pt, 

Pd, and Al extracted using a 1%25%100-nm slice of the 3D volume of APT data (Figure 4.5d-g) 

further highlight the presence of Pd and Al within the pores.  

STEM imaging and STEM-EDS mapping were used to provide structural information 

regarding the Pd nanoparticles and to visualize the Al2O3 ALD coating. On the 5-cycle ALD 
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catalyst, highly dispersed Pd nanoparticles were observed with an average measured diameter of 

1.14 ± 0.2 nm, consistent with Pd nanoparticles on the uncoated catalyst (Figure 4.5h, Figure 

C.8a-c). This suggests that Pd active site dimensions were not altered under the ALD coating 

conditions and that the decline in hydrogenation activity is likely due to partial Pd coverage by 

Al 2O3. BF-STEM imaging illustrated the amorphous nature of the Al2O3 coating visible on the 

catalyst exterior, which was approximately 1.17 ± 0.2 nm thick on select regions analyzed (Figure 

4.5i, Figure C.8d-f).  

 

 

Figure 4.5: Characterization of 5-cycle Al2O3 ALD on Pd/TiO2. a-g, APT analysis of the Al2O3 
ALD coating pore penetration. TiO2 pores were back-filled with Pt prior to sample lift-out. h, DF-
STEM image showing highly dispersed Pd nanoparticles. i, BF-STEM image showing the 
amorphous Al2O3 ALD coating.  

 

CO diffuse reflectance Fourier transform infrared spectroscopy (DRIFTS) of the uncoated 

catalyst indicated CO coordination with the support to form carbonate-like species at 1350-1650 

cm-1 (Figure C.11). Upon ALD coating, support-bound peaks decreased in intensity and peaks 

associated with Pd-bound CO were observed at 1924 cm-1 and 2081 cm-1.27 The reduction in 

support-bound CO is attributed to coverage of TiO2 with thin layers of irreducible Al2O3. In this 

case, CO may preferentially adsorb on Pd sites, which is consistent with the growth of peaks at 

1924 cm-1 and 2081 cm-1. A comparison of the peak areas associated with Pd-bound CO as 
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compared to support-bound CO indicates that the change is correlated with ALD cycle number at 

. 5 cycles (Figure C.12), with minimal changes beyond 5 cycles. This data suggests that ALD 

coatings may transition from a sub-monolayer coating to uniform layer coverage on TiO2 near the 

5 cycle level for the conditions in this study.  

4.4.4 Techno-economic analysis for biobased adipic acid 

To illustrate the potential of low-cycle ALD coatings to enable catalytic processes in harsh 

reaction environments, TEA was performed for an nth-generation biorefinery producing 70 

kilotonnes of adipic acid per year. In this hybrid process, microorganisms are used to convert 

biomass-derived sugars into muconic acid, which is crystallized and catalytically hydrogenated to 

adipic acid (Figure 4.6a, Tables C.9-C.10). A baseline scenario was modeled with the following 

parameters: WHSV of 1.0 h-1 muconic acid in ethanol over 0.5% Pd/TiO2 packed in a trickle bed 

reactor, bio-adipic yield of 99%, and catalyst cost of $130 kg-1 based on the spot price of Pd, bulk 

TiO2, and material preparation costs. The catalyst lifetime was assumed to be 0.5 years, 

representative of harsh process conditions. Under these conditions with a glucose feedstock, the 

adipic acid minimum selling price (MSP) was $2.47 kg-1 (Table C.11), which is near the upper 

limit of the 10-year petrochemical price range projections.28 The impact of the catalyst lifetime on 

the hydrogenation process cost was modeled for lifetimes up to 5 years (Figure 4.6b), as catalyst 

lifetime is difficult to estimate from bench-scale data. 

Since catalyst lifetime impacts both capital and operational costs, a nonlinear cost dependence 

was observed. For a lifetime of 0.5 years, the costs due to the hydrogenation unit operation equate 

to $0.32 kg-1 of adipic acid, which is 12.9% of the MSP. For commodity petrochemicals, catalytic 

unit operation costs are typically <10% of the MSP.29 If the catalyst lifetime is extended to one 

year, the hydrogenation unit operation contribution drops to $0.22 kg-1 of adipic acid, which is 
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9.2% of the MSP ($2.35 kg-1). As such, sensitivity analysis was used to evaluate the impact of 

adipic acid selectivity (90.0-99.9%), WHSV (0.25-4.0 h-1), catalyst cost ($33-260 kg-1), and 

reactor capital (0.25-4.0x) for the one-year lifetime scenario. As shown in Figure 4.6c, selectivity 

is increasingly impactful at low values due to the strong dependence of MSP on product yield. 

WHSV is also a key driver until a WHSV of 2 h-1, with further gains providing diminishing MSP 

improvements. Varying catalyst costs and reactor capital had a lesser impact due to the high 

baseline WHSV of 1.0 h-1 and 30-year chemical plant amortization. 

 

 

Figure 4.6: Process impacts of ALD catalysts for an nth-generation adipic acid biorefinery. a, 
Simplified block flow diagram for the biobased adipic acid process model. b, Impact of catalyst 
lifetime on bio-adipic acid MSP. c, Process sensitivity analysis for a one-year catalyst lifetime 
baseline scenario. 
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Lastly, the impact of ALD-coated catalyst price ($163Ð780 kg-1) was compared to the harsh 

0.5-year lifetime scenario for an uncoated catalyst to determine the necessary improvements in 

catalyst stability and retained activity, as highlighted in Table C.12. A modest 25% increase in 

catalyst cost can readily be justified through lifetime extension to one year, so long as 75% of the 

initial catalyst activity is retained. However, even a 50% increase in catalyst cost can be justified 

through a catalyst lifetime extension to 2 years with 50% activity retention. Although projected 

cost estimates for ALD coating at the scale of catalyst manufacturing can vary greatly based on 

the type of ALD precursor, scale of precursor production, and estimated precursor utilization 

efficiency (Table C.1, Figure C.1), this analysis highlights that ALD catalyst coatings for harsh 

environments have the potential to favorably impact process economics if sufficient lifetimes 

improvements and retained activity can be achieved for supported Pd catalysts. 

4.5 Discussion 

As shown in this work, 5-cycle Al2O3 ALD can retard Pd leaching from Pd/TiO2 by 5-fold 

during muconic acid hydrogenation, while retaining over 50% of the catalytic activity and near 

quantitative selectivity to adipic acid (Figure 4.2 and Figure 4.3). Similar to past studies, we 

hypothesize that Al2O3 ALD only partially covers Pd nanoparticle sites at low cycle numbers to 

still allow for hydrogenation chemistry. Previous efforts have proposed that the Al2O3 precursor, 

TMA, selectively decorates high-energy facets on Pd that may be most susceptible to 

dissolution.10,11 While this provides insight into Pd-ALD precursor interactions for TMA, further 

efforts are needed to examine how ALD coatings impact molecule coordination and chelation in 

the condensed phase. Beyond stability, TMA-based Al2O3 ALD on Pd has also been shown to 

favorably enhance catalyst selectivity for structure-sensitive reactions, such as ethane 

dehydrogenation.21 The questions of catalyst stability and selectivity apply to other ALD 
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precursor-metal systems as well, affording opportunities to examine the impact on catalyst 

performance in the condensed phase.  

Beyond leaching reduction, 5-cycle Al2O3 ALD dramatically hinders structural collapse of the 

TiO2 support under harsh thermal treatment and mitigates Pd sintering (Figure 4.4 and Table 4.1). 

The incorporation of Al2O3 into TiO2 has been shown to disrupt nucleation sites for the TiO2 phase 

change;24 we propose that low-cycle Al2O3 ALD provides the same effect while allowing for 

coating conformity in morphologically complex catalyst supports. The enhanced thermal stability 

of TiO2 with Al2O3 ALD is not only relevant for catalyst regeneration, as emphasized here, but 

also has potential to expand the application of metal-doped TiO2 catalysts under high temperature 

environments that may benefit from the reducibility of TiO2. For Pd sintering, although the exact 

mitigation mechanism is unclear from this work, previous studies have proposed that Al2O3 ALD 

coatings physically disrupt the mobility of Pd across the support, as well as anchor Pd at the metal-

support interface.10,21 Similar to leaching, further efforts are needed to examine thermal durability 

of various ALD precursor-metal systems and decouple the role of support and metal-support 

modifications. 

With regards to economically transitioning ALD coatings towards commercially relevant 

catalysts, further optimization of ALD process conditions, use of low-cost ALD precursors, and 

catalyst surface pretreatments may allow for even lower ALD cycle numbers to impart stability at 

a reduced cost (Table C.1). The advanced characterization techniques employed in this work 

(Figure 4.5) will be critical to understanding the degree of coating conformity within commercially 

relevant catalyst supports to provide a physical basis for stability enhancements.30 Lastly, TEA 

results for an nth-generation adipic acid biorefinery (Figure 4.6) illustrate key cost drivers when 

developing low-cycle ALD coatings for catalyst durability. These results stress the importance of 
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sufficient catalyst lifetime for biobased chemical production and set performance targets to guide 

further development of ALD-coated catalysts for harsh reaction environments.  

4.6 Conclusion 

 Here, we demonstrate that low-cycle Al2O3 ALD coatings on Pd/TiO2 enhance catalyst 

durability against Pd leaching and thermal restructuring of both Pd and the TiO2 support without 

altering selectivity for muconic acid hydrogenation to adipic acid. TEA establishes that increased 

material costs and reduced activity of ALD-coated catalysts can potentially be offset through 

catalyst lifetime extension. These findings offer new insight into the ability of low-cycle ALD to 

impart catalyst stability, while also providing a baseline to evaluate the economic viability of ALD-

coated catalysts for biobased chemical applications. Such steps are critical for advancing biomass-

conversion processes, with broad implications for utilizing ALD coatings to address catalysts 

stability in harsh reaction environments for other emerging renewable energy and chemical 

applications. 

4.7 Materials and Methods 

 Catalyst synthesis. Pd/TiO2 catalysts were prepared using Alfa Aesar TiO2 pellets that were 

crushed and sieved prior to loading Pd by strong electrostatic adsorption. Al 2O3 coatings were 

deposited by ALD using TMA and H2O precursors in an ALD fixed bed configuration operated in 

stop-flow mode ALD at 200¡C. Thermal aging was performed in a tube furnace by exposing the 

catalyst to flowing air at 700¡C for 4 h, followed by flowing H2 at 200¡C for 4 h. 

Catalyst characterization. ICP-MS was performed on an Agilent model 7700x. H2 

chemisorption measurements were conducted using a Micromeritics Autochem II 2920 pulse 

analyzer. CO chemisorption measurements were conducted using an Altamira AMI-390 micro-

flow reactor system. Nitrogen physisorption was measured with a Micromeritics ASAP 2020. CO 
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DRIFTS measurements were collected on a Thermo Nicolet iS50 FT-IR spectrometer equipped 

with a Harrick Praying Mantis chamber.  

SEM-EDS imaging and elemental of mapping was conducted on an FEI Quanta 400 FEG 

SEM at 5-20 kV under high vacuum equipped with an Everhart Thornley detector and an EDAX 

X-ray detector. STEM imaging and EDS elemental mapping were performed on a Talos F200X 

TEM at 200 kV under high vacuum equipped with a high-angle annular dark field (HAADF) 

detector. Alternately, imaging was performed on an aberration-corrected JEOL 2200FS STEM, 

equipped with a CEOS GmbH corrector on the probe-forming lenses and operated at 200kV with 

simultaneous BF- and HAADF-STEM imaging and equipped with Bruker XFlash¨ 6T/30 silicon 

drift detector XFlash¨ 6T/30 for EDS analysis. High resolution STEM imaging was performed on 

an aberration-corrected Nion UltraSTEM 100, operating at 100kV. Powder XRD was performed 

on a Rigaku Ultima IV diffractometer operated at 40 kV and 40 mA in a focused, Bragg-Bretano 

configuration over a range of 20-80¡ with a 0.04¡ step and a fixed time of 10 s per step. TGA 

measurements were collected using a TA Instruments Q-500 with platinum pans under 60 sccm 

flowing air. DSC purity analysis was done using a TA Instruments Q-5000 series Digital Scanning 

Calorimeter. 

Testing and product analysis. Batch reactor testing was performed in duplicate with a Parr 

multi-batch reactor system using ethanol containing 1 wt% cis,cis-muconic acid. Reactor contents 

were filtered prior to product analysis and leaching quantification by ICP-MS. Continuous flow 

reactor testing was performed using a Parr tubular reactor system operated in a trickle bed 

configuration. The catalyst bed was packed in the reactor tube at the midpoint, surrounded with 

inert quartz sand and quartz beads held in place with quartz wool. The catalyst was pre-reduced in 

situ and mobile phase (1 wt% muconic acid and 0.1 wt% succinic acid internal standard) was 
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delivered the desired WHSV. Liquid effluent samples were collected from an in-line knockout pot 

and syringe-filtered prior to analysis. Organic products were analyzed offline by high-performance 

liquid chromatography (HPLC) using an Agilent 1100 series HPLC system with Phenomenex 

Rezex RFQ-Fast Fruit H+ column and Bio-Rad Laboratories cation H+ guard cartridge using 

refractive index and diode array detectors.  

Techno-economic analysis. The TEA model determined biobased adipic acid production costs 

using a process model and an economic model. The process model solved mass and energy 

balances for each unit operation and the economic model estimated capital and operating costs 

from the process model using assumptions in Table C.6, which were based on a mature nth-plant 

and consistent with prior published work.31Ð33 The process model inputs included experimental 

data on the feedstock composition and intermediate product yields for each unit. The material and 

energy flows in the process, the overall variable and fixed operating costs, and the capital costs 

were estimated for the integrated design and the calculated flow rates. Adipic acid MSP was 

calculated using a discounted cash flow rate of return analysis. 

4.8 Associated content 

The Supporting Information for this work can be found in Appendix C. 
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CHAPTER 5:  

SUMMARY, CONCLUSIONS, AND FUTURE WORK 

5.1 Summary and Conclusions 

This thesis investigated the catalytic upgrading of muconic acid for renewable chemical 

applications including the production of drop-in commodity monomers (e.g. terephthalates and 

adipic acid) as well as structurally-differentiated, functional alternative monomers. The work 

presented herein was intended to address the following objectives: (1) review and provide insight 

on heterogeneous catalysis of Diels-Alder cycloadditions with biobased chemicals, such as 

muconates, for the production of commodity cyclic monomers, (2) investigate the homogeneous 

iodine-catalyzed isomerization of muconate, thereby expanding a fundamental knowledge base 

which may be applied to other relevant chemical systems, and (3) demonstrate the use of low-

cycle ALD coatings as a means to enhance supported platinum group metal catalystsÕ resistance 

to deactivation during processing conditions relevant to biomass conversion. To that end, the 

conclusions drawn from the research efforts are as follows: 

5.1.1 Diels-Alder cycloadditions for cyclic monomer production 

 In recent years, investigations into Diels-Alder cycloadditions for production of drop-in 

commodity aromatic monomers (e.g. benzene, toluene, xylene, benzoic acid, terephthalic acid, and 

phthalic anhydride) have seen rapid growth. The robust ability of Diels-Alder cycloadditions to 

permit synthesis of cyclic products in a 100% atom-economic manner makes this upgrading route 

especially attractive for both the production of direct replacement monomers and functional 

alternatives. The design of multifunctional catalysts to enable tandem cycloaddition and 

aromatization reactions will be essential for the continued success of Diels-Alder cycloadditions 

as a means to produce valuable commodity chemical products from lignocellulosic biomass 
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through decreased process steps and increased conversion efficiency. Finally, the production of 

functional alternative monomers via Diels-Alder chemistry may facilitate new end-use 

applications for biomass derived products and will work to advance biomass conversion 

technologies as a whole.  

5.1.2 Homogeneous iodine catalysis of muconate isomerization 

 A joint experimental and computational approach to investigating the mechanistic aspects of 

iodine-catalyzed isomerization of cis,cis-dimethyl muconate revealed that the catalyzed 

isomerization of a diene species has inherent complexities when compared to the isomerization of 

a singular alkene due to increased regio- and stereochemical considerations afforded by the 

conjugated diene backbone. Viable reaction pathways for the isomerization of a diene include 

singular iodine coordination, which facilitates sequential isomerization of each olefinic bond, or 

dual iodine coordination, which permits simultaneous isomerization about both olefinic bonds. 

Based on the computational findings of the work presented here, sequential isomerization 

pathways are likely dominant in the iodine-catalyzed isomerization of dimethyl muconate due to 

inhibitory dissociation energies accompanying dual iodine association. Iodine catalysis of 

dimethyl muconate isomerization effectively reduced the energy barriers toward reaction to permit 

isomerization that resulted in an equilibrium consisting of 95.0 ± 2.0% trans,trans-dimethyl 

muconate and 5.0 ± 2.0% cis,trans-dimethyl muconate in less than 1 h at room temperature. While 

the final equilibrium was not dependent on solvent or temperature, reaction rates toward 

equilibrium were heavily influenced by both parameters. The effect of solvent on reaction rate was 

hypothesized to be a result of molecular interactions of the active iodine species and the solvent 

molecules themselves. When using methanol as the reaction solvent, trans,trans-muconic acid was 

recovered in high yield and purity. Collectively, these findings provide insight into mechanistic 
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aspects of this isomerization that are applicable to similar catalytic isomerization systems and 

provide a foundation to develop similar chemistries using biomass-derived intermediate chemicals.  

5.1.3 Atomic layer deposition for enhanced catalyst durability 

 Low-cycle ALD Al 2O3 coatings on supported Pd catalysts (i.e. Pd/AC, Pd/Al2O3, Pd/SiO2, 

and Pd/TiO2) were shown to enhance the durability of the catalyst against active site leaching while 

maintaining activity for condensed phase hydrogenation of biologically-derived muconic acid to 

adipic acid. Based on leaching resistance and muconic acid hydrogenation activity, 0.5 wt% 

Pd/TiO2 was utilized for expanded investigations into ALD for catalyst durability. Using a coating 

prepared with 5 ALD cycles of Al2O3 on the Pd/TiO2 catalyst, over 45-60% of catalyst activity 

and complete selectivity to adipic acid were retained during batch and flow hydrogenation 

reactions. Using the 5-cycle ALD catalyst under complete conversion conditions in a continuous 

flow reaction, bio-adipic acid was produced with purity surpassing the industry minimum for use 

in commercial polymers applications. Beyond activity retention, Pd leaching was reduced between 

3-7.5x in batch and flow reactions, dependent on reaction conditions. Using a 700 ¡C thermal aging 

as a model regenerative process, the 5-cycle ALD catalyst also displayed significantly increased 

resistance to thermal restructuring of the Pd active sites and TiO2 support. The resistance of Al2O3-

coated Pd/TiO2 to thermal restructuring is hypothesized to be a result of the Al2O3 coating causing 

a disruption in the nanocrystalline expanse of TiO2, increasing the stability of the material against 

temperature-induced restructuring and phase change. The mitigation of Pd agglomeration is 

believed to be the result of the physical barrier imparted by the Al2O3 coating.  

 Advanced characterization of the 5-cycle ALD catalyst revealed that ALD coatings between 

1-5 cycles cause a shift from dominance of accessible CO bindings sites on the support to those 

on Pd, as determined by CO DRIFTS. This indicates that the coating may preferentially deposit 
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on the support prior to depositing on the Pd nanoparticles. After 5 cycles, no further significant 

change in the ratio of support bound CO to Pd-bound CO could be observed by DRIFTS, signifying 

that monolayer coverage of the surface by Al2O3 may occur around the 5-cycle range under the 

ALD conditions employed for this work. Advanced microscopy techniques (SEM-EDS, STEM, 

APT) revealed that the coating appears to be extremely uniform on the external surface of the 

catalyst, appearing by STEM imaging as an amorphous external layer approximately 1.2 nm thick 

at 5 ALD cycles. APT indicated that Al is present within he porous network of the TiO2 support, 

though could not be used to determine if the coating within the pores is uniform. Moving forward, 

investigation into the use of additional characterization to evaluate coating conformality within the 

support morphology would help to justify observed activity and stability of coated catalysts and 

would serve to inform modifications to the ALD coating process parameters.  

 Finally, preliminary techno-economic modeling of the catalytic hydrogenation reactor within 

an adipic acid biorefinery was used to assess the tradeoffs between increased catalyst cost by ALD 

coating and extended catalyst lifetime. Under different baseline scenarios, it was shown that 

increased materials cost and reduced catalytic activity could be justified by sufficient increase in 

catalyst lifetime. Under conditions of moderate severity in which a baseline catalyst lifetime of 

one year was assumed, 150% materials cost could be justified through catalyst lifetime extension 

to 3 years assuming 75% retained catalytic activity. Under more severe conditions in which a 

baseline catalyst lifetime of 0.5 years was assumed, even up to 300% materials cost could be 

justified through lifetime extension to 3 years and 75% retained catalytic activity. 

5.2 Future Work  

 In this work, three discrete aspects of catalytic upgrading of biologically-derived muconate 

were investigated. The first, which reviewed heterogeneous catalysis for biomass-derived cyclic 
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monomers, has been developed further through preliminary experimental efforts towards the 

production of novel, functionally differentiated cyclic monomers from the Diels-Alder 

cycloaddition of muconic esters with ethylene. Moving forward, efforts are needed to identify 

product property benefits that may results from the unique structures of the products of Diels-

Alder cycloaddition of muconate esters and the numerous potential dienophiles. This could be 

approached in a Òbottom-upÓ manner or in a Òtop-downÓ approach. Using the bottom-up approach, 

Diels-Alder reactions of muconate esters with varying dienophiles can be screened to determine 

the most efficacious, high-yielding cycloaddition. The cyclic product should then be evaluated for 

polymer applicability and resultant material properties. In the Òtop-downÓ approach, the known 

structural features of monomers that provide desirable polymer properties can be utilized to 

logically select a Diels-Alder reaction to target. A catalytic reaction system, possibly combined 

with computational investigations to serve as a feedback loop, can then be developed accordingly 

to yield the targeted product. 

 The second study presented in this thesis focused on the homogeneous iodine-catalyzed 

isomerization of dimethyl muconate. The findings of this study could be expanded through 

additional computational and experimental evaluations to resolve the interactions of iodine with 

different solvent molecules in order to provide an explanation for the drastic, solvent-dependent 

rate differences observed. Additionally, in situ reaction monitoring could be incorporated in order 

to increase the data resolution, ideally allowing the dominant catalytic pathway (sequential vs. 

concerted isomerization) to be elucidated with more certainty. Finally, the findings here could be 

evaluated for applicability to similar reaction systems through screening for efficacy on other diene 

molecules, or perhaps even trienes and beyond.  
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 The final investigation presented within this thesis evaluated the use of low-cycle ALD 

coatings as a means to enhance the durability of Pd/TiO2 catalysts during condensed phase 

muconic acid hydrogenation. The use of 5 ALD cycles of Al2O2 was shown to be effective at 

reducing Pd leaching and thermal restructuring of both the Pd active sites and the TiO2 support. 

TEA indicated that the increased cost associated with the ALD-coated catalyst could be justified 

through catalyst lifetime extension. Moving forward, the broader applicability of ALD as a 

technique for enhanced catalyst durability could be probed on different catalyst metal/support 

combinations, for different reactions (e.g. oxidative chemistries vs. reductions), in different 

reaction phases (e.g. gas phase vs. condensed phase), or against other catalyst deactivation modes. 

Additionally, more rigorous techno-economic analyses coupled with experimental design 

advancements can potentially improve cost estimates based on the state of technology and identify 

critical areas in which future research could allow meaningful process cost reductions. Finally, the 

inclusion of computational evaluations that are closely tied to experimental data, especially 

material characterization, is a key area for further investigation as it may serve to explain how 

ALD coatings physically interact with the support material and active catalyst sties in order to 

impart the observed durability enhancements.  
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APPENDIX A:  

SUPPLEMENTAL INFORMATION FOR HETEROGENEOUS DIELS-ALDER CATALYSIS 

FOR BIOMASS-DERIVED AROMATIC COMPOUNDS 

 

Figure A.1: Cover art for the article ÒHeterogeneous Diels-Alder catalysis for biomass-derived 
aromatic compounds,Ó published as an inside cover for Green Chem volume 19, issue 15. 

Green
Chemistry
Cutting-edge research for a greener sustainable future
rsc.li/greenchem

ISSN 1463-9262

 TUTORIAL REVIEW 
 Derek R. Vardon  et al.  
 Heterogeneous DielsÐAlder catalysis for biomass-derived aromatic 
compounds 

Volume 19  Number 15  7 August 2017  Pages 3431Ð3680



145 

  
APPENDIX B:  

SUPPLEMENTAL INFORMATION FOR IODINE-CATALYZED ISOMERIZATION OF 

DIMETHYL MUCONATE 

 

This supplementary information has been adapted from that originally published by 

ChemSusChem associated with DOI: DOI: 10.1002/CSSC.201800606. 

 

 

Figure B.1: Dihedrals representative of strain in backbone of DMM isomers. The dihedral angle 
in ccDMM (52¡) indicates that this isomer is particularly unfavorable. 
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Figure B.2: Enthalpy evaluations of the expanded isomerization space. Values shown are the 
change in enthalpy for indicated isomer transformations, reported in kcal mol-1. 
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Table B.1: Relative iodine-bound isomer stabilities (kcal mol-1) in gas phase and solvent dielectric 
constants for tetrahydrofuran (THF) and ethanol (EtOH).  

 
cis,cis cis,trans trans,trans 

! -trans ! -cis ! -trans ! -cis ! -trans 

I-
D

M
[a

]  
 

Gas phase -16.86 -14.27 -14.14 -15.87 -18.75 

THF -15.45 -13.88 -14.36 -15.98 -18.89 

EtOH -15.68 -12.71 -14.36 -16.08 -19.00 

 

 

 

 

 
Figure B.3: Isomerization in methanol at 4 ¡C (A), 23 ¡C (B), and 50 ¡C (C). Reaction conditions: 
200 mg ccDMM, 10 mg I2, 10 mL methanol, stirring 350 rpm. Molar isomer distribution 
determined by 1H NMR.  
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Figure B.4: Differential scanning calorimetry (DSC) trace indicating high purity (>98.0 ± 0.5%) 
of recovered ttDMM after iodine-catalyzed isomerization of ccDMM at room temperature in 
methanol and exposed to ambient light (left). ttDMM was recovered via crystallization in methanol 
at room temperature and filtration (right). 
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Figure B.5: (A) 1H NMR spectrum of recovered ttDMM (>98.0 ± 0.5% purity by DSC) showing 
trace ctDMM. See Figure C.8 for detailed peak assignment information. (B) UV/visible spectrum 
of the same recovered ttDMM that was re-dissolved in methanol after recovery, indicating the 
presence of trace iodine impurities. 
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Figure B.6: Isomerization of ttDMM (left) and ctDMM (right) in the presence of iodine. Reaction 
conditions: 200 mg ccDM, 10 mg I2, 10 mL methanol, 23 ¡C, stirring 350 rpm. Molar isomer 
distribution determined by 1H NMR. 

 

 

Figure B.7: Final product distribution of isomerization in specified solvents. Reaction conditions: 
200 mg ccDMM, 10 mg I2, 10 mL indicated solvent, 23 ¡C, stirring 350 rpm, 2-12 hours. Molar 
isomer distribution determined by 1H NMR. 
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Figure B.8: 1H NMR spectra and peak assignments for DMM isomers. 

 

!  
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Figure B.9: Cover art for the article ÒIodine-catalyzed isomerization of dimethyl muconate,Ó 
published as a cover feature for ChemSusChem volume 11, issue 11. 

11/2018
Cover Feature:

Settle and Berstis et al.
Iodine-Catalyzed Isomerization of Dimethyl Muconate

www.chemsuschem.org

A Journal of

www.chemsuschem.org
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APPENDIX C:  

SUPPLEMENTAL INFORMATION FOR LOW-CYCLE ATOMIC LAYER DEPOSITION 

FOR ENHANCED Pd/TiO2 STABILITY  

 

C.1 Detailed methods for catalyst synthesis, characterization, and testing  

Synthesis of Pd/TiO2. Pd/TiO2 catalysts were prepared in-house. Blank, pelletized TiO2 support 

(Alfa Aesar) was initially ground and sieved prior to loading with palladium. Pd was loaded by 

adapting methods for strong electrostatic adsorption using pH adjustment.1 For the typical 

preparation, 10 g crushed and sieved TiO2 was added to a large beaker with ~350 mL of deionized 

water. The solution was then raised to pH 11 using NaOH to deprotonate the TiO2 support. In a 

separate beaker, tetraaminepalladium (II) chloride monohydrate (Sigma Aldrich) was added to 

~200 mL of DI water. Both solutions were then combined, readjusted to pH 11, and stirred at 500 

rpm for at least 48 h. After stirring, the catalyst particles were vacuum filtered and dried overnight 

at room temperature. The catalyst was loaded into a tube furnace, dried at 110¡C for 2 h in 200 

sccm of N2, and reduced at 150¡C in 200 sccm of H2 for 4 h.  

Al2O3 ALD Coatings. Al2O3 coatings were deposited by ALD on powder Pd/TiO2 catalysts 

sieved to pass through 80 mesh (<180 µm). The catalyst was held in in a 1.5Ó x 2Ó stainless steel 

tray placed horizontally in the reactor without sample agitation. The Al2O3 precursors, TMA and 

H2O, were held at room temperature. The Pd/TiO2 catalysts were coated by ALD with Al 2O3 using 

stop-flow mode ALD at 200¡C with TMA and H2O precursors. In stop-flow mode, one half-cycle 

consists of dosing the sample with the precursor, soaking the sample in the precursor isolated from 

the pump, a purge at higher flow rates, followed by evacuation of the chamber. These steps were 

followed for both TMA and H2O. One full cycle consists of two half cycles, the first with TMA 
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and the second with H2O. The timing and carrier gas (99.9999% nitrogen) flow parameters for 

Al 2O3 ALD are provided in Table C.3. The operating pressure was approximately 1 torr when the 

carrier gas was flowing. 

Catalyst Oxidation and Thermal Aging. Thermal aging of catalysts was performed in a tube 

furnace by exposing the materials to 200 sccm flowing air at 700¡C for 4 h, followed by reduction 

at 200¡C in 200 sccm H2 for 4 h. 

ICP-MS. Inductively coupled plasma mass spectrometry (ICP-MS) was carried out using an 

Agilent model 7700x ICP-MS in standard configuration. Quantification was based on calibration 

curves prepared with standards provided by High Purity Standards. To prepare catalyst samples 

for ICP-MS analysis, 10-20 mg of catalyst sample was weighed into a 50-mL centrifuge tube. To 

each sample, 0.75 mL concentrated HCl and 0.25 mL concentrated HNO3 was added allowed to 

digest for 12Ð24 h. After 12Ð24 h, 0.25 mL concentration HF was added and allowed to digest for 

an additional 24Ð48 h. When no solids remained in the solution, the digestion was considered 

complete. Samples were then diluted to a total volume of 50.0 mL with deionized water and filtered 

through 0.2-µm PES membranes prior to analysis. Samples were analyzed with 120-sec uptake 

and 30-sec stabilization. Each sample was analyzed three to six times and the average value was 

reported. After each sample, a 30-sec rinse in 2% HNO3 was performed to limit cross-

contamination.  

H2 Chemisorption. Chemisorption was conducted to measure the amount of accessible 

hydrogen binding sites on catalyst samples. H2 chemisorption measurements were conducted using 

a Micromeritics Autochem II 2920 pulse analyzer. Prior to H2 chemisorption analysis, catalysts 

samples (~50Ð100 mg) were degassed at 40¡C for 0.2 h under Ar, dried at 100¡C, reduced at 280¡C 

in flowing 10% H2/Ar (50 mL min-1) for 1 h, and purged at 280¡C for 0.5 h with Ar.  
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CO Chemisorption. Chemisorption was conducted to measure the amount of accessible CO 

binding sites on catalyst samples. CO chemisorption measurements were conducted using an 

Altamira AMI-390 micro-flow reactor system equipped with a thermal conductivity detector 

(TCD). Samples of ~50Ð100 mg were loaded in a quartz U-tube reactor and heated in 5% H2/Ar 

to 140¡C at 5¡C min-1 with a hold time of 2 h. After the reduction step, catalyst samples were 

flushed with He at 50 mL min-1 for 1 h to remove any weakly adsorbed hydrogen. The samples 

were then cooled to 30¡C and dosed with sequential 500-µL pulses of 10% CO/He mixture. A 500-

µL sample loop was used to calibrate the TCD response for CO after each experiment.  

Nitrogen Physisorption. Nitrogen physisorption was performed to measure the surface area, 

pore volume, and average pore diameter of the catalyst samples. Catalyst samples were measured 

with a Micromeritics ASAP 2020 using a 55-point nitrogen adsorption/desorption curve at -196¡C. 

Prior to analysis, the sample was degassed at 300¡C for 5 h under vacuum. BET surface areas were 

determined over a relative pressure range of 0.060 to 0.200 P/P0. Pore size distributions were 

calculated from the desorption branch of the isotherm using the BJH method. 

CO DRIFTS. Diffuse reflectance Fourier transform infrared spectroscopy (DRIFTS) was 

performed using a Thermo Nicolet iS50 FT-IR spectrometer equipped with a Harrick Praying 

Mantis reaction chamber. Spectra represent the average of 32 scans collected at 4 cm-1 resolution. 

Select spectra were smoothed using the Savitzky-Golay algorithm to improve spectral quality. In 

all cases the gas flow rate was held at 100 mL min-1. Catalyst samples were reduced in flowing 

5% H2/Ar by heating to 140¡C at 5¡C min-1 and holding at this temperature for 2 h. After reduction, 

the samples were purged with Ar for 30 min and cooled to 30¡C. The samples were then exposed 

to flowing 1% CO/He for 5 min. Following CO exposure, the system was purged with Ar for 5 
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min and a spectrum was collected. A background collected prior to CO exposure was used as a 

reference.  

SEM-EDS. Imaging and elemental of mapping of catalyst samples were performed by scanning 

electron microscopy coupled to energy dispersive x-ray spectroscopy (SEM-EDS) on an FEI 

Quanta 400 FEG SEM under high vacuum equipped with an Everhart Thornley detector and an 

EDAX X-ray detector. Samples were mounted on aluminum stubs using conductive carbon tape 

to reduce sample charging. Imaging and mapping was performed using accelerating voltages from 

5Ð20 kV.  

STEM-EDS. Imaging of catalyst samples for Figure C.10c was performed by scanning 

transmission electron microscopy (STEM) on a Talos F200X TEM under high vacuum equipped 

with a high-angle annular dark field (HAADF) detector. Samples were prepared using an FEI 

Helios dual beam FIB/SEM and mounted on a copper half-grid. Imaging was performed using an 

accelerating voltage of 200 kV. Imaging and EDS elemental mapping of catalyst samples for all 

other figures were performed on an aberration-corrected JEOL 2200FS STEM, equipped with a 

CEOS GmbH corrector on the probe-forming lenses and operated at 200kV with simultaneous BF- 

and HAADF-STEM imaging and equipped with Bruker silicon drift detector (XFlash¨ 6T/30) for 

EDS analysis. High Resolution (HR) STEM imaging was performed on an aberration-corrected 

Nion UltraSTEM 100, operating at 100kV with a spatial resolution of ~1•. Pd particle size and 

ALD thickness measurements were performed by using Fiji (Fiji Is Just Image J software). We 

performed 48 measurements of particles and 18 measurements of the Al2O3 coating layer. 

XRD. Powder X-ray diffraction (XRD) was performed on a Rigaku Ultima IV diffractometer 

operated at 40 kV and 40 mA in a focused (Bragg-Bretano) configuration.  Powder samples were 

held in a quartz tray that is designed to give a low X-ray background.  Data were collected with a 
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nickel foil to filter Cu K !  radiation.  Data were collected from 20-80 degrees with a 0.04 degree 

step and a fixed time of 10 s per step.  The divergence slit, divergence height limiting slit, scattering 

slit, and receiving slit were 1/3 degrees, 10 mm, 1/3 degrees, and 0.3 mm respectively.   

TGA. Thermogravimetric analysis (TGA) was performed using a TA Instruments Q-500 TGA 

with platinum pans. After equilibration at 20¡C, scans were run at a heating rate of 10¡C min-1 to 

550¡C and held at the final temperature for 30-60 min, unless otherwise noted. All scans were run 

under 60 sccm flowing air. 

DSC. The purity of adipic acid was determined by differential scanning calorimetry (DSC) 

using a Q-5000 series Digital Scanning Calorimeter (TA Instruments) with a refrigerated cooling 

system (TA RCS90). The analysis was performed using a heating ramp rate of 10¡C min! 1 from 

35¡C to 170¡C followed by cooling to 35¡C and repeating the heat ramp. The purity was 

determined using the TA Universal Analysis Tool in which the purity is determined by the slope 

at the onset of melting during the second thermal scan through the use of the van't Hoff equations.2 

Spent Catalyst Characterization. Due to the high activity of Pd/TiO2 for muconic acid 

hydrogenation, partial conversion tests were limited to " 15 mg of catalyst loading in the batch and 

trickle bed reactor. Although the quantity of spent catalyst was too small to allow for extensive 

spent catalyst characterization, the decline of catalyst activity and extent of Pd leaching was 

monitored by 100-h time-on-stream testing in the trickle bed reactor for the uncoated and down-

selected ALD Pd/TiO2 catalysts. To facilitate spent catalyst characterization, 100-h time-on-stream 

testing was also performed in the trickle bed reactor with excess catalyst loading (150 mg) under 

complete conversion conditions. To characterize the spent catalyst, physicochemical properties 

were determined by CO chemisorption, nitrogen physisorption, and TGA, as described above.  
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Batch Reactor Testing. Batch reactor screenings were performed in a Parr multi-batch reactor 

system. To the reactors, 15 mg of catalyst was loaded with 20 g of 1 wt% cis,cis-muconic acid 

(Sigma Aldrich) in ethanol. The reactors were sealed, purged with inert gas three times, and 

pressurized with H2 to 350 psig at room temperature. Catalyst testing was then performed in 

duplicate to measure muconic acid hydrogenation activity and Pd leaching. After the reaction was 

complete, the reactor contents were vacuum filtered using a 0.2-µm PES filter assembly (Nalgene) 

to remove the catalyst particles. The solutions were blown down overnight in flowing N2 at room 

temperature to remove the solvent, and the solid dicarboxylic acid product was analyzed by ICP-

MS to determine extent of Pd leaching. All batch reactions were run in duplicate with average 

conversion values reported and variations between duplicate reactions of " 5%. Pd leaching values 

are based on independent duplicate reactions. 

Control reactions were performed to (i) examine the extent of Pd leaching with only adipic 

acid in ethanol, (ii) examine the impact of catalyst pre-reduction on leaching, and (iii) assess the 

hydrogenation activity of leached Pd with muconic acid. To test the impact of only adipic acid on 

Pd leaching, reactions were carried out under the standard conditions described above using 1 wt% 

adipic acid (Sigma Aldrich) in ethanol in place of 1 wt% muconic acid in ethanol. After terminating 

the reaction and removing the catalyst by filtration, ethanol was removed by N2 blowdown and 

leached Pd content was measured by ICP-MS. To evaluate the impact of pre-reduction on Pd 

leaching, 15 mg of catalyst was loaded into the reactor with 10 mL of ethanol, the reactor was 

sealed, purged with inert gas three times, pressurized with H2 to 150 psig at room temperature, and 

headed to 110¡C for 2 h. The reactors were then cooled to room temperature, purged with inert 

gas, and loaded with an additional 10 g of 2 wt% cis,cis-muconic acid (Sigma Aldrich) in ethanol 

through an in situ sampling port on the reactor head. The reactor was then re-pressurized with H2 
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to 350 psig at room temperature to carry out the hydrogenation reaction under standard conditions, 

as described above. To test the impact of leached Pd on observed hydrogenation activity, reactions 

were initiated under the standard conditions described above; after 10 min of reaction, the catalyst 

was removed by filtration and the reactor was re-pressurized with H2 and allowed to react for an 

additional 25 min to observe any continued activity that could be attributed to leached Pd in the 

effluent. 

The hydrogenation of muconic acid was modeled as pseudo-first order to estimate the rate 

constant, based on previous studies using powder catalysts.3 Using the batch reaction conditions 

described above, previous work determined that mass transfer effects are negligible based on the 

Koros-Nowak criterion.3,4 Pd-normalized muconic acid conversion was calculated by dividing 

mmol muconic acid converted per mmol Pd at 2.5 min of reaction. Pd-normalized adipic acid 

production was calculated by dividing mmol adipic acid produced per mmol Pd at 2.5 min of 

reaction. Initial muconic acid conversion and adipic acid production values are normalized to total 

Pd loaded in the reactor rather than accessible Pd active sites to avoid convolution errors in CO 

and H2 chemisorption results due to uptake by the TiO2 support.  

Trickle Bed Reactor Testing. Continuous flow reactor testing was performed using a Parr 

tubular reactor system (Parr Instruments) operated in a down-flow trickle bed configuration. The 

reactor system was outfitted with an HPLC pump (Series III Scientific Instrument) to deliver liquid 

phase reactants, two mass flow controllers (Brooks Instrument) to control inert and H2 gas delivery, 

tube-in-tube heat exchanger for cooling the reactor effluent, high-pressure 1-L stainless steel 

knockout pot with bottom sampling valve, and a solenoid-controlled backpressure regulator 

(Tescom) to maintain system pressure. Reactions were performed with gas and liquid reagents fed 

to through the top of a 12Ó long, 1/2Ó inner-diameter stainless steel reaction tube surrounded by a 
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clamshell furnace. The tube temperature was monitored and controlled using an internal 

thermocouple centered in the catalyst bed. The tube was initially packed with inert 2-mm glass 

beads (Sigma Aldrich) held in place with quartz wool (Quartz Scientific Inc.). The catalyst bed 

was then loaded at the tube mid-height. Inert quartz sand (Quartz Scientific Inc.) sieved to fit 

through a 60Ð80 mesh opening (180Ð250 µm) and placed at the base and top of the catalyst packing 

to serve as a support. The remaining reactor tube void was then filled with inert glass beads and 

sealed with quartz wool. Continuous hydrogenation reactions were performed with H2 supplied at 

100 sccm, and system pressure maintained at 500 psig. The mobile phase consisted of commercial 

cis,cis-muconic acid (Sigma Aldrich) dissolved in 200-proof ethanol to ~1 wt% (muconic acid 8 

g L-1). Commercial succinic acid (Sigma Aldrich) was added as an internal standard (succinic acid 

0.8 g L-1). The mobile phase was delivered at a flow rate to achieve the desired WHSV of muconic 

acid. Liquid effluent samples were collected from the knockout pot, syringe-filtered, and analyzed 

by HPLC. Subsamples of the liquid filtrate were filtered, and the solvent was removed by overnight 

N2 blowdown to quantify leached Pd in the solid dicarboxylic product by ICP-MS. Flow reactor 

adipic acid productivity was calculated by dividing the mass of adipic acid produced per hour by 

the mass of catalyst loaded into the reactor.  

Reaction Product Analysis. Hydrogenation products were analyzed offline by high-

performance liquid chromatography (HPLC) using an Agilent 1100 series HPLC system utilizing 

a Phenomenex Rezex RFQ-Fast Fruit H+ column and Bio-Rad Laboratories cation H+ guard 

cartridge operating at 85¡C. The mobile phase was comprised of dilute sulfuric acid (0.01 N) 

delivered at a flow rate of 1.0 mL min-1 and compounds were detected by refractive index and 

diode array detectors. Calibration standards were prepared using cis,cis-muconic acid (Sigma 

Aldrich), 3-hexenedioic acid (Sigma Aldrich), and adipic acid (Sigma Aldrich). The detector 
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response factor for 2-hexenedioic acid was assumed to be comparable to the response of 3-

hexenedioic acid.  

Biological Production and Separation of Muconic Acid. When indicated, bio-based muconic 

acid was used as the substrate for reaction testing. All bio-based muconic acid used in this study 

was produced biologically by fed-batch feeding of benzoate to an engineered strain of 

Pseudomonas putida, KT2440-CJ102. Following fermentation, cells and proteins were removed 

and fermentation broth was purified by activated carbon. Muconic acid was recovered by pH-

controlled crystallization, followed by purification in ethanol.5 

C.2 Supplemental data (in order of mention in main text) 

Table C.1: Preliminary estimate for ALD coated catalyst cost. TMA precursor costs are based on 
a log-log linear regression model (see Figure C.1). Pd metal price is based on the 5-year spot price 
average.6 Precursor utilization rates, manufacturing costs, and a coating gross margin of 30% are 
assumed due to the pre-commercial nature of the process.  

Uncoated catalyst 0.5% Pd/TiO2 

Pd metal 5-year average price  $23 g-1 

TiO2 support unit price $10 kg-1 

Uncoated catalyst surface area 130 m2 g-1 

Uncoated catalyst price  $130 kg-1 

ALD catalyst coating Al content 3.5 wt% 

ALD mass of Al2O3 added per kg catalyst 0.066 kg 

ALD precursor utilization rate, assumed 50% 

ALD coating manufacturing cost per kg catalyst, assumed $5 kg-1 

TMA precursor unit price, log-log regression (Figure C.1)  $0.14 g-1 

TMA precursor Al content 37.4% 

ALD precursor cost per kg of catalyst $31 kg-1 

ALD coating with 30% margin per kg catalyst $41 kg-1 

Final ALD coated catalyst cost $160 

ALD coated catalyst price increase 23% 

TMA precursor unit price, lab-scale7 $1.46-3.22 g-1 

Triisobutylaluminum precursor unit price, lab-scale7 $1.07-1.36 g-1 

Aluminum trichloride precursor unit price, lab-scale7 $0.05-0.08 g-1 

Titanium tetrachloride precursor unit price, lab-scale7 $0.15-0.33 g-1 
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Figure C.1: Bulk price of TMA ALD precursor estimated from lab-scale quantities (<500 g) and 
prices8 (blue markers) that are scaled to bulk values (orange markers) using a log-log linear 
regression model.9 TMA precursor costs were based on the price of 25 wt% TMA in hexane from 
Alfa-Aesar with increasing volume, with an assumed solution density of neat hexane. TMA 
precursor bulk quantities at the 10 kilotonne-scale are based on ALD coating at the scale of 100 
kilotonnes of catalyst per year with a 50% ALD precursor utilization rate.  

 

 

Figure C.2: Uncoated Pd catalyst activity screening for batch reactor muconate hydrogenation. 
Conditions: 15 mg catalyst, 20 mL 1 wt% muconic acid in ethanol, 24¡C, 24 bar H2, stirring at 
1600 rpm.  
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Table C.2: Uncoated 1 wt% Pd catalyst leaching and TON during batch reactor muconate 
hydrogenation. While Pd leaching is the lowest with AC-supported Pd, it displays the lowest extent 
of muconate hydrogenation. Conversely, Pd/TiO2 displays the highest extent of muconate 
hydrogenation although Pd leaches at > 5 ppm. Pd/TiO2 was selected for ALD coating to minimize 
the observed Pd leaching while retaining the inherently high rate of conversion for muconate 
hydrogenation. Pd leaching was quantified by ICP-MS and reported in parts per weight of acid 
product recovered from batch reactions. Initial Pd-normalized muconic acid conversion (ConvMA) 
reported as mmol muconic acid converted per mmol Pd per second at 2.5 min of reaction. 
Conversion is normalized to total Pd loaded in the reactor rather than accessible Pd active sites to 
avoid convolution of CO and H2 chemisorption uptake due to the TiO2 support. Batch reaction 
conditions: 15 mg catalyst, 20 mL 1 wt% muconic acid in ethanol, 24¡C, 24 bar H2, 1 h, stirring 
at 1600 rpm.  

Catalyst 
COa/Hb uptake 

(µmol g-1) 
ConvMA  at 2.5 min 

(mmol mmol-1) Pd Leaching (ppm) 

Pd/AC 18b 261 1.07 ± 0.09 

Pd/SiO2 32a 468 4.77 ± 1.39 

Pd/TiO2 27a 736 5.59 ± 0.29 

Pd/Al2O3 30a 542 5.79 ± 0.68 
 

 

Figure C.3: Hot filtration test during batch reactor muconate hydrogenation with 1% Pd/TiO2 (left) 
compared to the standard reaction profile for 1% Pd/TiO2 (right). The lack of activity after removal 
of the catalyst indicates that leached Pd is not significantly active. Reaction conditions: 15 mg 
catalyst, 20 mL 1 wt% muconic acid in ethanol, 24¡C, 24 bar H2, stirring at 1600 rpm. For the hot 
filtration reaction, the catalyst was removed from the system via filtration after 2.5 min of reaction. 
After catalyst removal, the reaction was returned to the previously listed conditions for an 
additional 32.5 min.  
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Figure C.4: Increasing Al content of ALD-coated 0.5 wt% Pd/TiO2 with Al2O3 ALD cycle number. 
One Al2O3 ALD cycle consists of one half-cycle of trimethylaluminum (TMA) and one half-cycle 
of H2O. The non-linearity of the trend in Al content with ALD cycles may be due to the unique 
sub-monolayer nucleation regimes of Al2O3 on the Pd/TiO2 surface vs. the post-monolayer surface 
growth of Al2O3. Similarly, variability in the coating uniformity on the exterior surface compared 
to within the pore network of the catalyst may also be a contributing factor to the non-linear Al 
content increase. 

 

Table C.3: Al2O3 ALD coating parameters for Pd/TiO2. 
Precursor TMA  H2O 

Parameter Dose Expose Purge Evac Dose Expose Purge Evac 

Time (s) 3 80 60 15 3 80 60 15 

N2 (sccm) 200 20 200 0 140 75 200 0 
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Table C.4: Basic catalyst material properties and screening performance for Al2O3 ALD-coated 
0.5 wt% Pd/TiO2. The lack of significant changes to the pores while the surface area appears to 
experience a decline may be indicative of coating differences on the exterior surface as compared 
to within the pores. Reduced CO uptake is likely a result of partial active site coverage by Al2O3, 
decreasing accessibility. Initial Pd-normalized productivity of adipic acid (ProdAA) reported as 
mmol adipic acid produced per mmol Pd at 2.5 min of reaction. Productivity is normalized to total 
Pd loaded in the reactor rather than accessible Pd active sites due to convolution of CO and H2 
chemisorption values by uptake due to the TiO2 support. For these reactions, activity is reported 
in productivity of adipic acid rather than conversion of muconic acid due to complete conversion 
of muconic acid in <2.5 min across all catalysts.  

Catalyst  Surface Area 
(m2 g-1) 

Pore Vol. 
(mL g-1) 

Pore Dia. 
(nm) 

CO/H 
Uptake 

(µmol g-1) 

ProdAA at  
2.5 min  

(mmol mmol-1) 

Leaching 
(ppm Pd) 

Uncoated 130 0.58 0.58 25/26 650 6.09 ± 0.10 

1-cycle 114 0.53 0.53 28 640 3.09 ± 0.30 

5-cycle 126 0.51 0.51 14/18 390 2.07 ± 0.30 

10-cycle 113 0.51 0.51 16 350 2.08 ± 0.09 
 

 

 

Table C.5: Pd leaching from uncoated 0.5 wt% Pd/TiO2 during stirred batch muconate 
hydrogenation reactions under standard batch reaction conditions (Entry 1) and conditions 
modified to be more reflective of the conditions used during continuous flow reactions (Entries 2-
4). Under these conditions, Pd leaching was observed to decrease similarly to the reductions 
observed in the continuous flow reactions due to dominant exposure to adipic acid over muconic 
acid, in situ catalyst pre-reduction, and elevated reaction temperature. Standard batch reaction 
conditions: 15 mg 0.5 wt% Pd/TiO2, 20 mL 1 wt% muconic acid in ethanol, 24¡C, 24 bar H2, 1 h, 
stirring at 1600 rpm. Modifications to standard conditions are as noted below.  

Entry  Acid Temperature (¡C) Pre-reduction Pd Leaching (ppm) 

1 Muconic acid 24 ¡C No 6.09 ± 0.10 

2 Adipic acid 24 ¡C No 3.39 ± 1.05 

3 Muconic acid 24 ¡C Yes 1.05 ± 0.18 

4 Muconic acid 70 ¡C Yes 0.61 ± 0.18 
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Figure C.5: Catalyst activity and leaching screening for batch reactor muconate hydrogenation 
using Al2O3 ALD-coated catalysts with 0, 1, 5, or 10 cycles Al2O3 ALD applied. While reaction 
rate experiences a decline with increasing cycle number, adipic acid selectivity is completely 
retained for all coated catalysts tested in this study. Conditions: 15 mg catalyst, 20 mL 1 wt% 
muconic acid in ethanol, 24¡C, 24 bar H2, stirring at 1600 rpm.  

 

 

Figure C.6: Differential scanning calorimetry (DSC) of adipic acid recovered from complete 
conversion trickle bed flow reaction with 5-cycle ALD catalyst at WHSV of 1.05 h-1. Determined 
adipic acid purity: 99.06 mol%.  
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Table C.6: Pd and Al leaching during TOS muconic acid hydrogenation with 5-cycle Al2O3 on 0.5 
wt% Pd/TiO2 with variable WHSV. Reaction conditions: 150 mg catalyst, mobile phase 8 g L-1 
muconic acid in ethanol with 0.8 g L-1 succinic acid internal standard, 500 psi H2, 23¡C, 100 sccm 
flowing H2, variable mobile phase flow rate (0.16 mL min-1 Ð 0.48 mL/min-1). Pre-reduced at 
150¡C for 2 h under 500 psi H2 flowing at 100 sccm. Leaching values obtained through ICP-MS 
analysis of time-point samples. *Adipic acid yield of ~100% is based on the detection of no other 
compounds in the product stream as determined by HPLC analysis.5 

TOS (h) WHSV (h-1) 
Adipic acid yield 

(%) Pd leaching (ppm) Al leaching (ppm) 

15 

0.52 

100 0.09 14.81 

22 100 0.06 13.06 

45 100 0.03 3.38 

69 100 0.04 0.17 

92 100 0.03 BDL 

110 
1.05 

99.3 0.08 BDL 

118 99.4 0.10 BDL 

136 
1.57 

94.6 0.08 BDL 

145 94.4 0.04 BDL 

 

 

Table C.7: Pd leaching during TOS muconic acid hydrogenation with uncoated 0.5 wt% Pd/TiO2. 
Reaction conditions: 150 mg catalyst, mobile phase 8 g L-1 muconic acid in ethanol with 0.8 g L-1 
succinic acid internal standard, 500 psi H2, 23¡C, 100 sccm flowing H2, 0.32 mL min-1 (WHSV = 
1.05 h-1). Pre-reduced at 150¡C for 2 h under 500 psi H2 flowing at 100 sccm. Leaching values 
obtained through ICP-MS analysis of time-point samples. *Adipic acid yield of ~100% is based 
on the detection of no other compounds in the product stream as determined by HPLC analysis.5 

TOS (h) WHSV (h-1) 
Adipic acid yield 

(%) Pd leaching (ppm) 

23 

1.05 

100 0.53 

25 100 0.36 

27 100 0.43 

29 100 0.85 

48 100 0.22 

50 100 0.29 

52 100 0.43 
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Table C.8: Basic material properties of the 5-cycle ALD catalyst before and after >100 h TOS 
under complete conversion conditions. Surface area, pore volume, and pore diameter were 
determined by N2 physisorption; CO uptake was determined by CO chemisorption; carbonaceous 
fouling was determined by thermogravimetric analysis. 

Parameter Fresh Post >100 h TOS 

Surface area (m2 g-1) 126 65 

Pore volume (mL g-1) 0.51 0.36 

Pore diameter (nm) 5.6 7.8 

CO uptake (µmol g-1) 14 1 

Carbonaceous fouling (wt%) NA 8 

Surface area (m2 g-1) 126 65 
 

 

 

Figure C.7: XRD of uncoated 0.5% Pd/TiO2 and 5-cycle ALD 0.5% Pd/TiO2 before and after 
thermal aging at 700¡C. Uncoated materials displayed significant morphological changes in TiO2 

and Pd crystallites upon thermal treatment, while the 5-cycle ALD catalyst did not show any 
significant morphologic changes before or after ALD coating, sintering, or catalyst testing. 
Diffraction from TiO2 is consistent with the anatase phase and no rutile phase was observed.  Pd 
peaks appear only for the thermally treated uncoated catalyst and are highlighted in the data.  
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Figure C.8: a-f, STEM images and illustrating the small (<2 nm) Pd particles (a-c) and thin, 
amorphous Al2O3 coating on the 5-cycle ALD catalyst (d-f). g-j, STEM images and STEM-EDS 
maps depicting the severe agglomeration of Pd particles on the uncoated catalyst after 700¡C 
thermal treatment (g, h) and the retention of small, dispersed Pd particles on the 5-cycle ALD 
catalyst after 700¡C thermal treatment (i, j).  
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Figure C.9: Batch reactor muconate hydrogenation activity comparisons between fresh and 
thermally-treated uncoated 0.5 wt% Pd/TiO2 and 5-cycle ALD Pd/TiO2. Significant rate reductions 
in were observed for the thermally-treated uncoated catalyst, indicative of the drastic 
morphological changes induced during thermal treatment. Retained activity of the thermally-
treated 5-cycle ALD catalyst suggests that the minimized morphological changes induced during 
thermal treatment did not affect the catalytic ability of the coated catalyst. Conditions: 15 mg 
catalyst, 20 mL 1 wt% muconic acid in ethanol, 24¡C, 24 bar H2, stirring at 1600 rpm. 

 

 

Figure C.10: a,b SEM image (a) and SEM-EDS map (b) of the 5-cycle ALD catalyst depicting 
uniform Al distribution on the micron scale. c, Cross-sectional analysis using focused ion beam 
(FIB) lift outs and STEM imaging of the 5-cycle ALD catalyst indicating the predominance of Pd 
within the pores of the TiO2 support. 
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Figure C.11: CO DRIFTS spectra showing influence of the ALD coating on mode of CO 
adsorption. The uncoated material displays a dominance of support-bound, carbonate-like CO 
binding (1350-1650 cm-1). Similar results have been reported for other reducible oxide-supported 
noble metal catalysts (e.g., Pt/TiO2, Pt/CeO2, Pd/CeO2). On these materials, hydrogen spillover 
from the noble metal can reduce the support to form oxygen vacancies and bridging hydroxyl 
groups, which may coordinate with CO to yield surface-bound formate structures.10Ð12 Upon ALD 
coating, the dominant interaction mode shifts to that of Pd-bound CO (1924 cm-1 and 2081 cm-1), 
likely due to the coverage of the reducible TiO2 surface with irreducible Al2O3, reducing possible 
sites of CO interaction on the support.  

 

 

Figure C.12: Metallic vs. support-bound CO comparisons for 0, 1, 5, 10, and 20-cycle ALD 
catalysts. Metallic vs. support-bound CO was determined by comparison of the CO DRIFTS peak 
areas corresponding to support-bound CO (1350-1650 cm-1) relative to the peak areas associated 
with bridging and linear metallic Pd-bound CO (1924 cm-1 and 2081 cm-1). The shift from 
dominance of support-bound CO to metallic-bound CO indicates that Al2O3 ALD at the 1-cycle 
and 5-cycle levels causes a significant reduction in accessibility of the support by CO. However, 
beyond 5 cycles, no significant change in CO interaction is observed, suggesting that the ALD 
coatings may transition from a sub-monolayer coating to uniform layer coverage near the 5-cycle 
level for the catalyst materials and synthesis conditions used in this study. 
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Table C.9: Financial assumptions and design basis for TEA of an nth generation adipic acid 
biorefinery. 

Plant life 30 years 

Plant capacity 70 kilotonnes year-1 

Cost year dollar 2014 

Capacity Factor 90% 

Discount rate 10% 

General plant depreciation 200% declining balance (DB) 

General plant recovery period 7 years 

Steam plant depreciation 150% DB 

Steam plant recovery period 20 years 

Federal tax rate 35% 

Financing 40% equity 

Loan terms 10-year loan at 8% APR 

Construction period 3 years 

   First 12 monthsÕ expenditures 8% 

   Next 12 monthsÕ expenditures 60% 

   Last 12 monthsÕ expenditures 32% 

Working capital 5% of fixed capital investment 

Start-up time 6 months 

   Revenues during start-up 50% 

   Variable costs during start-up 75% 

   Fixed costs during start-up 100% 
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Table C.10: Process conditions for the catalytic hydrogenation reactor in an nth generation adipic 
acid biorefinery.  

Reactor inlet temperature,¡C 70 

Reactor inlet pressure, atm 39 

Reactor outlet temperature,¡C 150 

Reactor outlet pressure, atm 28 

Reactor inlet flow, kg hr-1   

Ethanol 51,822 

Hydrogen 487 

Muconic acid 8,632 

Adipic 0 

Adipic acid yield (99% 
selectivity), kg hr-1 8,900 

Reactor type Trickle bed with intercoolers (3 in series) 

Reactor duty, MJ hr-1 34,491 

Catalyst type 0.5% Pd/TiO2 

Catalyst WHSV, h-1 1.0 

Catalyst loading, kg 60,422 

Catalyst price, ($USD kg-1) 130 

 
  



 

 174 

 

 

 

 

 

 

 

Table C.11: Summary of rates, capital expenses (CAPEX) and operating expenses (OPEX) for the 
catalytic hydrogenation reactor in an nth generation adipic acid refinery operating under the 
following assumptions: glucose feedstock, WHSV of 1.0 h-1 muconic acid in ethanol over 0.5% 
Pd/TiO2 packed in a trickle bed reactor, bio-adipic yield of 99%, catalyst cost of $130 kg-1 based 
on the spot price of Pd, bulk TiO2, and material preparation, and catalyst lifetime was assumed to 
be 0.5 years, representative of harsh process conditions. kt = kilotonne. 

Feedstock rate 268 

Online time 7,884 

Adipic acid production rate 70 

Total variable OPEX $122 

Total fixed OPEX $11 

Total equipment cost $139 

Total capital investment $275 

Minimum selling price $2.47 

Feedstock contribution $0.97 

Hydrogenation catalyst $0.23 

Other OPEX & credits $0.56 

Catalytic hydrogenation process cost $0.09 

Other CAPEX & taxes $0.63 
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Table C.12: Modeled ALD-coated catalyst scenarios for which the increased catalyst cost 
compared to the baseline scenarios can be justified through extended lifetimes and minimum 
WHSVs. In order to consider the ALD scenario as justified, the adipic acid MSP and % MSP due 
to the cost of catalytic hydrogenation must be equivalent or reduced compared to a baseline 
scenario. AIndicates that the scenario is justified compared to the moderate severity baseline 
scenario. BIndicates that the scenario is justified compared to the high severity baseline scenario. 

Scenario 
Cat. Cost 
($ kg-1) 

Lifetime 
(yr)  

WHSV 
(h-1) 

Hyd. Process Cost ($ 
kg-1 Adipic) 

Adipic MSP 
($ kg-1) 

% MSP due to 
Hyd. Cost 

Baseline: 
Moderate 
Severity 

130 1 1.0 0.22 2.35 9.23 

Baseline: 
Increased 
Severity 

130 0.5 1.0 0.32 2.47 12.85 

ALD 1 163 

1 0.25 

0.74 2.82 26.41 

ALD 2 195 0.88 2.93 29.85 

ALD 3 260 1.14 3.16 35.97 

ALD 4 390 1.67 3.63 45.86 

ALD 5 780 3.25 5.03 64.51 

ALD 6 163 

1 0.50 

0.41 2.52 16.42 

ALD 7 195 0.48 2.58 18.60 

ALD 8 260 0.61 2.70 22.67 

ALD 9 390 0.88 2.93 29.85 

ALD 10 780 1.67 3.63 45.86 

ALD 11B 163 

1 0.75 

0.30 2.43 12.55 

ALD 12 195 0.35 2.47 14.13 

ALD 13 260 0.44 2.54 17.15 

ALD 14 390 0.61 2.70 22.67 

ALD 15 780 1.14 3.16 35.97 

ALD 16 163 

2 0.25 

0.42 2.54 16.41 

ALD 17 195 0.48 2.60 18.57 

ALD 18 260 0.62 2.72 22.60 

ALD 19 390 0.88 2.97 29.66 

ALD 20 780 1.68 3.72 45.16 

ALD 21B 163 

2 0.50 

0.25 2.39 10.52 

ALD 22B 195 0.28 2.42 11.76 

ALD 23 260 0.35 2.48 14.14 

ALD 24 390 0.48 2.60 18.57 

ALD 25 780 0.88 2.97 29.66 
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Table C.12, continued. 
ALD 26 A 163 

2 

0.75 0.20 2.33 8.38 

ALD 27 B 195  0.22 2.36 9.25 

ALD 28 B 260  0.26 2.40 10.93 

ALD 29 390  0.35 2.48 14.14 

ALD 30 780  0.62 2.72 22.60 

ALD 31 B 163 

3 

0.25 0.31 2.45 12.58 

ALD 32 195  0.35 2.49 14.15 

ALD 33 260  0.44 2.58 17.13 

ALD 34 390  0.62 2.75 22.53 

ALD 35 780  1.16 3.28 35.28 

ALD 36 A 163 

3 

0.50 0.20 2.34 8.40 

ALD 37 B 195  0.22 2.36 9.26 

ALD 38 B 260  0.26 2.41 10.95 

ALD 39 390  0.35 2.49 14.15 

ALD 40 780  0.62 2.75 22.53 

ALD 41 A 163 

3 

0.75 0.16 2.30 6.92 

ALD 42 A 195  0.17 2.32 7.51 

ALD 43 A 260  0.20 2.35 8.69 

ALD 44 B 390  0.26 2.41 10.95 

ALD 45 780  0.44 2.58 17.13 
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D.2.2 Email correspondence from coauthors 

Emails from co-authors were received in response to the following email sent on July 29, 

2018: ÒDear all, If you are receiving this message, I require a response from you. I intend to use 

the publication ÒIodine-Catalyzed Isomerization of Dimethyl MuconateÓ in full within my thesis. 

To comply with current protocols for including published material in a thesis, I must obtain written 

consent from coauthors. Please reply with your consent in the following format: ÒI, [your name], 

hereby authorize Amy E. Settle to use any part or all of DOI: 10.1002/CSSC.201800606 in her 

published thesis.Ó Thank you, Amy." 

The following authorizations were received in response to this email: 

Gregg Beckham: ÒHi Amy, of course this is fine with me, and ditto for the DA review paper. 

Please let me know if you need me to respond to both officially. :)Ó Sunday, July 29, 2018 at 10:03 

AM. 

Nicholas Rorrer: ÒTo Whom It May Concern, I, Nicholas A. Rorrer, hereby authorize Amy E. 

Settle to use any part or all of DOI: 10.1039/C7GC00992E, DOI: 10.1002/CSSC.201800606, and 

any other works associated with my name in her published thesis. If there are any further questions 

about permissions please feel free to contact me directly via email at Nicholas.rorrer@nrel.gov.Ó 

Sunday, July 29, 2018 at 1:24 PM 

Haiming Hu: ÒHi Amy, Nice to hear from you. I am happy to hear that this publication will be 

used in your thesis. I, Haiming Hu, hereby authorize Amy E. Settle to use any part or all of DOI: 

10.1002/CSSC.201800606 in her published thesis. I would love to see your thesis when it is 

published as well! Good luck! Haiming HuÓ Monday, July 30, 2018 at 10:02 AM 

Laura Berstis: ÒHi Amy, I'm mostly off the grid now and only rarely checking and processing 

emails-- hence the delay in getting this response to you-- I, Laura Berstis hereby authorize Amy E. 
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Settle to use any part or all of DOI: 10.1002/CSSC.201800606 and DOI: 10.1039/C7GC00992E 

in her published thesis. In case needed for any future project, conference, etc, you have my consent 

to use any research materials or publicatoins with which I have been involved. Congrats on your 

thesis and wishing you the best!Ó Wednesday, August 15, 2018 at 10:49 PM  

Michael Crowley: ÒDear Amy, I, Michael F. Crowley, hereby authorize Amy E. Settle to use 

any part or all of DOI: 10.1002/CSSC.201800606 in her published thesis. MikeÓ Sunday, August 

5, 2018 at 9:04 PM 

D.3 Chapter 4  

Chapter 4 of this thesis is composed of an article submitted to the journal Nature Catalysis, 

a publication of the Springer Nature. This appendix contains email correspondence from the 

coauthors granting permission for re-use of the publication as a chapter in this thesis. 

D.3.1 Email correspondence from coauthors 

Emails from co-authors were received in response to the following email sent on August 5, 

2018: ÒDear all, If you are receiving this message, I require a response from you. I intend to use 

the publication ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability 

during biobased adipic acid productionÓ in full within my thesis. To comply with current protocols 

for including published material in a thesis, I must obtain written consent from coauthors. Please 

reply with your consent in the following format: ÒI, [your name], hereby authorize Amy E. Settle 

to use any part or all of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 

stability during biobased adipic acid productionÓ within her thesis.Ó Thank you, Amy Settle" 

The following authorizations were received in response to this email: 

Nicholas Cleveland: "I, Nicholas Cleveland, hereby authorize Amy E. Settle to use any part or 

all of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during 
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biobased adipic acid productionÓ within her thesis. Best, Nick" Monday, August 6, 2018 at 10:07 

AM 

Xiangchen Huo: "I, Xiangchen Huo, hereby authorize Amy E. Settle to use any part or all of 

ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during biobased 

adipic acid productionÓ within her thesis." Sunday, August 5, 2018 at 11:36 AM 

Allyson York: "Hi Amy, I, Allyson M. York, hereby authorize Amy E. Settle to use any part 

or all of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during 

biobased adipic acid productionÓ within her thesis. I am happy to submit this response via my 

NREL issued email address as well, if you would like. Best, Allie York" Sunday, August 5, 2018 

at 1:17 PM 

Arun Devaraj: ÒHi Amy I, arun devaraj, hereby authorize Amy E. Settle to use any part or all 

of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during biobased 

adipic acid productionÓ within her thesis. Thanks ArunÓ Monday, August 13, 2018 at 8:03 AM 

Elizabeth Kautz: "I, Elizabeth J. Kautz, hereby authorize Amy E. Settle to use any part or all 

of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during biobased 

adipic acid productionÓ within her thesis." Sunday, August 5, 2018 at 10:08 AM 

Karthikeyan Ramasamy: " Hi Amy, I, Karthikeyan, Ramasamy, hereby authorize Amy E. 

Settle to use any part or all of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 

stability during biobased adipic acid productionÓ within her thesis.Ó Good Luck with your thesis 

defense! Thanks, Karthi" Monday, August 6, 2018 at 12:45 AM 

Kinga Unocic: ÒDear Amy, I, Kinga A. Unocic, hereby authorize Amy E. Settle to use any part 

or all of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during 
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biobased adipic acid productionÓ within her thesis. Best and good luck, KingaÓ Monday, August 

13, 2018 at 10:35 AM 

Gregg Beckham: "Haven't read that one yet :), but of course itÕs fine for me! :)" Sunday, August 

5, 2018 at 9:14 AM 

Michael Griffin: "I, Michael Griffin, hereby authorize Amy E. Settle to use any part or all of 

ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during biobased 

adipic acid productionÓ within her thesis." Monday, August 6, 2018 at 8:08 AM 

Katherine Hurst: "I, Katherine Hurst, hereby authorize Amy E. Settle to use any part or all of 

ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during biobased 

adipic acid productionÓ within her thesis." Sunday, August 5, 2018 at 1:12 PM 

Eric Tan: "To Whom It May Concern: I, Eric Tan, hereby authorize Amy E. Settle to use any 

part or all of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during 

biobased adipic acid productionÓ within her thesis. Thanks & regards, Eric C.D. Tan, PhD" 

Monday, August 6, 2018 at 12:18 PM 

Steven Christensen: ÒI, Steven Christensen, hereby authorize Amy E. Settle to use any part or 

all of ÒLow-cycle atomic layer deposition of Al2O3 for enhanced Pd/TiO2 stability during 

biobased adipic acid productionÓ within her thesis.Ó Monday, August 6, 2018 at 10:39 AM  

 

 

 


