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Fig. 3: The proposed scheme highlighting the benefits of using a nitride
shell.

* Both characterization methods show that the four treatment methods do not
alter the crystal structure of the lithium silicide

* Li,,SI@LI;N nanoparticles have comparable XRD and IR spectrum with
Li, ,SI.
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