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Iron Mountain is 8 miles westerly fyom the Irom
Hountain station on the Us & S. Rallwsy, 40 odd miles M. W
of Cheyenne, iyo.

Bulletin 318 of Us 2. Geols Survey desgribes the
deposit as & mass of titaniumeiron ore having sn average width
of 175 feet and a proven length of 6600 feet.

There are other deposits in the same belt of less slze.

The average value in metal is glven as §0% ivon, 20%
titenium and about 1¥ chromiwm.

The Colorado Fuel and Iron Company very courtesusly
loaned me & report made by them. The average of 10 large samples
showed, Iron 47.6{, rhoss 0,008%, 2illoa 2426%, Titanium Ozide 257,
lisngenese +306%, Alumine 6.21%, lime o trace, Magnesis 4,074, Sule
pher 0R8%, spparently no test was made for chremium.

This is an extremely favarable ore for making rustless
steel or sny alloy steel or pure iron Mllets, with titanivm oxide
#8 o companion produgt.
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The deposit iz s high dike of remarkably homogenous
material. S0 far as the eye can juige there are no lean streaks
and no merginal somes of balf ore and half wall roek. The ore
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persite right up to o sharp eleavage plane separating black
heavy ore fyom gray granite.

The ore to the naked eye shows little differenciation,
but vhen pulveriszed and examined with & glass it is evident that
there are several different kinds of orystals, smong them being
rutile (pure Titanium Ozide) Ilmenite 60% Ti02 and Magnetite (Fed04).

Bustless steel in quantlity s gquoted in New York Joure

nal of Oosmerce st 20 per 1be or 600,00 per ton FeOsBe New York,

Gopper, tungsten, vanadium, manganese, molybiemun snd
ohromium are all produced in the west and the corresponding alley
gteels comnand prices very mugh higher than common steel. (uota~
tions vary with the amount and kind of rare metal used, so it is
not practical to publish thems

Ingsmuch as the elesiric furnsee will probably be used
to finish the metal in any event and the eleotrio furmsce is the
natural furnsce to use in yrodusing mesrly all alley steels, it
would seem to be one of the logloal outlets for this emberprise
to make alloy steelss

The yrices of slloy steel vary with the content but
there is an inerement of value whieh if figured on the irem alone
will sdvense the price of that commedity st least §B5.,00 per tem,
or say sn average yrice of $40,00 per ton Fe0sB. Pitisburgh.

Common steel ingols are worth about {56.00 per ton
FoOaBe Pittsburgh, Pae

Titaniuwm ores conteining irom ave worth §10.00 te
$20.00 per ton, Fs0sBs 5ts Louiss
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